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Abstract 

Reaction diffusion precipitation processes in hydrogels can result in highly periodic micro- 

and nano-structured patterns known as Liesegang bands. These structures offer a very simple 

and cheap way to increase the surface area of certain catalyst materials. However, 

investigating the chemical origin of the precipitation bands is crucial for understanding and 

controlling the precipitation process. For this reason, the classical Liesegang system, 

discovered more than 100 years ago, was investigated in the first place. In this system two 

types of precipitation band, namely thick primary, and very dense, fine structured secondary 

bands are observed. Based on the results of the investigations (using STXM, SEM, SEM-FIB 

and EDX), a model was proposed, which describes the chemical origin of the precipitation 

bands. In addition, it was found that the fine structured so-called secondary bands originate 

from a different chemical system than the larger primary precipitation bands. Similarly to the 

classical Liesegang system, the origin of these fine structured bands was further investigated, 

resulting in a new Liesegang system containing only fine structured bands. It was found form 

material analysis using SEM, SEM-FIB, EDX and XPS that these highly periodic and very 

dense (up to 1 band per μm) bands consist of silver (Ag
0
) nano particles. By optimizing the 

parameters of this system it was also possible to control the precipitation process. It was also 

found that different hydrogels can be used and the structural design of special shaped 

precipitation bands and other structures (grids) was achieved. Since silver is known to be the 

most conductive element we wanted to combine these structures with hematite for solar 

induced water splitting applications in photo electrochemical cells (PEC). For this purpose, it 

was necessary to remove the hydrogel without destroying the precipitation structures. A 

simple sintering protocol was developed, which allows full removal of the hydrogel and full 

transformation of the particles forming the bands into pure silver bands. Several systems were 

tested to combine the silver bands with PEC photoanodes containing hematite. Unfortunately 

it was not possible to obtain an increase in the water splitting efficiency of the PEC cells, 

further optimization is needed. In addition to these fine structured silver systems, a high 

throughput screening protocol was developed, which allowed fast screening for new 

precipitation bands forming systems. By using this technique seven new, Liesegang type 

precipitation systems have been discovered, of which two consist of catalyst materials, such 

as AgMoO4 an AgWO4, and the others of iron or ruthenium coordination compounds. To the 

best of our knowledge this is the first time that it was possible to show that Liesegang type 

precipitation structures are formed out of more complex materials than metal salts. 
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1. Introduction 

1.1 Motivation and aim  

Energy in forms of fossil fuels and electricity are essential to maintain the quality of modern 

life that we know. During the last decades global energy consumption increased almost 

exponentially, reaching a value of 523 EJ (1 Exajoule, EJ = 1·10
20

 J) in 2010 (Figure 1.1).
1,2

 It 

is expected that consumption will increase up to 730 EJ in 2035.
3,4
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Figure 1.1: Global energy consumption over the last 6 decades, subdivided in to the different energy 

sources. Data were extracted and combined from several sources.
1–6

 Renewable energy sources contain, 

solar and wind energy. 

This increase is caused by several reasons, on the one hand the population of the earth almost 

tripled within the last 60 years (Figure 1.2).
7–10

 This population boom is due to higher 

agricultural and medicinal standards, in combination with a static decrease in child mortality 

on the one hand.
7,9,11–13
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Figure 1.2: Evolution of the world population over the last 6 decades

10
 subdivided into UN classified 

countries. Blue curve: population of “least developed countries”; green curve: population of “less 

developed countries” and cyan curve: population of “more developed countries”. Classification according 

to UN.
10

 

On the other hand, more and more countries have developed from agricultural or pre-

industrial economies to modern high technology industrial economy countries. This trend is 

captured by the Human development index (HDI).
7,14–16

 Along with this economic expansion 

and vitality, which originates also from globalization, a social advancement occurs. In 

combination with technological advancements this leads to higher mobility (use of vehicles 

powered by fossil fuels) and the use of more electronic devices and gadgets (smart phones, 

computers, TVs and many more), which are expected to make our everyday lives much easier. 

This private lifestyle and the pursuit of happiness increase the global energy consumption 

additionally. But industrial and lifestyle caused energy consumption represents only about 

53% of the global consumption. An additional significant part (approx. 47%)
17

 is owed to the 

generation of heat, in terms of heating and cooling of industrial processes, buildings, domestic 

water, foods and other consumable goods (Figure 1.3). However, energy used to generate 

unused heat as side product (e.g. in light bulbs, colocation centers or exhaust gases) was not 

taken into account. Non-energy use covers the use of fossil energy sources for the production 

of products such as plastics, solvents, paraffin waxes, bitumen, lubricants and other 

products.
18
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Figure 1.3: Pie chart showing the distribution of the global energy consumption on a percentage basis.
17

 

Nowadays, fossil fuels are used to a large extent to generate the required energy (Figure 1.1). 

But our fossil energy resources are depleting and pollution is increasing.
1,17

 Air pollution and 

smog, often found in megacities like Delhi, Beijing or Paris during hot and dry summer 

days/weeks, can cause health problems.
19

 Nevertheless, other forms of pollutions caused by 

mining of raw materials (coal, oil and gas)
20–22

 can also lead to health problems. In order to 

minimize these effects and in order to maintain our standards, other forms of energy 

production are needed. Nuclear energy as a source of pollution free energy
23–25

 was the vision 

of the last century, but since the large core melt accidents of Chernobyl in 1986
26–30

 or 

Fukushima in 2011,
31,32

 contaminating large areas and a large part of the population, in 

addition to the significant problem with radioactive waste, which possesses half-lives of up to 

several ten to hundred thousand years,
33–36

other more sustainable ways to produce energy are 

desired
37–40

 (especially in Germany,
41

 Austria, Switzerland,
42

 Italy, Ireland and Sweden).  

Depending on the country, their politics, geographic and geological location it is expected that 

renewable energy sources such as wind, hydro-power, biofuels, geothermal and solar energy 

can possibly allay more than half of the global needs in the near future.
43,44

 In the case of 

Germany, 24% (638 TWh = 2.297·10
18

 J)
45–47

 of the gross energy production was obtained by 

renewable energy sources of which 5%
48

 was produced by solar energy conversion in 2013. In 

order to further decrease the use of fossil energy sources and to boost technological 

developments, the German government established a law to increase the amount/percentage 

of cost-efficient renewable energy on the gross consumption of up to 55-60% by 2035 and up 

to 80% by 2050.
43

 Since the Sun`s radiation reaching the Earth`s surface delivers energy of 

about 7.3 EJ within one minute,
49–51

 less than two hour`s irradiation would in theory deliver 

enough energy to allay all global energy needs of one year. Therefore it is reasonable to 

investigate and improve solar to energy conversion techniques, methods and materials.  
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There are several known possibilities for the conversion of solar energy into other forms of 

energy. One possibility is the energy conversion in solar thermal power stations,
52–54

 by 

collecting and focusing the sun`s irradiation to produce steam. This is similar to conventional 

fossil or nuclear driven steam power plants. Another possibility is the use of Si crystal,
55,56

 

dye-sensitized
57

 or perovskite
58,59

 based photovoltaic cells, converting sun light directly into 

electricity (Figure 1.4).  

 

Figure 1.4: Solar cell efficiency table showing efficiency records obtained for research cells under 

laboratory test conditions.
60

 

Highly efficient photovoltaic cells were tested at the Fraunhofer Institute for Solar Energy 

Systems (Germany) showing an efficiency of up to 44.7%.
61

 However, the best commercially 

available cells have an average efficiency of about 15-25%.
62

 Most commonly used 

photovoltaic cells are silicon based and have a bad life cycle assessment, since their 

production is resource consuming.
63–66

 The silicon needs to be of highest quality and purity 

and additional elements, such as gallium, arsenic, indium, germanium, cadmium, gold, silver 

or tellurium are needed for additional parts within these cells.
67

 Furthermore, these cells offer 

a maximal lifetime of 15-25 years
63–66,68

 until they need to be replaced. These reasons reduce 

the environmental sustainability of this type of solar cells. In the case of dye-sensitized solar 

cells, efficiencies of 11%
69

 and in the case of perovskite-sensitized solar cells an efficiency of 

up to 20%
70

 have been observed. In terms of energy transport and storage, direct conversion 

of solar energy into fuels is of interest. The production of hydrogen fuel by solar induced 

photocatalytic water splitting in photo-electrochemical cells (PECs)
71–74

 represents a 
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promising way to reach this aim (cf. Chapter 2.3.1). In order to facilitate decomposition of 

water into oxygen and hydrogen, catalyst materials are needed, showing both corrosion 

stability and high absorbance in the visible and near-visible region of the sun`s spectrum. 

Unfortunately, most promising catalyst materials are either very expensive or their efficiency 

is very low.
75,76

 Hematite (α-Fe2O3/ rust)
73–75,77–79

 as photoanode catalyst for oxygen evolution 

in the water splitting process, represents one of these weakly efficient materials. Nevertheless, 

rust as catalyst material has attracted attention, since it represents one of the most corrosion 

stable and cheapest materials in the world.
77–80

 But the biggest drawback of this oxide is its 

low light absorbance. To overcome this problem, the material needs to be thick to be able to 

convert photons into electrons and holes. But a thick hematite layer on the photoanode results 

in a very low conductivity. To circumvent this, the catalyst layer needs to be very thin to 

separate the photo generated electrons and holes. This conflict reduces the overall efficiency 

of the hematite system.
71,80,81

 One possibility to overcome these difficulties is the use of nano- 

or microstructures to increase the surface area of the catalyst, without producing thick films 

(Image 1.1). 

 

Image 1.1: SEM-Image of hematite nanoparticles on top of FTO-glass prepared as PEC photoanode. 

Conventional methods to produce micro- or nanostructured materials are the so-called “top‐

down” techniques, where the structures are produced by removing parts of the material. 

Examples of these methods include photo-,
82–84

 micro- and nanolithography.
85,86

 But a big 

drawback of these techniques is their complexity and cost. In contrast, so-called “bottom-up” 

techniques, represent a new, much simpler, lithographic free and inexpensive way to produce 

micro- and nanostructures, as the structures are made out of building blocks in self-

assembling steps. The most promising bottom-up approach is represented by the wet stamping 
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(WETs) technique.
87–96

 In this technique, periodic precipitation processes such as the 

Liesegang phenomenon are used for the production of micro- and nanostructures. 

The major aim
97

 of this project was to increase the surface area of such weak, but stable and 

cheap catalyst materials (such as hematite) without increasing the thickness of the catalyst 

layer, by exploiting highly periodic reaction diffusion precipitation processes known as 

Liesegang phenomena. For this reason it was necessary to investigate the Liesegang 

phenomenon for a controllable use of the precipitation process for the implementation of 

possible catalyst materials. A secondary target was the screening for new possible catalyst 

material combinations showing the ability to form periodic precipitation bands.  
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1.2 About Liesegang phenomena 

Precipitation phenomena showing periodic structures and bands in hydrogels (such as gelatin) 

were first described in 1896 by Raphael Eduard Liesegang.
98

 In this reported classical system, 

silver nitrate diffuses into a potassium dichromate containing gelatin matrix, forming periodic 

precipitation rings like those shown in the Image 1.2. 

 

Image 1.2: Optical image of periodic precipitation rings, observed in the classical Liesegang system, 

containing silver nitrate as outer and potassium dichromate as inner electrolytes. 

For this reason, periodic precipitation bands are also-called Liesegang bands or rings. The 

diffusion direction is controlled by the concentration of the inner and outer electrolytes. 

Usually the inner electrolyte is of lower concentration than the outer electrolyte. In the 

classical system, silver nitrate represents the so-called invading or outer electrolyte, because it 

penetrates the potassium dichromate system, which on the other hand represents the so-called 

inner electrolyte. In this system, the precipitates forming the bands consist of the reaction 

diffusion product of the outer (silver nitrate) and the inner electrolyte (potassium dichromate), 

and the material forming the precipitation bands is believed to be silver dichromate.
90,98,99

  In 

general, this periodic precipitation phenomenon occurs when one, two or more
100

 compounds 

(salts) that are soluble in a hydrogel, diffuse into a certain hydrogel matrix (e.g. 

gelatin,
87,98,101–105

 polyvinyl alcohol (PVA),
106–108

 or agarose),
109

 containing another charged 

(ionic) compound. There, the outer electrolyte reacts either with the gel-matrix or with the 

inner electrolyte, forming insoluble precipitates.  
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In addition to this, the precipitation pattern (rings or bands) is described as well separated 

regions containing visible and invisible (cf. Section 4.3.1) precipitation products, while 

regions between two rings/bands are optically free of such precipitates (Figure 1.5).  

 

Figure 1.5: 2D cartoon (left) and 3D cartoon (right), illustrating the periodic precipitation process 

observed in Liesegang-type systems: Outer electrolyte (yellow droplet) diffuses (red full arrows) into the 

hydrogel containing the inner electrolyte (grey layer). There both electrolytes react with each other 

(indicated by the dashed red arrow) forming precipitates/bands (dark grey). The band forming process is 

not fully understood yet. (cf. three theories describing the precipitation process). 

Since the discovery of the classical system, many additional systems have been discovered in 

various fields of research e.g. geology,
100,110–112

 medicine,
113–121

 biology,
122

 and both physics 

and chemistry.
87,88,90,91,99,101,123–129

 Large expanding Liesegang bands (up to several meters) 

containing iron oxides were observed in sandstones,
110

 while very thin and dense bands (0.5 - 

2.0 mm) have been observed in banded agate stones.
112

 Interestingly, Liesegang structures 

were also observed in human excretions and tissues, such as urine
116

 (of sick persons), 

damaged eyes
120

 and fibroblastic tumors.
121

 In addition to that Liesegang structures made out 

of fungi were observed on the surface of rotten food, such as vegetables.
122,130

 All these 

different examples show how commonly this effect occurs. Nevertheless, chemists and 

physicists discovered the potential of this phenomenon and its use for the preparation of self-

organizing and self-assembling micro- and nanostructures.
90,91,104,106,131

 For this reason, 

several intense experimental and theoretical studies have been carried out over the past 120 

years. Depending on the geometry of the system (used hydrogel, pH, concentration of the 

ionic electrolytes), different types of patterns, including regular band formation, dendrites 

with fractal structure, revert type Liesegang bands, dynamic precipitation waves, and the 

coexistence of primary and secondary patterns can be observed.
88–90,99,123–127,132–134

 In the 

latter case two different types of patterns with different frequencies are superimposed.
88

 

However, in order to understand, to describe and to explain this phenomenon, experimental 

investigations were mainly focused on the role of the hydrogel, the used electrolytes (salts) 
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and the control of the band formation (shape and size of the bands), as well as on the material 

composition of the precipitates and their use in possible applications, while the theoretical 

analysis dealt with equations and mathematical models to describe the experimental 

observations. As a result of both experimental and theoretical investigations, several theories, 

such as the so-called “supersaturation theory”, “colloidal coagulation theory” or “phase 

separation theory” were developed, describing the occurrence of periodically well separated 

rings.
87,89,91,92,98,103,105,113,116,131,135–145

 

The supersaturation theory, proposed by Wilhelm Ostwald in 1897 shortly after the discovery 

of the Liesegang phenomenon represents the simplest model describing the periodic 

precipitation.
138

 In this proposed mechanism it is assumed that the invading outer electrolyte 

reacts with the inner electrolyte in the hydrogel matrix. The concentration of the reaction 

products gradually increases until it reaches a value of supersaturation. At this critical point 

nucleation/band formation starts and large amounts of micro- and nanoparticles are 

precipitating. Since the concentration is very high, the particles will form very fast. This effect 

depletes the surrounding area, lowering the concentration of the inner electrolyte. However, 

the diffusion is ongoing and the outer electrolyte passes over this depleted area in to regions 

where the concentration of the inner electrolyte is higher. There the whole process is repeated 

and the next band is formed further afar. This process continues until one of the electrolytes is 

removed or until the concentration of the outer electrolyte reaches a value where diffusion or 

reaction with the inner electrolyte stops.
137–140

 

In the colloidal coagulation theory it is assumed that the band forming process is divided into 

two steps. In the first step the sol particles are formed as a reaction product of the outer and 

inner electrolytes, while the outer electrolyte penetrates the hydrogel matrix containing the 

inner electrolyte. Elemental for this theory is the assumption that the particles forming the sol 

in a kind of colloidal suspension are very small (a few nm), so that the hydrogel matrix still 

allows their diffusion. It is also assumed that the hydrogel stabilizes the sol electrostatically 

once it is formed. The precipitation/coagulation of the sol occurs when the concentrations of 

the outer electrolyte and the sol in the hydrogel matrix increase until the ionic strength of the 

sol reaches the critical coagulation point. This process forms the first precipitation band. 

However, once a nucleation site is generated, more particles from the sol will accumulate very 

fast, leading to a depleted zone, where the concentration of the sol particles is reduced.  
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Since diffusion of the outer electrolyte is ongoing, it passes over this depleted area and 

reaction of the outer and inner electrolyte starts again leading to an increase in the sol 

concentration. This starts the sol coagulation process again.
108,109,139,140,142,146–149

 This process 

was supported by experiments from Hedges and Henley,
141

 by Flicker and Ross,
142

 and also 

by Kai, Müller and Ross.
142–144

 In their experiments the reaction product of the inner and outer 

electrolyte was prepared first, forming a colloidal sol, which was used to prepare a hydrogel 

matrix (without an inner electrolyte). Once the outer electrolyte was added, the diffusion 

process into the hydrogel matrix was started. Interestingly, regular precipitation bands were 

formed without reaction of an inner and outer electrolyte.  

The so-called “phase separation theory” proposed by Z. Rácz et al. in 1999
145

 represents a 

more reasonable explanation for the formation of Liesegang bands, since it also explains the 

occurrence of small precipitation particles between two bands. In this theory, the band 

formation is described as spinodal decomposition scenario, where it is assumed that the outer 

and inner electrolytes form an intermediate compound (I) in the hydrogel matrix. Based on 

the Cahn-Hilliard dynamics, the intermediate compound I is located as a homogeneous 

precipitate behind the moving chemical front (invading outer electrolyte). When the local 

concentration of the precipitate reaches a critical value, the precipitate segregates into high- 

(ch) and low- (cl) concentration regions. The high- (ch) concentration regions are forming the 

precipitation bands, while low- (cl) concentration regions are responsible for the depletion 

zones between two adjacent bands.
88,106,124,134,139,147,150–152

 This theory was also used for the 

mathematical model in Section 3.4.4. 

However, although the Liesegang phenomenon was extensively studied for more than a 

hundred years, leading to various theories and mathematical models, none of these models 

can explain all the experimental observations. For this reason a proper mechanism explaining 

the occurrence of Liesegang bands is still under discussion. Nevertheless the broad 

occurrence of this phenomenon suggests the assumption that it is possible to find many other 

systems showing this behavior. In combination with the possibility to control the shape and 

size of the precipitation bands, by using several experimental techniques (such as the WETs 

technique), this opens a wide range of possible applications of different materials. For both 

reasons, finding a proper model and possible applications, it is necessary to investigate the 

Liesegang phenomenon further. 
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2. Methods and materials 

2.1 Introduction 

In this chapter every essential analytical technique used to analyze the observed micro- and 

nanostructures as well as the techniques and methods for sample preparation are briefly 

described. In the first part all used analytical tools and methods are described, which were 

used to analyze the surface and the material of the micro and nano particles forming the 

Liesegang precipitation bands. The second part is about the photo electrochemical cells 

(PECs) setup used to evaluate the water splitting properties of some of the prepared samples. 

The third part describes the used techniques for sample preparation, while the last part is 

about the used chemicals and other materials.  

 

2.2 Analytical tools and techniques 

2.2.1 Surface and material properties 

2.2.1.1 Light/optical and Laser microscopy 

Optical microscopy represents one of the simplest analytical methods used. The specimen can 

be magnified by a simple optical lens system. Therefore light is applied, shining onto the 

specimen. This light is then either transmitted by the specimen or reflected from its surface 

(depending on the used microscope technique). The light leaving the specimen is than 

magnified in the lens system, giving a large scale image.
153,154

 The resolution (d) of a light 

microscope is limited by the wavelength (λ) of the used light and the numerical aperture (NA) 

(Equation 1).  

λ
d =

2 NA
          (1) 

With the best optical microscopes available at the ZMB, a maximal resolution of 200 nm (and 

50 nm in darkfield) can be obtained.  

In Stereomicroscopes the light is directed onto a specimen and reflected from its surface. The 

reflected light passes the lens system of the microscope and a magnified image of the surface 

is generated (Figure 2.1 left). In case of transmitted light microscopes the light ray is tuned 

and focused onto the specimen by a condenser lens before transmitting the specimen. After 

transmission the light passes the lens system, generating a magnified image of the specimen 

(Figure 2.1 right). 3D laser profile images were acquired using a 3D Laser Scanning 
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Microscope (Keyence VK-X200),
155

 which has in principle the same lens system as a 

stereomicroscope (Figure 2.1 right). Here a violet laser (408 nm at 0.95 mW) is used as the 

light source. This technique allows a maximal resolution of 24000 which means that the 

resolution for the profile (height) measurements is 0.5 nm. In the 3D profile mode, a laser 

beam is used to prepare several images of a specific focus point. During one measurement, 

this focus point is varied by changing the distance between the specimen and the laser. The 

data are digitalized; all images are superimposed and corrected with the height change during 

the measurements, resulting in very precise 3D profiles. These profiles are then further 

analyzed with special software. The drawback of this technique is the maximal resolution 

which is lower compared to atomic force microscopy (AFM). But for objects in the micro- 

and nano-region the 3D laser profiling offers a much faster technique delivering the same 

profile information. 

 

Figure 2.1: Schematic setup of a stereo microscope (left) and a transmitted light microscope (right). 

 

2.2.1.1.1 Electron microscopy 

Electron microscopy was used for sample and structure analysis in the micro- and nanoscale. 

The differences between the used electron microscopes (TEM, STEM and SEM) can be found 

in Figure 2.2. A detailed description about the working principle of each can be found in the 

following section.
156,157
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Figure 2.2: Schematic setup of a transmission electron microscope (TEM) (left), a scanning transmission 

electron microscope (STEM) (middle) and a scanning electron microscope (SEM) (right). 

 

2.2.1.1.2 Scanning electron microscopy (SEM) 

2.2.1.1.2.1 General 

Scanning electron microscopy (SEM) (Figure 2.2 right) is used to obtain high resolution 

information of the structure and state of a specimen. For this reason, an electron beam 

(primary electrons) prepared by a cold field emission electron gun is used which scans the 

sample line by line. In contrast to light microscopy, the resolution is only limited by the 

diameter of the electron beam and the vacuum in the ray path which results in a much higher 

resolution and a very high depth of focus.
156–158

 Different information about the specimen can 

be gained depending on the power range (eV-keV) of the beam (Figure 2.3 left). A weak 

electron beam up to 50 eV
156,157,159

 generates secondary electrons (SE) in the specimen which 

are collected in a detector and converted into images. Those are used to obtain topographic 

information. A stronger primary electron beam (up to approx. 40 keV) penetrates further into 

the sample and produces secondary and backscattered electrons (BSE). BSE are used to 

obtain material contrast. The information gained by BSE originates from a much larger area 

than those from SE (Figure 2.3 right).
156,157,159
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Figure 2.3: Infographic of the material information, which can be obtained by electron microscopy (left). 

The right infographic shows how deep the primary electron beam penetrates the specimen and how big 

the area is from where the material information is collected. 

 

2.2.1.1.2.2 Secondary electrons (SE) 

SE can be detected either by an Everhart Thornley detector (ETD) or an In-Lens detector, 

which is also known as Through the Lens detector (TLD). The ETD is laterally located in the 

microscope. This leads to images with an uneven chiaroscuro contrast (i.e. strong contrast 

between black and white or dark and light). Regions facing the detector appear brighter 

compared to those on the averted side. This generates a vivid impression of the sample 

surface. The TLD as the name implies is found directly in the lens/electron column of the 

microscope. One big advantage of this is the proximity of the detector towards the specimen, 

leading to more secondary electrons being received at the detector which increases the 

resolution limit of the microscope. Another advantage of the central location of the detector is 

the increase of the material contrast leading to an increase in the depth of focus.  

 

2.2.1.1.2.3 Backscattered electrons (BSE) 

As mentioned before, BSE, which are created in the specimen by stronger primary electrons, 

are detected in the backscattered electron detector. This detector is usually located beneath the 

TLD to increase the uniformity of the distance towards all collected BSE creating high quality 

material contrast images. As the signal of BSE depends on the chemical composition, the 

method is used to obtain information about elements in the specimen. In other words, high 

atomic number elements appear bright and low atomic number elements darker.  
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2.2.1.1.2.4 Energy dispersive X-ray spectroscopy (EDX) 

More precise data about the chemical composition of a specimen are gained by EDX 

spectroscopy.
160–163

 The EDX detector monitors characteristic X-ray emission form the 

specimen. These emissions are generated after the sample is irradiated with a high-energy 

beam of charged particles (e.g. electrons) (Figure 2.4).  

 

Figure 2.4: Physicochemical origin of the information, which can be obtained by EDX spectroscopy. 

According to JEOL periodic table for EDS analysis.
164 

 

The missing subshell electrons are replaced by electrons from the outer shell to get back to a 

more stable electron configuration. As electrons in the outer shell possess more energy as 

subshell electrons, the energy difference (outer – subshell electron) is emitted as X-ray 

irradiation, which is specific for each element. The collected X-ray data are digitalized and 

visualized in a spectrum showing the elemental composition of the specimen. It has to be 

mentioned that the energy (keV) of the primary electron beam has to be at least twice as high 

as the energy which can be visualized in the analysis later. In the case of silver for example, 

the primary electron beam has to have 6.0 keV at the minimum to obtain Lα at 2.984 keV. But 

one has to be aware of the fact the information gained by X-rays originates from a much 

larger area than that gained by secondary electrons (Figure 2.3 right). This can lead to 

problems if particles less than 20 nm in diameter need to be analyzed.  

 



Section 2.2 

Analytical tools and techniques 
16 

 

2.2.1.1.2.5 SEM sample preparation (for FEI Nova Nano SEM 230) 

In order to prevent the specimen from charging while measuring and to get high resolution 

images with an excellent quality, the sample has to be made conductive. The specimen was 

therefore put onto a special conductive carbon containing sticker which was connected to a 

conductive object slide. Depending on the desired resolution and purpose of the SEM 

measurement the whole sample was then covered either with a 30 nm carbon (C), 20 nm gold 

(Au) or 30 nm platinum (Pt) sputtering layer (Figure 2.5).  

 

Figure 2.5: Sputter coating material according to the desired resolution in the SEM. 

All samples were sputtered either in a Leica EM ACE600 high vacuum coater or a BalTec 

MED020 sputter coating unit. If a sample is not sputtered, the specimen charges and objects in 

the SEM images appear very bright and out of focus. 

 

2.2.1.1.3 Scanning electron microscopy – focused ion beam (SEM-FIB) 

2.2.1.1.3.1 General 

All SEM-FIB experiments were performed on a FEI Helios Nano Lab 650 which is a dual 

beam instrument combining the advantages of two techniques, field emission scanning 

electron microscopy and focused ion beam. Generally an SEM-FIB can deliver the same 

information as a standard SEM, but also offers the possibility to manipulate the specimen with 

the FIB. In all the SEM-FIB images and SEM-FIB EDX data, presented in this thesis, the FIB 

was used to cut/mill the specimen and SEM as well as EDX were used for imaging and 

analysis. This offered the possibility to obtain high resolution information about the material 

composition and arrangement inside the specimen.  
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2.2.1.1.3.2 SEM-FIB sample preparation (before and in SEM-FIB) 

In order to obtain information about the inner part of the specimen the sample has to be milled 

in the FIB. During the milling process the sample is tilted by 54° in the SEM-FIB vacuum 

chamber to receive a proper cut. For this reason, the specimen is fixed very tightly to the 

conductive objective slide by using conductive silver paste. After drying the samples at room 

temperature for 20 minutes, they were sputter coated with a 30 nm platinum (Pt) layer (Leica 

EM ACE600). This was also done to prevent the specimen from charging during measuring 

and milling (Image 2.1 left). 

 

Image 2.1: SEM images of the SEM-FIB process. Left: image of a fine structured primary and secondary 

Liesegang band (classical Liesegang system) with a 30 nm sputter coated Pt layer. Right: Same place as 

the left image but with an additional Pt deposition layer, before the milling process was started. 

As mentioned before, the sample is tilted by 54° in the vacuum chamber due to the technical 

arrangement of the SEM magnetic lens system. The SEM has to be perpendicular to the 

ground otherwise earth gravitation would influence the primary electron beam. After tilting, 

the specimen is covered by an additional 0.8 μm thick platinum layer (Figure 2.6). For this, an 

automated gas injection needle is brought very close to the specimen (100 μm distance to the 

desired protection place). Trimethyl(methylcyclopentadienyl)platinum(IV) (MeCpPtMe3) is 

used as platinum containing gas. By scanning with a weak gallium ion beam (1-10 pA/μm
2
), 

the precursor gas starts to decompose into volatile and non-volatile parts. The volatile 

compound is removed by the vacuum system of the SEM-FIB chamber and the non-volatile 

part remains on the sample surface as a highly conductive platinum deposition layer (Image 

2.1 right). This is done to protect the observation area from destruction through gallium ions 

during the milling process. After addition of the deposition layer the gas injection needle is 

removed and the milling/etching process is started. For this process the ion beam current 

density is increased (1-100 nA/μm
2
).

165,166
 The gallium ion beam which is directed towards 
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the Pt deposition layer mills material off while scanning over the surface (Figure 2.6 right and 

Image 2.2 left). 

 

Figure 2.6: Schematic working principle of the Dual Beam SEM-FIB instrument. Left: instrument 

arrangement of the SEM and FIB. Right: surface etching process induced by the Ga ions. 

If the gallium ions have too much energy during the milling process, it is possible that some 

of the etched material is redeposited at the etching zone, seen as white stripes in Image 2.2 

left. For a proper cut and a clean surface (Image 2.2 right), the specimen has to be polished 

with a weaker gallium beam afterwards. After etching and polishing the samples were further 

analyzed by SEM and EDX. 

 

Image 2.2: Same sample as in Image 2.11. Left: image taken shortly after the milling process was started. 

Sample contains some artefacts from redeposited material. Right: Image taken after the etching and 

polishing process of the FIB was finished. 

  

Pt deposition layer 

Ga ion cut 

Redepostion Polished surface 
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2.2.1.1.4 Scanning transmission electron microscopy (STEM) 

2.2.1.1.4.1 General 

STEM measurements were performed on a FEI Helios Nano Lab 650. As the scanning 

transmission electron microscope offers nano- and sub-nanoscale resolution, it was used for 

additional specimen analysis. The instrument setup of STEM is almost the same as for a 

Transmission Electron Microscope (TEM) (Figure 2.2 left). Primary electrons emitted by a 

field emission electron gun are focused by a set of electromagnetic lenses onto the specimen. 

The higher the accelerating voltage, the smaller the wavelength of the primary electron beam 

which increases the maximal theoretically available resolution. But this is also limited by the 

quality of the lens system as well as by the specimen. Heavier elements in the specimen lead 

to a better deflection of the transmitted electrons resulting in higher material contrast. In 

contrast to SEM, the electron detector in STEM is located below the specimen. For this 

reason, the specimen needs to be thin to be transparent enough for electrons to go through. 

The samples had to be therefore less than 200 nm thick.  

 

2.2.1.1.4.2 STEM-EDX combination mode 

As the EDX spectra from the SEM-FIB samples also included background information from 

the gelatin matrix used in almost all experiments, it was not possible to obtain highly accurate 

material composition information from the specimen. For this reason, EDX measurements 

were performed using the STEM mode and microtome cuts. The advantage of the microtome 

cuts lies in their thickness, leading to EDX spectra with almost no background noise. 

 

2.2.1.2 Atomic force microscopy (AFM) 

Atomic Force Microscope (AFM) (Bruker Dimension 3100) images and profiles were 

obtained in contact and tapping mode. The sample is mounted on an XYZ sample stage which 

can be moved under the cantilever for measurements. During the measurement a laser beam is 

adjusted to the backside of the cantilever and is reflected towards the photodiode detector. 

While the very sharp tip (< 5 nm width) is rastered over the sample, it is tilted by the shape of 

the surface (Figure 2.7 left).  

Depending on the AFM mode (Figure 2.7 right), the reflected laser beam generates a signal 

which is translated by a computer into an image. In the contact, mode the cantilever tip is 
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moved up and down only by the height differences in the sample surface. In the tapping 

mode, the cantilever oscillates above the sample surface, minimizing the sample penetration 

of very soft surfaces such as gelatin.
167,168

 

 

Figure 2.7: General working principle of an atomic force microscope (left) and simplified working scheme 

of the contact and tapping modes (right). 

 

2.2.1.3 X-ray photoelectron spectroscopy (XPS)  

This analytical technique was used for a quantitative analysis of the elemental composition of 

the Liesegang bands in the silver system (Section 4.3.5, p. 71). For XPS analysis, an X-ray 

beam (monochromatic Al Kα excitation) is directed onto the sample surface in a high vacuum 

chamber (~10
-8

 mbar) to excite photoelectrons. These excited photoelectrons can be produced 

by different processes in the sample while X-ray photons are absorbed (Figure 2.8 left).  

 

Figure 2.8: Schematic representation of the working principle of an X-ray photoelectron spectroscopy 

measurement. Sources for emitted photoelectrons (left). Relevant binding energy Eb. levels (right). 
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In the first case (A), photoelectrons are directly emitted (without scattering). In the second 

case (B), the emitted photoelectrons are scattered at other surface atoms/molecules. This 

either elastic or inelastic scattering leads to the release of additional electrons, which are seen 

in the spectrum as background noise. In the third case (C), so-called Auger electrons are 

produced by electrons jumping from an outer shell into the electron hole consigned by 

previously emitted electrons. In the fourth case (D), fluorescence is observed, emitted by 

outer shell electrons which also jump into the empty electron holes like in C, but without 

emission of additional electrons.
169–171

 Based on the energy levels of the released 

photoelectrons (case A-C), which are specific for each element, XPS is used to obtain 

information about the elemental composition and binding energy of atoms/molecules in the 

specimen (Figure 2.8 right). The specific binding energy Eb depends on the chemical 

environment and can be calculated by Equation 2 where EPhoton = h·ν (Energy of the excited 

X-ray photons), EKin = kinetic energy of the released photoelectron and Wf  = work function. 

 b Photon Kin fE = E – E –W                                                 (2) 

 

2.2.1.4 Synchrotron based scanning transmission X-ray microscopy  

Near edge X-ray absorption fine structure (NEXAFS), which is measured in the soft X-ray 

range (100-2000 eV) provides information about the chemical speciation of the material in a 

specimen. Combination of synchrotron-based scanning transmission X-ray spectro-

microscopy (STXM) and NEXAFS allows high resolution mapping on the nanometer 

(≥ 20 nm) scale.
172–176

 STXM was performed at the PolLux beamline of the Swiss Light 

Source (SLS) (Paul Scherrer Institute, Villigen, Switzerland).
172–174,176

As all STXM samples 

had to be X-ray transparent, they were prepared on 100 and 200 nm thick Si3N4 membranes. 

Images were acquired covering length scales from 250 µm to 20 nm at photon energies 

covering the chromium L-edge (565 eV to 800 eV), the oxygen K-edge (500 eV to 600 eV) 

and the silver M-edge (340 eV to 420 eV). The silver energy range also contains the nitrogen 

K-edge (395 eV to 403 eV), which causes some interference due to nitrogen present in the 

gelatin and the silicon nitride membranes supporting the samples and the Fresnel zone-plate 

focusing optic of the STXM instrument. For the STXM measurements and image preparation, 

the X-ray beam is focused on the sample by Fresnel lenses. While the X-ray beam scans over 

the sample, the intensity and the change of the transmitted X-rays are detected in a 

photomultiplier tube (PMT) (Figure 2.9). There the raw data are translated into images and 
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data sets, which can be compared with reference samples and spectra to obtain information 

about the elemental composition as well as chemical bonding (of the material) in the samples.  

 

Figure 2.9: Working principle of STXM measurements. The monochromatic X-rays are obtained from the 

synchrotron line. 

 

2.2.1.5 Live observation of the precipitation process 

2.2.1.5.1 General 

The live observation of the precipitation process taking place in the classical Liesegang 

system was necessary in order to see how the precipitation bands are formed. For this reason 

live observation and digital video recording of the precipitation process was done using a 

stereo microscope (Leica MZ16), connected to a high definition digital video camera and a 

pure white (6000 K) LED light source. The most critical point in the monitoring setup was the 

light source, which had to fulfill the following criteria: On the one hand, the energy of the 

light beam has to be weak, since silver nitrate, used as outer electrolyte, is light sensitive and 

would be reduced to elemental silver. This would stop the precipitation process. In addition 

this would lead to a darkening of the sample, making it impossible to see the process. On the 

other hand, the light needs to be bright enough to facilitate the monitoring and the digital 

video recording. Another critical point was the temperature of the observation area. If the 

temperature was too high, the stamp as well as the gelatin layer would dry and the 

precipitation process would stop. For these reasons a ringlight (Scott VisiLED LED Brightfield 

Ringlight S80–55) with a light flux of 100 lm was used for indirect illumination of the 

specimen. 

We had to choose this setup and the lower resolution because it was not possible to monitor 

the precipitation process with a transmitted light microscope. There, the involved light source 

is a mercury vapor lamp, which would have heated and therefore dried the observation area. 

Another problem of this type of microscopes was the maximal available working distance 

between the objective lens and the specimen, which was too short for our setup.   



23 Chapter 2 

Methods and materials 
 

 

2.2.1.5.2 Sample preparation and monitoring setup 

0.5 mL of a hot gelatin solution (10 w/w%, type 0, 60°C, 0.03 w/w% NH4OH) containing 

potassium dichromate (0.01 M) as inner electrolyte was doctor-bladed onto a microscope 

cover slip (60 x 24 x 0.16 mm). After drying for 24 h, the cover slip was mounted onto an 

adapter, with the gelatin layer pointing downward. The agarose stamp containing 0.3 M 

AgNO3 as inner electrolyte was prepared according to standard procedures (Section 2.4.2.1). 

After drying on a dust free paper for 10 minutes, the stamp was placed on a clean microscope 

slid with the pins bound upwards. The monitoring and precipitation process was started, while 

the cover slip was placed on the stamp, with the gelatin layer pointing towards the stamp pins 

(Figure 2.10 left). The cover slip adapter was necessary to stabilize the thin slip during the 

observation process. 

 

Figure 2.10: Sample setup for real time observation of the precipitation process under a stereo microscope. 

Schematic representation of the setup (left) and a photograph of the cover slip adapter (right). 

 

2.2.1.5.3 Video processing 

After two hours, the precipitation process was finished and the monitoring process was 

stopped. The recorded video was then reworked using a video editing freeware (Microsoft 

Movie Maker) to prepare a time lapse movie of the precipitation process where 1 s equals 

1 min in real time. In this video it is easy to see that the location of the bands is fixed once 

they are formed. It is also possible to observe that a white precipitate is formed first before the 

first bands appear. For visualizing purpose the video clip was uploaded to the internet. 

 



Section 2.2 

Analytical tools and techniques 
24 

 

2.2.1.6 pH measurements 

Two types of pH meter were used to measure the pH values of the samples. The 

measurements in the gelatin solutions were performed using the standard pH meters (Metrohm 

696 pH Meter with a Metrohm 6.0220.100 (pH 0-14 …80°C 3 M KCl) pH electrode). 

Therefore the electrode was put into a tempered (22°C) gelatin solution. For pH 

measurements on the sample surface a 50 μm and a 100 μm thin pH micro electrode 

(Unisense pH-50 and pH-100) and a Unisense pH meter (pH/redox measuring system 1 

CH6849) was used. As these electrodes are very fragile they were mounted to an XYZ stage. 

During the measurements the electrodes were carefully put onto the sample surface. The pH 

on the surface was for all measured samples in the same range as the pH values (differences 

of 0.05-0.1) measured with the Metrohm electrode. For this reason it was decided to measure 

all values directly in the liquid to speed up the measurements. 

 

2.2.1.7 Thermogravimetric Analysis (TGA) 

Thermogravimetic analysis (Mettler Toledo TGA/SDTA851) was used to obtain information 

about the decomposition point of gelatin. In the TGA the sample is heated to a defined 

temperature. A high precision microbalance records the mass change during the heating 

process. This mass change is then plotted versus time and the temperature at this time.  

 

2.2.1.8 Nuclear Magnetic Resonance (NMR) Spectroscopy  

Nuclear magnetic resonance spectroscopy was used for analysis of the ligands used for the 

coordination compounds. NMR spectra were either recorded on a Bruker Avance III 

Ultrashield 400 MHz-Spectrometer with a PABBO BB-1H/D Z-GRD Z116098/0013 –probe or 

on a Bruker Avance III Ultrashield 500 MHz-Spectrometer with a Bruker 5 mm 500 MHz BBI 

probe with Z Gradient (p/n Z810701). 
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2.3 Watersplitting properties 

2.3.1 Photoelectrochemical cells (PECs)  

2.3.1.1 General 

All measurements and setups concerning PECs were performed at EMPA Dübendorf by 

Dr. Rita Tóth. As some of my samples were used as photoanodes in cells measured at EMPA 

the technique is briefly described to explain the working principle. For artificial 

photosynthesis, i.e. solar water splitting experiments, photoelectrochemical cells were used. 

PEC cells utilize solar energy to electrolyze water to hydrogen and oxygen. The PEC cell 

consists of a photoanode, a metal counter electrode and a reference electrode immersed in an 

aqueous electrolyte and connected to an external circuit. The first solar water splitting using 

this technique was reported by Fujishima and Honda in 1972.
177

 In their setup a TiO2 

photoanode was used which was irradiated with UV light to facilitate water oxidation (oxygen 

evolution) (Equation 3). 

 - +

2 22H O 4e + O + 4H      (3) 

The general working principle of a PEC cell can be seen in Figure 2.11 and Image 2.3.  

 

Figure 2.11: Working principle and preparative setup of a photoelectrochemical cell. 

When light irradiates a semiconductor (usually a metal oxide) on top of a transparent 

conductive substrates, such as indium tin oxide (ITO) or fluorinated tin oxide (FTO) coated 

glass, electron-hole pairs are generated. The holes diffuse to the anode surface and oxidize 

water to form oxygen. The electrons generated in this process migrate to the cathode surface 
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where protons are reduced and hydrogen is evolved. Metals such as platinum as well as metal 

oxides such as Cu2O are used as the electrode material for the photocathode.
71,76,79,80,178–184

 

Usually, an external electric bias is needed to drive the electrons from the anode to the 

cathode. 

 

Image 2.3: Setup of a PEC reactor containing a hematite PEC photo anode (left). Image of a working PEC 

reactor (right). Images were taken at EMPA Dübendorf. 

 

 

Image 2.4: The PEC test station at EMPA Dübendorf. 
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2.3.1.2 PEC cell measurements 

In the PEC test station at EMPA (Image 2.4) a sun simulator (1.5 AM) is used as a 

standardized light source. For hydrogen quantification and to provide the external bias 

potential a potentiostat with an impedance analyzer (Voltalab80 Radiometer Analytical) is 

connected to the PEC cell. The evolved gas is measured in situ with a gas chromatograph 

(Shimadzu) which is also connected to the PEC cell. The evolved gas is recirculated and 

200 μL samples are injected periodically (every 10 - 30 minutes). The gas chromatograph is 

calibrated with two reference gases containing 50 and 100 ppm H2 in argon. A 1.0 M KOH 

solution is used as electrolyte in the PEC cell. As photoanode different samples containing 

hematite on fluorine doped tin oxide (FTO) were used. The system also contains a Pt 

photocathode and Ag/AgCl reference electrode. The quality of the photoelectrode is analyzed 

by measuring the photocurrent as a function of the applied voltage.  

 

2.4 Sample preparation 

2.4.1 Spin-coating 

For spin-coating, a spin module (SAWATEC SM-180-BT) was used. In the first step all carrier 

substrates were cleaned by high ultrasonication with milliQ water, followed by sonication in 

ammonia (2.0 w/w%) and distilled ethanol. The substrates were then dried under a dust free 

nitrogen gas stream. The following materials were used as carrier substrates: FTO-glass 

(Solaronix), ultrapure microscopy glass (Menzel), Thermowax (Thermanox), pure and 

aluminum coated silicon wafers (Sigma-Aldrich), silicon nitride (Silson Ltd.), polypropylene 

(Maagtechnic AG) and poly(methyl methacrylate) (Acros-Organics). Only the 100 nm and 

200 nm thin Si3N4 membranes used for STXM experiments were spin-coated without a 

previous cleaning step because of their fragility. For coating, the substrates are placed on a 

special vacuum chuck in the top center of the rotation motor. Vacuum is applied to keep the 

carrier in the center of the rotation axis while coating. In the next step the hydro fluid matrix 

was poured onto the carrier and the spinning module was started (one second acceleration up 

to the desired coating speed). Depending on the setup, coating speeds between 200-3000 

rotations per minute (rpm) were used. This speed was then kept constant for 58 seconds. After 

that, the rotation was stopped within one second and the vacuum was turned off. The samples 

were removed and dried at ambient temperature. In case of the small (3·10
-3

 x 3·10
-3

 x 1·10
-7 

m) Si3N4 membranes, a special vacuum chuck (Image 2.5) was manufactured which applies 
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the vacuum only at the edges of the membrane surrounding silicon frame, to minimize the 

mechanical stress and sample damage.  

 

Image 2.5: Special vacuum chuck for Si3N4 membranes, which applies the vacuum only on the Si-frame 

edges (black). 

 

2.4.2 Wet Stamping (WETs) 

The wet stamping technique adopted from established protocols by B. Grzybowski et al.
93

 was 

used for downsizing the Liesegang bands from centimeter- and millimeter- to micro- and 

nano-scale (Figure 2.12). 

 

Figure 2.12: Wet stamping principle. a) stamp preparation, b) stamp loading process, c) precipitation 

reaction while the stamp is on top of the hydrogel layer and d) precipitation rings or bands after removing 

the stamps. 
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2.4.2.1 Stamp preparation  

An aqueous agarose solution (6 w/w%) (OmniPur Agarose) was prepared by mixing degassed 

milliQ water with agarose. The solution was then heated in a household microwave oven 

(700 W) (10 times for 30 seconds). For a stable concentration, the evaporated water was 

replaced and the solution was stirred after every heating step. After the last heating step the 

hot solution was poured on a preformed polydimethylsiloxane (PDMS) mould. The mould is 

the negative of the desired stamp, featuring an array of small holes (25 holes·cm
-2

 and a 

diameter of 0.5 mm). The gel on the negative was then quickly but gently degassed to 

increase the amount of agarose filling the holes of the mould (Figure 2.12 a). After the 

gelation process was finished, the raw agarose stamp was removed and cut into smaller 

stamps (0.4 x 0.4 cm with 3 x 3 pins). 

 

2.4.2.2 Loading and stamping 

The stamps were soaked in the outer electrolyte A containing solution for 48 hours in the dark 

(Figure 2.12 b). Before stamping, the stamps were removed from the solution and dried for 3 

minutes on a dust free paper. Used electrolytes were water soluble metal salts or metal 

coordination compounds. For the stamping process the pre dried stamps were placed on a thin 

and dried hydrogel layer (e.g. gelatin, agarose or PVA) containing the inner electrolyte B. The 

diffusion direction is controlled by the concentration of the electrolytes A and B (Figure 

2.12 c). During the interaction of the stamp and the hydrogel film, A diffuses into the B 

containing system, where reaction occurs, forming precipitation bands in the hydrogel matrix. 

This so-called reaction diffusion process is either finished when the concentration of the salt 

in the stamp reaches the same concentration as the salt in the hydrogel, or when the stamp 

dries out or when the stamp or the hydrogel are removed. Depending on the salt combinations, 

the precipitates form regular structures, rings or bands (Figure 2.12 d). 

 

2.4.3 STEM sample preparation (for FEI Helios Nano Lab 650) 

2.4.3.1 Microtome cut 

In order to produce very thin samples (~ 90-150 nm) microtome cuts of the specimen are 

produced (Figure 2.13) and mounted on a copper TEM grid. For this purpose the samples 

were prepared on a special Thermowax which is used as carrier substrate. After mounting the 
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sample onto a sample holder, it is sliced by a diamond blade into small sections. These so-

called microtome cuts are placed on the TEM grids. 

 

Figure 2.13: Preparative setup for the production of microtome cuts used for STEM measurements. 

 

2.5 Chemicals and materials 

2.5.1 Gelatin  

As gelatin (CAS: 9000-70-8) is a natural product made out of denaturized collagen collected 

from slaughterhouse waste (bones, offal and skin) it usually contains approx. 90% denaturized 

protein and some minerals and water.
185

 Depending on the manufacturing method and source 

this has an influence on the type (Type A: acidic fusion of the raw material, Type B: basic 

fusion of the raw material), the gelatinization temperature, the jelly consistency (measured in 

Bloom) and the natural pH which is 4.2-6.8 for a 10 w/w% gelatin solution at 20°C. In order 

to test these influences in the precipitation system different types of gelatin (type 0-type 7) and 

other hydro fluids (e.g. PVA and agarose) were tested. 

Gelatin type 0: gelatin for analytics granular (Acros-Organics), type 1: from porcine skin, gel 

strength 90-110 g Bloom, Type A, Sigma-G6144 (Sigma-Aldrich), type 2: from cold water 

fish skin Sigma-G7041 (Sigma-Aldrich), type 3: from porcine skin, gel strength 300 g Bloom, 

Type A, Sigma-G2500 (Sigma-Aldrich), type 4: from bovine, gel strength 336 g Bloom, Type 

B, Sigma-G9382 (Sigma-Aldrich), type 5: from bovine + porcine bones, for ballistic analysis 

Type A, 250-290 g Bloom, Fluka-53028 (Sigma-Aldrich), type 6: from porcine skin, gel 

strength ~175g Bloom, Type A, Sigma-G2625 (Sigma-Aldrich), type 7: Kitchen gelatin, from 

porcine, (RUF).  
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2.5.2 Other chemicals 

Agarose  OmniPur Agarose, CAS: 9010-36-6 (EMD chemicals/Merck). 

AgNO3 Silver nitrate, extra pure 99.85% for analysis, CAS: 7761-88-8 (Acros-

Organics). 

K2Cr2O7  Potassium dichromate, extra pure 99.5%, CAS: 7778-50-9 (Acros-

   Organics). 

K2CrO4  Potassium chromate, ACS reagent, ≥99.5%, CAS: 7789-00-6 (Sigma-

   Aldrich). 

NH4OH Ammonium hydroxide, for analysis, 28-30 w/w% solution of NH3 in 

water, CAS: 1336-21-6 (Acros-Organics). 

Fe(NO3)3·9H2O Iron(III) nitrate nonahydrate, 99+%, for analysis, CAS: 7782-61-8

 (Acros-Organics). 

L-Methionine:  L-Methionine, 98+%, CAS: 63-68-3 (Merck). 

PVA   Polyvinyl alcohol, MW 95000 g/mol, CAS: 9002-89-5 (Acros- 

   Organics). 

FeCl2·4H2O  Iron(II) chloride tetrahydrate, 99+%, CAS: 13478-10-9 (Acros- 

   Organics). 

TEOS   Tetraethoxysilane, ≥98%, CAS: 78-10-4 (Sigma-Aldrich). 

bpy   2,2'-Dipyridyl, 99+%, CAS: 366-18-7 (Acros-Organics). 

pytpy   4'-(4-pyridyl)-2,2':6',2''-terpyridine was prepared according to literature

   procedures.
186

  

PMMA  Poly(methyl methacrylate), MW 15000 g/mol, CAS: 9011-14-7 (Acros-

   Organics). 

MeCpPtMe3  Trimethyl(methylcyclopentadienyl)platinum(IV), CAS: 94442-22-5 

   (Sigma-Aldrich). 

K2PtCl4  Potassium tetrachloroplatinate(II), CAS: 10025-99-7 (Sigma-Aldrich). 

PdCl2   Palladium(II) chloride, CAS: 7647-10-1 (Sigma-Aldrich). 

RuCl3·xH2O  Ruthenium(III) chloride hydrate, CAS: 14898-67-0 (Oxen Ltd.). 

FeSO4·7H2O   Iron(II) sulfate heptahydrate, CAS: 7782-63-0 (Acros-Organics). 

NaWO4·2H2O  Sodium tungstate dihydrate, CAS: 13472-45-2 (Acros-Organics). 

NaMoO4·2H2O Sodium molybdate dihydrate, CAS: 10102-40-6 (Acros-Organics).  

KAuCl4  Potassium tetrachloroaurate(III), CAS: 13682-61-6 (Sigma-Aldrich). 

FeCl3·6H2O  Iron(III) chloride hexahydrate, CAS: 10025-77-1 (Riedel-de Haën). 

(NH4)2C2O4·H2O Ammonium oxalate monohydrate, CAS: 6009-70-7 (Acros-Organics). 
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Na2C2O4  Sodium oxalate; CAS: 62-76-0 (Merck). 

NH4PF6  Ammonium hexafluorophosphate, CAS: 16941-11-0 (Fluka). 

CuSO4·5H2O  Copper(II) sulfate pentahydrate, CAS: 7758-99-8 (Sigma-Aldrich). 

Cu(CO2CH3)2·H2O Copper(II) acetate monohydrate, CAS: 6046-93-1 (Sigma-Aldrich). 

[Fe(pytpy)2]Cl2 Bis(4′-(4-pyridyl)-2,2′:6′,2″-terpyridine)iron(II) dichloride was prepared 

according to literature procedures.
187

 

[Fe(bpy)3]Cl2 Tris(2,2’-bipyridine)iron(II) dichloride was prepared according to 

literature procedures.
188

 

[Ru(bpy)3]Cl2 Tris(2,2’-bipyridine)ruthenium(II) dichloride was prepared according to 

literature procedures.
188

 

 

2.5.3 Used materials 

Si3N4    Silicon nitride, membranes (Silson Ltd.). 

Microscope slide 76 x 26 x 1 mm, (ISO Norm 8037/I) (Menzel). 

Silicon wafer Single side polished, N-type, contains no dopant, diameter × thickness 

3.0 in. × 0.5 mm, CAS: 7440-21-3 (Sigma- Aldrich).  

FTO Fluorine-Doped Tin Oxide (SnO2:F) glass was used for PECs as well as 

for SEM/ SEM-FIB samples. Specification data: Solaronix, TCO22-7 

2.2 mm thick glass substrate with a conductive FTO layer which has a 

surface resistivity of 7 ohm/sq.) and a transmission of more than 80% 

between 400 to 700 nm. 

PP   Poly propylene, plate PP-H, extruded, CAS: 9003-07-0  

   (Maagtechnic AG). 

Pressure tubes  Round-bottom tubes, 14 mL, PP (BD Falcon). 

TEM-Grid  Copper TEM grid (Stork Veco Eerbeek). 

Thermowax  Thermowax polymer (Thermanox). 
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3. Investigating the classical Liesegang system 

One aim of my research is the fabrication of low cost, environmentally friendly nano-scale 

surfaces and systems which show catalytic properties. Therefore understanding the periodic 

precipitation process in the classical Liesegang system (silver nitrate/ potassium 

dichromate), 
98

 as a model and template for a controllable use of periodic precipitation bands 

in applications was necessary. 

 

3.1 Introduction 

To be able to use the Liesegang phenomenon for increasing the active surface area of 

photoanode catalysts in photoelectrochemical cells and other purposes, it is essential to 

understand the physico-chemical origin and the factors which control the frequency of the 

self-organizing and self-assembling band forming processes. As mentioned in the introduction 

(Section 1.2, p.7), different types of precipitation patterns, depending on the characteristics of 

the system, including regular band formation, dendrites with fractal structure, revert type 

Liesegang bands, dynamic precipitation waves, and the coexistence of primary and secondary 

patterns can be observed.
87–90,99,123–127,132–134

 To the best of our knowledge, no experimental 

study, providing a chemical mechanism for the formation of so-called primary and secondary 

precipitation patterns, has been carried out so far. For these reasons, we decided to lay our 

initial focus on the classical periodic precipitation phenomenon. To be able to determine the 

chemical and spatial speciation of the primary and secondary bands and to formulate a 

mechanism for their formation we needed a method which could deliver quantitative chemical 

information with a spatial resolution better than 100 nm. In the past it was shown by Lagzi 

and Grzybowski
91,93

 that it is possible to downsize the primary and secondary precipitation 

bands of the potassium chromate/silver nitrate system to the micro and nano-scale by using 

wet processing (e.g. WETs technique). By adopting this technique, (Section 2.4.2, p.28) we 

were able to prepare small enough bands for scanning transmission X-ray microscopy 

(STXM) measurements. STXM was used to spatially map the electronic structure and 

chemical state of the pattern via near-edge X-ray absorption fine structure (NEXAFS) 

spectroscopy in the mesoscopic size range. The obtained NEXAFS data were then compared 

with the data gained by SEM-FIB and EDX to obtain a quantified model describing the 

chemistry of the precipitation process.  
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3.2 General 

In aqueous solution we expect a chemical equilibrium (Equation 4) between chromate and 

dichromate which can be controlled by the pH of the medium (hydrogel).  

2- + 2-

4 2 7 2
2CrO (aq)+ 2H (aq) Cr O (aq)+ H O     (4) 

For this reason the experiments were carried out using both potassium dichromate and 

potassium chromate as inner electrolytes in the gelatin film (cf. Section 1.2). 

 

3.2.1 pH effects 

As this equilibrium (Equation 4) was deemed to be a necessary parameter for the periodic 

precipitation band formation in the classical Liesegang system, we decided to start our 

experimental investigations by analyzing the influence of the pH. The effect of the pH on the 

pattern formation was carried out by systematically varying the initial ammonia concentration 

of the hydrogel containing the inner electrolyte (potassium chromate (0.01 M) or potassium 

dichromate (0.01 M)) (Appendix B, Table 1, p. 144). The solutions were than heated at 65°C 

in a pressure stable tube (BD Falcon) for 4 h. In the next step the hot solutions were spin-

coated onto a glass substrate (3 x 3 x 0.1 cm) (Figure 3.1 and Figure 3.2). 
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Figure 3.1: Gelatin properties (soft gel, jelly like, liquid) depending on the amount of added ammonia, 

respectively on the pH of the gelatin solution. Black curve: gelatin (type 0) (no additive). Blue curve: 

gelatin (type 0) with K2CrO4 (0.01 M). Red curve: gelatin (type 0) with K2Cr2O7 (0.01 M).  
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Figure 3.2: Occurrence of precipitation bands depending on the pH of the gelatin solution. Blue curve: 

gelatin with K2CrO4 (0.01 M). Red curve: gelatin with K2Cr2O7 (0.01 M). Green dashed lines: upper and 

lower pH range where primary bands were observed; orange dotted lines: upper and lower pH range 

where secondary bands were observed in addition to the primary bands. 

 

Image 3.1: SEM image, showing the occurrence of both fine structured secondary bands between and on 

top of the larger primary bands. 
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Since the pH measurements on the substrate surface were very difficult and the obtained 

values were similar to those measured in the cold (25°C) gelatin solutions, it was decided to 

measure all values directly in the gelatin solutions. For proper statistics and good 

reproducibility, a set of 4 gelatin films of each solution at four spin-coating speeds (300, 500, 

750, 1000 rpm) were prepared. After drying the gelatin films, the WETs technique was used 

and a silver nitrate (0.3 M) loaded stamps were placed on the gelatin layers. The stamps were 

removed after 90 minutes and the formed patterns were analyzed by optical microscopy. Two 

kinds of Liesegang bands were observed (Image 3.1): wide bands with a large frequency 

(primary bands) and very thin bands with high frequency (secondary bands) between and on 

top of the primary bands.  

 

3.2.1.1 STXM/SEM-FIB samples preparation 

The WETs technique
91

 was adopted for the preparation of Liesegang rings containing STXM 

samples. Gelatin was used as a hydrogel and carrier matrix for the inner electrolyte, while 

agarose was used as a carrier system for the outer/invading electrolyte. As we were interested 

why two different types of precipitation bands can occur in the classical system, a set of 

samples containing only primary bands and a set with containing both primary and secondary 

bands were needed. 

Samples with primary and secondary pattern 

A 65°C hot gelatin solution (10 w/w%) in aqueous ammonia (0.3 w/w%) containing 

potassium dichromate (0.01 M) was spin coated onto small (3.0 mm x 3.0 mm x 100 nm) 

Si3N4 windows. Spin coating rotation speeds between 1000-2000 rpm were needed to produce 

a gelatin film thickness of approximately 400-500 nm. The invading electrolyte was 

introduced into the thin gelatin by an agarose-gel stamp (6 w/w%) containing silver nitrate 

(0.3 M). When the stamp is placed on the film the invading electrolyte diffuses into the gelatin 

forming precipitation rings around the stamp contact location.  

Samples with only primary pattern 

The pH dependence study (Figure 3.2) showed it is possible to obtain samples with only 

primary bands by decreasing the amount of ammonia used. Therefore, samples with only 

primary bands were prepared by a slight modification of the above system, in which the 

amount of ammonia was changed to 0.01 w/w%. 
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Reference samples 

A set of reference samples was prepared by placing a small crystal of the compounds 

(K2Cr2O7 (Cr
VI

), K2CrO4 (Cr
VI

) and AgNO3 (Ag
I
)) onto the Si3N4 membrane and a second set 

was prepared by solvent evaporation of the aqueous compound which was placed as droplets 

on top of the membranes. An empty hole of the sample holder and a silver (Ag
0
) sample were 

provided by the PolLux beamline of the SLS. An additional silver (Ag
0
) sample was prepared 

by Dr. Rita Tóth at EMPA using chemical vapor deposition (CVD) methods. Pure gelatin 

films were prepared by spin-coating (2000 rpm) a hot (65°C) gelatin solution (10 w/w%, 

type 0) in aqueous ammonia (0.01 respectively 0.3 w/w%) onto Si3N4 membranes. 

 

3.3 Analytics 

3.3.1 STXM measurements  

STXM measurements and analysis was done in cooperation with Dr. Rita Tóth, Florent 

Boudoire, Prof. Dr. István Lagzi, Dr. Artur Braun and Dr. Benjamin Watts. 

Images were recorded at the chromium L3,2 edges (576.2 eV and 584.9 eV) (Image 3.2), the 

oxygen K edge and the silver M edge. The spectra were acquired on secondary bands in and 

between the primary bands (Image 3.2, positions A and C), in the area between the secondary 

bands at these two locations (Image 3.2, positions B and D), and in and between primary 

bands when secondary bands were not present (image not shown).  

 

Image 3.2: STXM images of the precipitation bands. The images were measured at 576.2 eV 

(corresponding to the absorption of Cr). In the middle: Image of the periodic bands and their surrounding 

area (1.25 µm pixels). Left: Detailed images of bands (top: 125 nm pixels, bottom: 50 nm pixels). Right: 

Detailed images of an area between two primary bands (top: 125 nm pixels, bottom: 50 nm pixels). 
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3.3.2 Live observation of the precipitation process 

Real time band formation was visualized and monitored by in situ digital video recording of 

the precipitation process occurring in the classical Liesegang system. The experimental setup 

of this can be found in Section 2.2.1.5, p. 22. The time lapse photographs taken from the 

video can be found in optical images (Image 3.3). 

 

Image 3.3: Time lapse photographs taken from the monitored precipitation process occurring in classical 

Liesegang system. Yellow arrows indicate the formation of the precipitation bands. The QR code can be 

used to access the video online. Also available at: https://www.youtube.com/watch?v=oj0FRvxEyEI. 

 

3.3.3 SEM-FIB and EDX measurements 

For comparable results, SEM-FIB and EDX measurements were performed on the same 

samples which have been analyzed before by STXM. For this reason the STXM sample 

holder was mounted onto a SEM sample holder. The whole setup was then sputter-coated with 

a 30 nm platinum layer to increase conductivity. The implementation of the vapor deposited 

https://www.youtube.com/watch?v=oj0FRvxEyEI
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platinum protection layer and the gallium-ion driven milling process was carried out as 

previously described (Section 2.2.1.1.3, p. 16). After polishing the samples, EDX 

measurements were performed on the particles forming the bands (10 keV).  

 

3.4 Results and Discussion 

3.4.1 STXM measurements 

 

Figure 3.3: STXM spectra of a) chromium L3,2-edges, b) oxygen K-edge and c) silver M-edge average 

spectra of 10 square areas (20 nm x 20 nm). A) measured on the fine structure of a band, B) on the 

background between the fine structure in the band, C) on the fine structure between two bands, D) on the 

background at two different positions where no precipitation occurred, E) on a band where no fine 

structure was visible, plus the reference spectra (red).  

Additional reference spectra were taken from Grolimund et al.
189

 and from Paolucci et al..
190

 

Starting with the Cr L2,3 spectra of the measured samples we can see the Cr 2p multiplet in the 

L3 region (570-579 eV) and in the L2 region (580-590 eV) (Figure 3.3a). The strong similarity 

of spectra A and E to the reference Cr(VI) spectrum
189

 reveals that the chromium in the 
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precipitation bands is present as Cr(VI). As the L2 (~584 eV) peak in spectra B, C and D is 

shifted slightly towards lower energy, the peaks are similar to the Cr(III) reference 

spectrum,
189

 which means that Cr(III) is present in the background between the precipitation 

bands. In this respect it is essential noting that the X-ray beam contains spectral Cr(III) 

contamination from the synchrotron beamline optics. Moreover, it has to be taken into 

account that the gelatin which was the carrier substrate for all samples containing 

precipitation bands, could act as reducing agent, converting some of the Cr(VI) to Cr(III). In 

the background very small amounts of precipitate are present. From these data it seems 

reasonable that the precipitate contains mainly Cr(VI), but when very small amounts of 

precipitate are present  the Cr(III) “contamination” becomes prevalent. As both chromate and 

dichromate are Cr(VI), the data do not clarify the material composition (chromate or 

dichromate) of the primary and secondary bands, but the spectra indicate a different 

coordination geometry for the Cr in the two compounds. To address this problem, the oxygen 

K-edge spectra (523-529 eV), reflecting the valence band to a large extent, was studied. 

Figure 3.3b shows the oxygen 1s spectra of regions measured in and around the primary and 

secondary bands, as well as spectra of several compounds (i.e. Cr2O3, K2Cr2O3, and K2CrO4) 

which were recorded as reference spectra. For Cr2O3, the Cr is in octahedral coordination, 

while chromates have structures made of tetrahedral CrO4 units sharing an O corner. The 

presence of two peaks in spectra A, B and E indicates that the precipitate in the primary bands 

contains Cr2O7
2−

 ions. The narrowly defined peaks compared to the K2Cr2O7 reference 

spectrum are possibly due to bonding with Ag
+
 ions. The peaks in spectra C and D match very 

well with the K2CrO4 reference, indicating that the main material forming the secondary 

bands is CrO4
2-

. To elucidate the question if silver is coordinating to chromate or dichromate 

in the bands, the silver M4,5-edge spectra (Figure 3.3c) were recorded. The NEXAFS scan 

showing the silver spectra of the precipitation bands contains also the nitrogen K-edge peak 

around 405 eV. The peaks corresponding to the M4,5-edges at 368 eV and 374 eV are clearly 

visible in the Ag reference spectra, but they are not discernible in any of the precipitate 

spectra (A-E). The broad, flat peak in the range of the Ag M4,5-edges suggests that silver is 

present throughout the entire pattern. The information gained from the nitrogen K-edge at 405 

eV are weak, since nitrogen is present in the gelatin matrix, the substrate (Si3N4 window) and 

the outer electrolyte AgNO3. It is possible (but not reasonable) that all three components 

contribute to the spectral weight in the nitrogen spectrum. It is most likely that the nitrogen 

comes from the gelatin which consists of denaturized proteins. The additional peak around 

398 eV in spectra A-D, which is also present in the AgNO3 reference, most likely corresponds 
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to an Ag–N bond. It is interesting to note that this peak is not present in a sample with only 

primary bands (spectrum E). This observation suggests that this Ag–N bond signature is 

specific to the secondary bands. At higher ammonia concentrations diamine silver(I),
191

 

(Ag(NH3)2NO3 (aq)), can be formed by the reaction of AgNO3 and NH4OH, causing the peak 

at 398 eV. If this is true, bands should not be formed when there is no ammonia present in the 

system. Therefore experiments using KOH instead of ammonia were performed. As both 

primary and secondary bands are formed in the KOH system, the formation of diamine silver 

can be ruled out. A more reasonable explanation for the Ag-N bond signature is that this signal 

originates from the amino groups in gelatin which coordinate silver in an alkaline milieu. 

 

3.4.2 SEM-FIB imaging and EDX measurements 

From the STXM data we expected silver dichromate to be the material forming primary bands 

and silver chromate to be the material forming the secondary bands. In order to verify these 

observations SEM-FIB and EDX measurements were performed on the same samples 

measured in the STXM (Image 3.4).  

 

Image 3.4: A): (overview) with marks where the STXM and SEM-FIB measurements were performed. 

B): SEM-image showing a band with fine structures before the FIB was started. C): SEM-FIB cross 

section through a band and D): higher resolution of C. 
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As one can see from the material contrast in the backscattered electron images (Image 3.4), 

the particles forming the bands have a core structure containing heavier elements than the 

surrounding material. The same observation was made for the secondary bands between the 

primary bands (image not shown). Taking the different composition of the band forming 

particles into account, EDX measurements were carried out at different sample locations, to 

obtain material information about the core structure and the surrounding material. The EDX 

measurements performed on the core structures as well as on the surrounding material (Figure 

3.4) support our findings from the BSE images. The amount of silver in the core structure is 

much higher compared to the amount of silver found in the surrounding material. The 

observed values for silver and chromium can be found in the EDX material analysis next to 

the EDX spectra (Figure 3.4 right).  

 

Figure 3.4: EDX measurements of the particles forming the bands. Top spectrum: measurement on the 

surrounding material of the core structure. Bottom spectrum: measurement directly on the core structure. 

Material analysis/quantification of the EDX measurements can be seen on the right side of the 

corresponding spectrum. 
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The values for carbon, nitrogen, oxygen and sulfur can be neglected as these are the main 

elements of the gelatin matrix, which is necessary to facilitate the band forming process. An 

EDX spectrum of gelatin can be found in the appendix (Appendix C, p. 163). As the sulfur 

peak overlaps with parts of the platinum peak, it was sometimes a problem to detect sulfur in 

the specimen. The gallium peak arises from the gallium-ion beam which contaminates the 

sample weakly during the milling process. The silicon signal and parts of the nitrogen signal 

are due to the Si3N4 membranes which were used as carrier substrates. The platinum peak 

originates from both the platinum sputter coating layer and the deposition layer. For these 

reasons only the silver and chromium peaks were useable to obtain a hint about the material 

composition of the nano-particles forming the Liesegang rings/bands. 

 

3.4.3 pH effects 

When potassium dichromate is the inner electrolyte the pH dependency experiments showed 

that only primary band form below pH = 9.3, for samples prepared at 300 rpm spin coating 

speed. If the pH is changed towards higher values, the probability of secondary band 

formation increases, while the number of primary bands decreases. The higher the pH (the 

more base is added) the more the equilibrium is shifted towards the chromate side, i.e. more 

secondary bands can form and less dichromate ions remain to form primary bands. Above 

pH = 10.8 the gelatin does not gelatinize anymore. For this reason the gelatin matrix is not 

able to support the band forming precipitation process any longer. The influence of the pH on 

the precipitation process can also be used to control and manipulate the formation of the 

bands e.g. the number of formed bands at a given pH (Figure 3.5).  

 

Figure 3.5: Influence of the pH on the number of formed primary bands for both tested systems with 

potassium dichromate 0.01 M (left) and potassium chromate 0.01 M (right) as inner electrolyte. 
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The same trends were observed, when the thickness of the gelatin layer was reduced, caused 

by sample preparation at higher coating speeds (500 rpm). The red curve fit was done with the 

origin function “connect lines; B-Spline” where the points are weighted equally in the least 

squares fit. As the number of bands also correlates with the time the stamp was on the hydro 

gel, the stamping time was kept constant for all experiments. The spacing of primary bands 

(space between two bands) increases with increasing pH. The spacing can be illustrated by the 

so-called spacing law (Equation 5).
99,124

 

n+1

n

X
P =

X
      (5) 

Where the spacing coefficient P is defined by Xn and Xn+1, which are the positions of the (n
th

) 

and (n+1)
th

 bands, respectively, measured on the hydrogel film. In addition, it was found that 

the occurrence of fine structures (secondary bands) also increases with increasing pH. The 

formation of secondary bands started at pH 9.32 and was observed up to a pH of 10.86. Even 

higher pH values might also lead to the formation of fine structures, but above pH 10.86 the 

gelatin lost its consistency (did not form a gel anymore) (Figure 3.1).In case of the control 

experiment, where the gelatin contained potassium chromate instead of the traditional 

potassium dichromate, we expected to see only secondary band formation, since in this case 

the equilibrium is already shifted towards the left-hand side of Equation 4. But both primary 

and secondary bands were observed, showing the same characteristics as those in the 

dichromate system (Figure 3.5 right). Only the pH values of the gelatin solutions are shifted 

slightly (Figure 3.1 and Figure 3.2). The reason for this is that the gelatin acts as buffer, 

shifting the pH of both systems to ~6. The pH values of 0.01 M K2Cr2O7 and 0.01 M K2CrO4 

solutions without gelatin and NH4OH are 4.22 and 8.66 respectively. However, when 10% 

gelatin (type 0) is added, the pH change to 5.6 and 6.6, respectively. For the formation of 

secondary bands/fine structures it is crucial to work in the alkaline pH region (Image 3.6).  
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Figure 3.6: Dependence of pattern formation on the pH of the gelatin film. SEM images: a) Primary bands 

without fine structure (pH = 5.7) and b) Primary bands containing fine structures (pH = 10.1). AFM 

surface profile images: c) of a primary band without fine structures and d) of secondary bands between 

primary bands. 

 

3.4.4 Mathematical Modeling  

Prof. Dr. István Lagzi developed a reaction-diffusion model based on the Cahn-Hilliard phase 

separation scenario which supports and illustrates the findings of the STXM measurements. 

The kinetic model contains AgNO3 (A), K2CrO4 (B1), K2Cr2O7 (B2), and two precipitates, 

Ag2CrO4 (C1) and Ag2Cr2O7 (C2): 

1

2

κ

1 2κ
B   B             (6) 

1 1
1k

A+ B C       (7) 

2 2
2k

A+ B C                  (8) 
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κ1, κ2 and k1, k2 are the chemical rate constants for the equilibrium between chromate and 

dichromate and for the precipitation reactions, respectively. Pattern formation occurs in the 

wake of a diffusively moving reaction front resulting from the inhomogeneous initial 

distribution of the outer and inner electrolytes. The reaction-diffusion equations describing the 

pattern formation and the details of the model are shown in appendix B, p.146). 

 

3.5 Conclusion  

As a conclusion of the NEXAFS results, the analysis of the Cr 2p multiplet spectra shows that 

the secondary and primary bands consist generally of Cr
(VI)

. The oxygen K pre-edge results 

reveal that the secondary bands contain CrO4
2−

 ions, while the primary bands contain Cr2O7
2−

 

ions. Since the Ag M edge results show that silver is present in both precipitate bands we can 

conclude that the secondary bands contain silver chromate whilst the main precipitation 

product of the primary bands is silver dichromate and propose that the precipitation process is 

controlled by the chromate-dichromate equilibrium reaction. Three chemical equilibria (4),
192

 

(9)
193

 and (10)
193

 are relevant to the precipitation processes, of which (4) is directly related to 

the pH defined by the ammonia concentration: 

2- + 2-

4 2 7 2
2CrO (aq)+ 2H (aq) Cr O (aq)+ H O          logK = 13.8   (4) 

+ 2-

4 2 4
2Ag (aq) + CrO (aq)  Ag CrO  (s)           Ksp = 9.0 x 10

–12
   (9) 

+ 2-

2 7 2 2 7
2Ag (aq) + Cr O (aq)  Ag Cr O  (s)          Ksp = 2.0 x 10

–7
   (10) 

Returning to the effect of the used base (ammonia), it is worthy of note that the probability of 

secondary band formation increases with increasing pH, (Figure 3.2) while fewer and fewer 

primary bands are formed (Figure 3.5). The higher the initial pH, the more the equilibrium is 

shifted towards the chromate side, resulting in more secondary bands and fewer dichromate 

ions and primary bands. Figure 3.5 illustrates how pH can be used to control and tailor the 

formation and frequency of the precipitation bands. We also studied systems where the gelatin 

contained potassium chromate instead of potassium dichromate. In this case, the equilibrium 

is already shifted to the left hand side of Equation 4 and we expected to see only secondary 

band formation. However, both primary and secondary bands were observed, due to the 

buffering effect of the gelatin in the absence of ammonia. The pH of 0.01 M K2Cr2O7 and 

0.01 M or 0.02 M K2CrO4 solutions without gelatin or ammonia are 4.22 and 8.66 

respectively. But if gelatin (10 w/w%) is added, the pH changes to 5.6 and 6.6.  
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With the video studies (Section 3.3.2, p. 38) we were able to demonstrate that the bands are 

fixed at their location once they are formed. Another remarkable finding/observation from the 

monitoring process is that a milky/off-white precipitate is formed at the propagation wave 

front before primary bands are formed (Image 3.5 and Image 3.6).  

 

Image 3.5: High resolution Laser microscope photograph showing secondary bands at the end of the 

precipitation front. The thick red line indicates the primary bands, while the green dotted lines indicate 

the secondary bands. 

 

Image 3.6: SEM images showing secondary bands at the end of the precipitation front. Left image: 

overview, with indicate the place for the higher resolution SEM image on the right. The thick red lines 

indicate the primary bands, while the green dotted lines indicate the secondary bands. 
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If we now combine this with the fact that secondary bands are always seen at the front of the 

precipitate propagation direction (Image 3.5 and Image 3.6), it is possible that these white 

precipitates observed in the video (3.3.2) are secondary bands.  

If we take into account the information gained from the SEM-FIB images and the EDX 

analysis of the core structures, it is more likely that the white precipitation front seen in the 

video are silver containing nanoparticles which are formed out of the invading outer 

electrolyte on a different time scale (faster), before the precipitation reaction between the 

inner and outer electrolyte occurs. As these core structures were found in all SEM-FIB 

samples prepared by using the classical Liesegang setup, it seems reasonable that Ag2Cr2O7 

and Ag2CrO4 need the silver containing nanoparticles as nucleation site for the formation of 

the particles which later form the primary and secondary bands. As Ag2CrO4 precipitates are 

more stable than Ag2Cr2O7 (cf. chemical Equations p. 46), the two precipitates can form 

consecutively and both of them can be present at the same time.  

It has already been suggested by Holba
101

, Ramaiah
128

 that secondary precipitation band 

formation precedes the primary band growth, but it was thought that the latter is a result of the 

coarsening and strengthening of the secondary bands. However, from our results it is clear 

that the chemical composition of the two types of precipitation bands is different; therefore 

they must form independently from each other. 

Another possibility is that the white precipitates formed first are the fundamental structure of 

the primary and secondary bands, before silver chromate/dichromate is formed around the 

silver containing core structures. But this can neither be measured by any of the used methods 

nor be visualized by SEM or optical microscopy, since the necessary time scale for the sample 

preparation and measurement is much longer (hours) than the reaction time of the materials in 

the samples (seconds). But if this was true it should be possible to prepare samples where only 

secondary bands are formed (cf. Section 4.2, p.50). 

 

In our publication
90

 about the “Growth of Nanoparticles and Microparticles by Controlled 

Reaction-Diffusion” we describe how the particle size (of the particles forming the bands) in 

the investigated classical Liesegang system is increasing with increasing distance to the 

stamping center.  

This observation is fundamental for the analysis of Liesegang systems and their use in 

possible applications, also with respect to Liesegang systems presented in the following 

chapters. 
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4. About new silver containing Liesegang structures 

Understanding and controlling the formation of new, silver containing Liesegang precipitation 

systems. 

 

4.1 Introduction 

From our investigations concerning the classical Liesegang system (Section 3.3, p.37), it was 

found that the particles forming the bands have a high amount of silver in their core structure. 

The additional video also showed that a white precipitate is initially formed before bands are 

visible. The resolution of the monitoring process was not high enough to see if this white 

precipitate consisted of secondary bands or the material forming the core structures found in 

the band forming particles. However it is possible that the material (i.e. silver dichromate or 

silver chromate) forming the particles of the primary and secondary bands needs the silver-

containing core as a nucleation site. Together with the fact that secondary bands are always 

found at the end of the periodic precipitation propagation zone (Image 3.5 and Image 3.6), 

these findings imply that it is possible that the so-called secondary bands are formed first from 

a silver (but not chromate) containing material. After these structures are formed, the 

chromate/dichromate equilibrium (Equation 4) facilitates the accumulation of silver chromate 

or silver dichromate found in primary and secondary bands. If this is true, we assumed that it 

should also be possible to form these dense and highly periodic precipitation rings/bands in 

the absence of chromate or dichromate. In this chapter we show how it is possible to form fine 

structured bands containing only a silver precipitate showing the same pattern characteristics 

(spacing, height and the width of the bands) as the so-called secondary bands, observed in the 

classical Liesegang system. We also demonstrate how it is possible to control specific 

parameter of these fine structures (i.e. spacing between two bands, band thickness, particle 

size …). Our analytical measurements (STEM-EDX, XPS, EDX, SEM-FIB, AFM) on these 

particles forming the bands allow us to propose a possible chemical equilibrium which is 

necessary to facilitate band formation.  Additionally, we found that it is possible to use other 

hydrogels than gelatin, such as agarose or PVA, simplifying the system parameters which are 

necessary for band formation. This also proves that gelatin is not needed for band formation. 

This system was of special interest since the density and the material composition of the 

bands open a wide field of possible applications (cf. Chapter 5). 
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4.2 Formation of highly periodic mesoscale silver containing 

patterns 

From our investigations on the classical Liesegang system, we found that there is a pH region 

where the secondary band formation is visible (pH 7.2 – 10.8) (Figure 3.2). Below pH 7.2 we 

only observed primary bands and above pH 10.8 the gelatin does not jellify properly anymore 

(Figure 3.1). We also learned that using ammonia as the base was very simple to handle 

compared to the other tested alkaline solutions. As we assumed that the core structures of the 

secondary bands originate from a chemical system other than the chromate/dichromate 

system, we decided to start our investigations in the above mentioned characteristic pH range 

using ammonia, gelatin and silver nitrate without additional additives.  

 

4.2.1 Preparation of the gelatin solutions (and sample preparation) 

10 mL of a 10 w/w% gelatin (type 0) solution was prepared for each ammonia concentration 

(using either: 0.1, 0.3, 0.7, 1.0, 1.5 or 3.0 w/w% ammonia solutions). The mixtures were then 

vigorously shaken for 1 minute and heated (65°C) in a pressure stable tube (BD Falcon) for 

4 h. During the heating process, the solutions were shaken every 30 minutes to obtain 

homogeneous gelatin-ammonia solutions. In the next step, the hot solutions were spin-coated 

onto a glass substrate (3 x 3 x 0.1 cm). For each solution a set of 20 samples at each coating 

speed (300 and 500 rpm) was prepared. After drying the gelatin films overnight at ambient 

temperature, the WETs technique (Section 2.4.2 p. 28) was used and a silver nitrate loaded 

stamp (48 h in a 0.3 M AgNO3 solution) was placed on the gelatin layer. For proper statistics 

the stamps were removed on 4 samples of each setup after 30, 60, 90, 120 and 180 minutes. 

For verification that an alkaline milieu is needed for the band formation, a set of gelatin 

solutions containing HCl (0.01 M, 0.1 M and 1.0 M) and citric acid (0.01 M, 0.1 M and 

1.0 M) instead of ammonia was tested. All samples were analyzed by optical microscopy 

(Leica DMLP) and by Laser profiling (Keyence VK-X200). 

 

4.2.2 Results and discussion 

On the first sets of samples we were not able to see any bands by optical microscopy. But 

while measuring the sample using the laser microscope, we observed very weak bands in the 
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measured profiles (Figure 4.1). After profile measurements samples were analyzed again by 

optical microscopy. This time bands were also observed by optical microscopy (Image 4.1). 

 

Figure 4.1: 3D Laser profile measurement at the end of the precipitation propagation zone. Sample: 

10 w/w% gelatin (type 0) in 0.3 w/w% ammonia at 300 rpm and a stamping time of 90 minutes.  

 

Image 4.1: Optical image after laser profiling: Middle left: stamp interaction site, middle brown: end of 

precipitation zone and place where the laser irradiated the sample. 

Form these observations we concluded that the energy of the laser beam used for the profiling 

process somehow changed the material in the gelatin film. As the laser used in the microscope 

is a violet laser with 408 nm at 0.95 mW, we decided to irradiate all samples for 30 minutes 

with UV-light before optical measurements. A UV-A/UV-C hand lamp (Dr. Gröbel) was used 

for UV-irradiation (256 and 365 nm, 6 W). In the verification experiments using acid 



Section 4.2 

Formation of highly periodic mesoscale silver containing patterns 
52 

 

solutions no band formation was observed. If we compare the shape and sizes of the highly 

periodic mesoscale pattern in the alkaline milieu with those of the secondary bands found in 

the classical system (Figure 4.2), we can see that they are almost identical.  

 

Figure 4.2: Comparison of the new silver system (left) and the classical Liesegang system (right). Top 

images: optical images with measured surface profiles (average of 10 lines). The different height values 

originate from different starting values (Z-axis). Only the difference between the upper and lower value 

are of interest. Bottom images: 3D laser profiles showing the fine-structures observed in both systems. 

For this comparison we used the same amount of gelatin (10 w/w%, type 0), base (0.3 w/w% 

ammonia), and silver nitrate in the stamps and identical stamping times (45 min). The only 

difference between the two systems was that no potassium dichromate was added to the 

gelatin solution in the new system. The SEM-FIB cross sections were made at approximately 

the same distance (350 μm) from the stamping core. In the new system (Figure 4.2 left) we 

found an average band height of 40-90 nm, a FWHH of 2.0 μm and a space between two 

bands of 3.15 μm (measured from the maximum of one peak to the maximum of the 

neighbouring peak). For the bands of the classical system (Figure 4.2 right) we found an 

average band height of 40-80 nm, a FWHH of 2.1 μm and as average space between two 

bands 3.4 μm. Moreover, it was found that not only the shape of the bands is identical but also 

the size of the nanoparticles forming the precipitation bands. By using SEM-FIB, it was 

possible to compare the particle size of the nanoparticles of both systems.  
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Interestingly it was also found that the particle size of the core structures in the classical 

system (Image 4.2 B and D) are almost identical in shape and size to the nanoparticles found 

in the new system (Image 4.2 A and C). 

 

Image 4.2: SEM images from the top and SEM-FIB cross section images showing the size and shape of the 

nanoparticles forming the bands. SEM-FIB image (A) and SEM image (C): Nanoparticles, forming the 

bands in the new silver system. SEM-FIB images (B and D): Nanoparticles forming the primary bands in 

the classical Liesegang system. White core structures (in B and D) show the same size and shape as the 

nanoparticles found in the new silver system (red scale bar equals 166 nm). 

 

4.2.3 Conclusion 

In the described system it is possible to prepare Liesegang fine-structures very similar to the 

so-called secondary bands observed in the classical Liesegang system. The bands must be 

formed from a silver containing material, since there was only gelatin, silver nitrate and 

ammonia (no chromate or dichromate) in the system. Our findings raised new questions about 

the necessity for UV-illumination, the role of the base as well as the role of the hydrogel and 

also about the material composition of the particles forming the bands. 
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4.3 Further investigations of the fine structured system  

4.3.1 About the role of UV-irradiation 

Previously (Section 4.2.2, p. 50) we showed that UV light was necessary to make the fine 

structured bands visible. This opened the question whether the bands were already there 

before UV-irradiation or they formed from light sensitive silver containing nanoparticles 

during illumination. To address this question, special in situ AFM measurements were 

performed.  

 

4.3.1.1 Sample preparation and AFM studies 

The samples were prepared in the dark to avoid possible influences of the illumination. For 

the WETs process a special black box (Appendix B, p. 147) was designed, to protect the 

samples as efficiently as possible during the manufacturing process.  

20 mL of a 10 w/w% gelatin (type 0) solution was prepared using ammonia (0.3 w/w%). The 

mixture was than heated (70°C) in a pressure stable tube (BD Falcon) for 4 h. During the 

heating process the solutions were shaken every 30 min. In the next step the hot solution 

(0.4 mL) was spin-coated onto a glass substrate (3 x 3 x 0.1 cm) at 300 rpm. After coating and 

drying the gelatin films in the dark overnight at ambient temperature, the WETs technique 

(Chapter 2.4.2) was used and a silver nitrate loaded stamp (48 h in a 0.6 M AgNO3 solution) 

was placed on the gelatin layer. After 60 minutes the precipitation process was stopped and 

the samples were directly transferred into the AFM. A set of four identical samples was 

prepared to ensure reproducible statistics/results. First the samples were analyzed by AFM 

measurements (Bruker). Therefore the prepared samples were mounted onto the XYZ stage of 

the AFM in the dark and the AFM was used in contact mode (Section 2.2.1.2). After the first 

measurements, the samples were irradiated (256 nm) for 30 minutes. After illumination the 

samples were measured again at the same place (Image 4.3). An optical image was also taken 

on the AFM measured area on another sample, before and after UV-treatment (Image 4.4). 

After the AFM studies had been carried out, the samples were further analyzed by optical 

microscopy (Leica DMLP) and by Laser profiling (Keyence VK-X200). 
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Image 4.3: AFM profiles before (left) and after (right) UV-irradiation (256nm). The green marker in both 

images shows the same particle. If the images are superimposed at that place it is found that there is no 

change in the surface structure after illumination. Measurements in contact mode (30 x 30 μm). 

 

Image 4.4: AFM surface profile studies, measured before (left) and after (right) UV-irradiation (256 nm). 

Photographs were taken with an exposure time of 4 min. The dashed lines indicate the precipitation 

propagation front (precipitation bands were on the right side). 

 

4.3.1.2 Results and discussion 

From the AFM-profile measurements (Image 4.3 and Image 4.4) it is clear that the 

precipitation bands are formed without light treatment. Furthermore it was also found that 

UV-irradiation has no influence on the shape/structure of the bands. This can be seen, if the 

AFM surface profiles (Image 4.3) are superimposed at the green circles. Therefore, the 

observations imply that the darkening during the UV-irradiation is caused by a pure 

photographic effect,
194,195

 where the silver species in the bands are reduced to silver(0).  
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4.3.2 The role of base on the formation of the silver containing bands 

The observations from both previously described experiments open questions about the role 

of the base for the pattern formation. It is known that silver nitrate reacts with ammonia 

forming a diamine-silver complex Ag(NH3)2
+
 (also known as Tollens` reagent),

196
 which is 

light sensitive and can be reduced to silver(0) by irradiation. If this is true and the formation 

of this silver complex causes the band formation, no bands should be formed if ammonia is 

replaced by other alkaline solutions. For this reason the role of the used base was investigated 

by exchanging ammonia by other alkaline solutions. 

 

4.3.2.1 Sample preparation and analytics 

Tested alkaline solutions: 0.1, 0.3 and 1.0 w/w% diethylamine (Et2NH) 

    0.1, 0.3 and 1.0 w/w% triethylamine (Et3N) 

    0.01 M and 0.1 M potassium hydroxide (KOH) 

    0.01 M and 0.1 M sodium hydroxide (NaOH) 

10 mL of a 10 w/w% gelatin (type 0) solution was prepared for each of the above mentioned 

alkaline solutions. All samples were then prepared according to the previously described 

procedures (Section 4.2.1 page 50). Images of the most beautiful samples of each setup can be 

found in Appendix B, Image 1-4). 

 

4.3.2.2 Results and discussion 

The pH range, in which fine structured bands were observed in the NH4OH containing system 

was found to be pH 8.1 – 11.4. For all tested systems containing other alkaline solutions, fine 

structured Liesegang rings/bands were observed. For this reason it can be ruled out that the 

precipitation process is governed by the formation of a silver-diamine complex. A more likely 

explanation for this periodic precipitation process is that silver ions are stabilized under 

alkaline conditions and reduced to silver(0) by gelatin, which acts as reducing agent. The 

reduction occurs during the whole precipitation process in the gelatin, which prevents the 

silver particles from sedimentation, until the silver concentration reaches a point of 

supersaturation. At that point the silver nanoparticles form precipitates, resulting in the 

observed fine structured precipitation bands. For the verification of this statement additional 

investigations were needed. 
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4.3.3 About the role of the used hydrogel 

A very similar system showing silver containing bands in the micro- to millimeter scale was 

recently published by Nabika et al.
104

 In their system, gelatin was used as the hydrogel and 

silver nitrate as the invading outer electrolyte, but in contrast to our system they worked under 

acidic conditions and used methionine as an additive in the hydrogel. They concluded from 

their observations that the precipitation process is governed by the formation of a silver 

methionine complex. This raised the question if the amino acids which are abundant in gelatin 

(90-95 w/w%) or especially methionine (0.7-3 w/w%),
197–199

 are responsible for the band 

formation in our system as well. To address this, experiments testing different types of gelatin 

as well as other hydrogels (agarose, PEG, agar-agar and PVA) were carried out. 

 

4.3.3.1 Different types of gelatin 

4.3.3.1.1 General and sample preparation 

As mentioned before (Section 2.5.1), gelatin is a natural product made out of denaturized 

proteins, some minerals and water. Depending on the source and manufacturing process the 

mechanical and chemical properties of gelatin differ. Therefore 8 different gelatins (type 0-7) 

were tested. 

A set of acidic, neutral and alkaline 10 w/w% gelatin solutions was prepared by mixing 1.0 g 

gelatin (type 0-7) with 9.0 g of 0.01 M or 0.1 M aqueous citric acid, milliQ water, or 

0.3 w/w% ammonia (0.176 M). All samples were then prepared according to the previously 

described procedures (Section 4.2.1). After spin coating 4 samples of each solution (300 and 

500 rpm), drying overnight and wet stamping (0.3 M AgNO3) for 60 minutes, the samples 

were analyzed by optical microscopy and Laser profiling. 

 

4.3.3.1.2 Results of the experiments with different types of gelatin 

Only alkaline gelatin films showed band formation, except gelatin type 4 where band 

formation was also observed under neutral conditions. This can be explained with the 

manufacturing process, since t gelatin Type-B is obtained from alkali-treated raw materials. 

For the other neutral and acidic samples precipitates were found but without a specific 

shape/pattern (bands). 
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4.3.3.2 Agarose as hydrogel 

4.3.3.2.1 General and sample preparation 

Agarose, a polysaccharide, was firstly tested as hydrogel because it is used in applications as 

gel matrix e.g. in agarose gel electrophoresis for the electrophoresis of DNA or proteins.  

A set of acidic, neutral and alkaline 5, 10 and 15 w/w% agarose solutions was prepared by 

mixing either 0.5 g, 1.0 g or 1.5 g agarose with 9.0 g of 0.01 M or 0.1 M aqueous citric acid, 

milliQ water, 0.3 w/w% ammonia (0.174 M) or 0.1 M KOH. The mixtures were then 

vigorously shaken for 1 minute and heated (90°C) in a pressure stable tube (BD Falcon) for 

6 hours. During the heating process the solutions were shaken every 20 minutes to obtain 

homogeneous solutions. In the next step the hot solutions were spin-coated (500 rpm) onto 

glass substrates (3 x 3 x 0.1 cm). After spin coating, drying overnight and WETs (48 hours 

loaded agarose stamps (0.3 M AgNO3)) for 30 minutes, the precipitation process was stopped. 

Half of the samples were directly analyzed by optical microscopy and laser profiling, the rest 

were treated with UV-light (30 minutes at 365 and 256 nm) before analyzing. This was done 

for all other experiments presented in this section as well. 

 

4.3.3.2.2 Results 

Band formation was observed only in some of the alkaline samples (Image 4.5), but as the 

reproducibility of this was very low (3:30 samples), further investigations and optimization on 

the system are needed. For most of the samples, uniformly spread micro- and nanoparticles 

were found in the diffusion propagation zone. 

 

Image 4.5: Precipitation bands (indicated by the red dashed lines) observed in a system with 6 w/w% 

agarose, 0.3 w/w% NH4OH, 0.3 M AgNO3 loaded stamp and a stamping time of 40 min. 
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4.3.3.3 Agar-agar as hydrogel 

4.3.3.3.1 General and sample preparation 

Agar-agar, which is a mixture of agarose and agaropectin, was also tested. 

A set of acidic, neutral and alkaline 5 and 10 w/w% agar-agar solutions was prepared with the 

same set of acidic, neutral and alkaline solutions as used in the agarose experiment. After 

heating (85 °C for 5 h) and shaking several times, the solutions were spin coated (500 rpm for 

1 min) on to glass substrates. The samples were allowed to dry for 12 hours at ambient 

temperature before the WETs technique was used (0.3 M AgNO3 loaded stamps). The WETs 

process was stopped after 90 minutes. 

 

4.3.3.3.2 Results 

No band formation was observed (Image 4.6). All samples looked like the agarose samples 

where the particles were equally dispersed within the propagation zone. The main difference 

between the agar-agar and agarose system was the propagation speed of the precipitation 

front, which was three times longer in agar-agar.  

 

Image 4.6: Optical image of well distributed particles found in a sample prepared with an alkaline 

(0.1 M NaOH) agar-agar (10 w/w%) solution.  
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4.3.3.4 Polyethylene glycol as hydrogel 

4.3.3.4.1 General and sample preparation 

Polyethylene glycol 4000 was used for sample preparation, since all other tested PEGs 

(e.g. PEG 1500 or PEG 8000) were not suitable for homogeneous film preparation or WETs. 

The samples were either too liquid or too stiff, so that no precipitation was observed at all.  

A set of acidic, neutral and alkaline 15, 25, 40 and 50 w/w% PEG solutions was prepared with 

the same set of acidic, neutral and alkaline solutions as used in previously described 

experiments. After heating (60 °C for 3 h) and shaking several times, homogeneous solutions 

were obtained, which were directly spin coated (300 rpm for 1 min) on to glass substrates. 

The samples were allowed to dry at ambient temperature for 16 h before the WETs technique 

was used (0.3 M and 0.6 M AgNO3 loaded stamps) for 40 min. 

 

4.3.3.4.2 Results 

Only uniformly spread micro- and nanoparticles, increasing in diameter with increasing 

distance from the stamp interaction were observed, but none of the tested PEG-solutions led 

to band formation (Image 4.7). 

 

Image 4.7: Optical image of uniformly spread particles found in a sample prepared with an alkaline 

(0.1 M NaOH) PEG-4000 (40 w/w%) solution. Overview image (left), zoomed image at the precipitation 

front (right). 
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4.3.3.5 Polyvinyl alcohol (PVA) as hydrogel 

4.3.3.5.1 General and sample preparation 

Polyvinyl alcohol was also tested because it was shown by Péter Hantz et.al.,
106,107,139

 that 

Liesegang type precipitation band formation could be observed for several systems using this 

hydrogel. 

A set of acidic, neutral and alkaline PVA solutions (5, 10, 15 and 20 w/w%) was prepared in 

either 0.1 M citric acid, degassed milliQ water, 0.1 M KOH or 0.3 w/w% ammonia. After 

mixing, the solutions were heated at 70 °C for 7 h. During the heating process the solutions 

were vigorously shaken several times and the homogeneous solutions were then spin coated 

(300 and 500 rpm) on to glass substrates. After coating, the samples were allowed to dry at 

ambient temperature for 24 h before the WETs technique was used (0.3 M and 0.6 M AgNO3 

loaded stamps). The precipitation process was stopped after 90 min.  

 

4.3.3.5.2 Results 

Most of the samples from the described system showed uniformly spread micro and nano-

particles, only one sample with potassium hydroxide showed band formation. Better 

developed bands have been observed in the system containing PVA (10 w/w%) and KOH 

(0.1 M). For this reason a second PVA experiment (Section 4.3.3.6) was started using only 

potassium hydroxide as additive. 

 

4.3.3.6 Additional PVA experiment 

4.3.3.6.1 Sample preparation 

100 mL of a 10 w/w% aqueous PVA solution were prepared. The solution was heavily shaken 

every 20 min while heating at 75°C for 6 h. After additional heating at 80°C for 24 h, the 

homogeneous mixture was portioned (10 x 10 mL samples) and KOH (s) was added to obtain 

one neutral and a set of alkaline PVA solutions (0.01 M, 0.05 M, 0.1 M, 0.5 M, 1.0 M, 2.0 M, 

3.0 M, 4.0 M and 8.0 M KOH). The hot alkaline solutions were then stirred for 2 h at 80°C, 

before spin coating (300, 500, 750, 1000, 1250 rpm) onto glass substrates. After drying the 

PVA-films at ambient temperature overnight, the WETs technique was used (0.3 M and 0.6 M 

AgNO3 loaded stamps) for the precipitation process, which was stopped after 40 min. 
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4.3.3.6.2 Results 

Band/ring formation was observed for 0.5 M, 1.0 M and 2.0 M KOH samples (Image 4.8). At 

higher (≥ 2.0 M) KOH concentrations the PVA films turned completely black after stamping, 

and it was impossible to observe bands with optical microscopy or laser profiling. Below 

0.5 M KOH, uniformly spread micro- and nanoparticles were observed as in the previously 

described PVA experiments.  

 

Image 4.8: Optical images of precipitation bands observed in alkaline PVA (10 w/w%) films. Left: 

0.5 M KOH, right: 2.0 M KOH. 

 

4.3.3.7 Methionine as hydrogel additive 

4.3.3.7.1 General and sample preparation 

In the past it was proposed by Nabika et al.
104

 that methionine as additive is necessary to 

facilitate precipitation band formation. For this reason the role of methionine was investigated 

as well. Therefore methionine was added to 3.0 mL all before mentioned and tested hydrogel 

solutions to obtain a set of 0.1 and 0.5 w/w% methionine hydrogel solutions. Methionine-

hydrogel films were prepared according to the procedures described for each hydrogel before.  

 

4.3.3.7.2 Results 

Interestingly, not a single of the tested solutions showed precipitation bands after applying the 

WETs technique, even though band/ring formation was observed in agarose and PVA films 

when no methionine was present. Both of these hydrogels do not contain sulfur. For this 

reason methionine or other possible sulfur-silver interactions seem not to be involved in the 

band forming process. 
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4.3.3.8 Conclusion of hydrogel dependency experiments 

Precipitation was observed in varying degrees in all samples, but fine structured Liesegang-

type band/ring formation described at the beginning of this chapter was only observed in 

alkaline gelatin films, alkaline agarose films and alkaline PVA films. The kind of base had no 

influence; the only critical point was a pH above 7.2. In addition to that, methionine used as 

amino acid additive did not help to increase the band formation in gelatin as it was proposed 

by Nabika et al.
104

 or any other tested hydrogel system. For this reason, silver-sulfur 

intermediates which could possibly be formed in gelatin or other hydrogel solutions 

(containing sulfur compounds), can be ruled out as being involved in the band/ring forming 

process.  

 

4.3.4 Material analysis using electron microscopy 

In order to obtain information about the material composition of the nanoparticles forming 

these fine structured bands and about the band forming process in general, STEM-EDX, 

SEM-EDX and SEM-FIB-EDX studies were carried out.  

 

4.3.4.1 STEM-EDX measurements  

STEM measurements were performed to obtain reduced EDX background information on the 

particles forming the bands compared to standard SEM-EDX. Another advantage of STEM-

EDX to SEM-FIB-EDX is that there was no sample alteration due to invading gallium ions. 

However, for STEM the samples need to be very thin (approximately 300 nm) to be 

transparent enough for transmitting electrons. Thicker samples reduce the penetration 

rate/transparency of the specimen, leading to increased scattering of the electrons from the 

electron beam. This causes a large degree of excitation in the sample, generating much 

background noise/information. However in very thin samples (300 nm or less), the electrons 

easily penetrate the specimen, leading to a much smaller ionization volume, compared to 

standard SEM-EDX. This leads to an increase in the resolution. In order to obtain very thin 

samples (≤ 300 nm) a special setup was needed to perform microtome cut. 
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4.3.4.1.1 Sample preparation 

5 mL of a 10 w/w% gelatin (type 0) ammonia (0.3 w/w%) solution was prepared according to 

previous procedures (Section 4.3.1.1). The hot solution (0.3 mL) was spin-coated onto 

Thermowax (4 x 4 x 0.04 cm) at 300 rpm. After coating and drying the gelatin films overnight 

at ambient temperature, the WETs technique (cf. Section 2.4.2) was used and a silver nitrate 

loaded stamp (48 h in a 0.3 M AgNO3) was placed on the gelatin layer. After 45 min the 

precipitation process was stopped and the samples were irradiated at 256 nm for 30 min. This 

was necessary to visualize the bands (Image 4.9) for the later microtome cuts, described in 

Section 2.4.3.1. 

 

Image 4.9: Optical image: Sample used for microtome cut. Microtome cut along the blue dashed line. 

 

4.3.4.1.2 Analytics 

The microtome cuts (profile cross sections) were measured at the FEI Helios Nano Lab 650 in 

STEM mode. Procedure described in Section 2.2.1.1.4. In the STEM-mode the measurements 

were performed on one particle from a band (Image 4.11 black dots). The different contrast in 

brightness of the particles is caused by their location in the thin cut. Brighter appearing 

particles are located closer to the electron beam while the dark particles are located closer to 

the detector. The brightening is owed to the thickness of the cut, because the gelatin layer 

blocked some of the transmitted electrons. 
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Image 4.10: SEM image showing the microtome cut on a TEM grid. 

 

Image 4.11: STEM image of the microtome cut. EDX measured on the particle on the top left (red arrow) 

and STEM-EDX measurements of the material in the particle forming the bands (top right). 
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4.3.4.1.3 Results 

The obtained EDX spectrum (Image 4.11) shows signals for carbon, nitrogen, oxygen, copper, 

magnesium, aluminum, silicon, sulfur and silver. The Al and Cu signals originate from the 

TEM-grid and the sample holder in the vacuum chamber. The amounts of carbon, nitrogen, 

oxygen and sulfur are comparable to the values found in the gelatin reference investigated in 

the classical Liesegang system (Section 3.4.2). The high values for silver indicate that the 

main material forming the particles consists of silver. However this technique does not give 

any information about the possible oxidation state of the silver species.  

 

4.3.4.2 SEM measurements 

4.3.4.2.1 General 

For verification purposes the same sample was measured again in SEM and SEM-EDX mode. 

The white circular dots (Figure 4.3) are the nano-particles forming the bands, located on the 

copper frame (indicated by the red lines) of the TEM-grid. This location was chosen because 

the microtome cut cracked during the observation in the SEM mode on the place where no 

substrate was beneath.  

 

Figure 4.3: SEM image of the microtome cut containing a QR code, which can be used to watch the 

described process online. The red lines indicate the structure of the Cu-grid. White particles were 

analyzed by EDX.  
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The EDX measurement was monitored to show how the energy of the incident electron beam 

can change the structure of the particles. A video of this this can be found online, by using the 

QR code or : https://www.youtube.com/watch?v=3wIDShkrkCw&list=WL&index=144 

However it was also possible to record some images of the nanoparticles forming the bands 

where only small amounts of gelatin were surrounding the particles. In Image 4.12 it is 

possible to see that these particles consist of an accumulation of smaller particles. 

 

Image 4.12: SEM image, showing the construction of the particles in the sample. The red square in the 

large image indicates the location of the zoomed in image (top right). 

 

Figure 4.4: EDX spectrum and material quantification of the particles shown in Image 4.12. 
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In the SEM-EDX measurement (Figure 4.4) the same elements were observed as in the 

STEM-EDX measurement (Image 4.11). Here the Al and Cu signals are also caused by the 

TEM-grid and the sample holder in the vacuum chamber, and the amounts of carbon, 

nitrogen, oxygen and sulfur are comparable. 

 

4.3.4.2.2 Results  

The obtained results from both EDX measurements (STEM and SEM) are very comparable. 

The differences in the silver values might occur from the change in particles, where it seems 

possible that the growing material contains a higher amount of silver than the material below.  

 

4.3.4.3 SEM-FIB-EDX measurements 

4.3.4.3.1 General 

As it is possible that the shear forces applied while preparing the microtome cut might have 

changed the silver containing nano-particles (possibly silver-oxide was reduced, which leads 

to a higher silver content), the results from the microtome cuts were compared with SEM-FIB 

measurements on new samples.  

 

4.3.4.3.2 Sample preparation 

For sample preparation the same solution was taken as for the microtome cuts, but instead of 

thermowax a standard glass substrate was used as carrier. The hot solution was spin coated at 

300 rpm, the samples were dried (24 h) and the WETs technique (0.3 M AgNO3 loaded stamp) 

was used to initialize the precipitation process in the hydrogel. 

 

4.3.4.3.3 Results 

Since it was easier to analyze larger particles in EDX and due to the fact that largest particles 

were always found close to the precipitation front, SEM-FIB cross sections were performed at 

the precipitation border (Image 4.13). After polishing the surface of the cross section, the 

sample was tilted towards the EDX detector to obtain better signal to noise ratios. EDX was 

then measured (Figure 4.5) on several particles found in the cross section through the bands 

(Image 4.14). 
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Image 4.13: SEM-FIB cross section at the end of the precipitation zone. The contrast of the cross section 

was changed to visualize the precipitation bands. 

 

Image 4.14: SEM-FIB image of the cut though the fine structured bands. Particles are well separated, 

forming the bands, without particles between.  
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Figure 4.5: EDX spectrum and quantitative analysis of the particles forming the fine structured bands. 

From the EDX results it is clear that the main material forming the bands consists of a silver 

species, since all other elements originate either from gelatin (C, O, N, S), from the glass 

substrate (Si, O, Pt) or from the FIB process (Ga). Interestingly, chlorine was found as well. 

For this reason the experiment was repeated with a new gelatin solution. In the EDX 

measurements performed at particles in these samples no chlorine was detected. Therefore it 

is most likely that chlorine was a contamination in the sample introduced by the used water. 

 

4.3.4.4 Conclusion STEM, SEM, SEM-FIB and EDX measurements 

The performed EDX measurements clearly show the elements present in the particles forming 

the bands. The high values for silver indicate that the main component of the particles is a 

silver containing species. Since the EDX-technique does not provide any information about 

the oxidation states of the components in the specimen, no further information can be gained 

from the measurements. In order to address the oxidation state of the silver component, other 

analytical techniques such as XPS are needed. However, the SEM-FIB cross section images 

clearly show how the micro- and nanoparticles form well developed and distinguishable 

bands inside the gelatin layer and on top of it. If we compare the shape and the size of the 

particles with the particles forming the core structure in the classical system, we can see that 

these are almost identical. This is an additional indication that the core-structure found in the 

classical system originates from the fine structured silver Liesegang system. 
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4.3.5 Material analysis using X-ray photoelectron spectroscopy 

As mentioned before it is not possible to use the EDX measurements to get information about 

the oxidation state of the material forming the particles and bands. However all investigations 

performed on this system point to the fact that the particles consist of either pure silver(0), a 

silver oxide/silver(0) mixture, pure silver(I)oxide or another silver species (without sulfur or 

nitrogen). In order to get additional data concerning the oxidation state of the silver species in 

the particles, XPS measurements were performed.  

 

4.3.5.1 Sample preparation 

The samples containing a 10 w/w% gelatin (type 0) solution, in 0.3 w/w% or 0.6 w/w% 

ammonia were prepared according to previously described procedures (Section 4.2.1). The 

hot solution was then spin coated at 500 or 750 rpm onto precut silicon wafers (2.0 x 2.0 x 

0.1 cm). After drying (24 h, r.t.) the WETs technique (0.3 M AgNO3 loaded stamp) was used 

to obtain samples shown in Figure 4.6. The stamping zone was set to one corner of the 

silicon-wafer to have enough material at the rest of the wafer for background measurements. 

The precipitation process was stopped after 40 min and the samples were dried at high 

vacuum (1.0·10
-3

 mbar) for 24 h. This step was needed to protect the sample from cracking 

through fast water loss in the high vacuum chamber of the XPS system. As the special 

resolution of the measuring point in the used XPS system was 0.3 x 0.3 cm, the measurements 

were performed within the red window (Figure 4.6). For this reason we did not only obtain 

information about the particles forming the bands, but also information about the material 

between the bands and background information from the gelatin film. This fact had to be 

taken into account when the data were analyzed. 

 

Figure 4.6: Cartoon describing the preparative setup of the samples prepared for XPS measurements. The 

red window (right) indicates the size of the measured area in XPS. 
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4.3.5.2 Results and discussion 

XPS measurements were performed at the Department of Physics, University of Basel, by 

Dr. Laurent Marot.  

As mentioned before, the measured area contains information about the background (gelatin), 

the fine structured rings/bands, and the material between the bands. Several spectra were 

measured and compared. In Figure 4.7, one can see an overlaid spectrum of two identical 

measurements on one sample. If we compare the obtained results with the measurements on 

another sample and the gelatin background (Figure 4.8), we find the same specific peaks for 

silver (blue spectrum) which were not present in the background measurement (red spectrum). 

A table with the corrected values (according to C 1s) for each measurement can be found in 

the appendix (Appendix B, p. 152). Interestingly, in the samples additional nitrogen (N 1s 

around 400 eV) and oxygen (O 1s around 530 eV) peaks were also observed which were not 

present in the gelatin background measurements. The nitrogen peak was only further 

investigated for gelatin, since there were no reference values available for possible amino 

acid-silver species. The C 1s reference shift was difficult to determine, because the different 

amino acids in gelatin produce a very broad carbon shift. Silicon as reference was not useable 

since we were not able to detect it in all measurements. In addition to that it is also known that 

the XPS core levels are influenced by the particle size.
200,201

 This means that differently sized 

nanoparticles can lead to very broad peaks. Taking the information from the SEM 

investigations into account where most of the particles forming the bands are an accumulation 

of nano particles with different sizes (Image 4.14) and that the size of the particles forming 

the bands increases along the propagation direction of the precipitation process (Image 4.15), 

the influence of the particle size is one of the major problems of our XPS investigations. For 

these reasons the XPS data were difficult to interpret, and the results obtained from this 

technique can only be used as an additional clue about the chemical composition of the micro- 

and nanoparticles forming the fine structured bands/rings. However, most of the values fit to 

pure silver (Ag
0
), as well as to silver(I) oxide (Ag2O). The broader and slightly shifted Ag 3d 

in the spectra when sample 2 was measured a second time (Figure 4.7), can be explained by 

the fact that the used X-ray beam in the XPS system was strong enough to change the particle 

size/shape as was shown in the video of the EDX measurements. However, to make a more 

precise statement about the chemical nature of the material forming the nanoparticles, 

additional measurements including PVA or agarose as hydrogels instead of gelatin need to be 

performed. 
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Figure 4.7: Binding energies measured in XPS: Sample 2 (0.6 w/w% NH4OH, 500 rpm), at 8V Flood gun. 

 

Figure 4.8: Binding energies (eV) measured with XPS. Spectra of a sample containing bands (blue) and 

the gelatin reference (red). 
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Image 4.15: SEM image showing the difference of the particle size with increasing distance to the 

stamping center (band 1: close to the center; band 5: close to the end of the precipitation zone).  

 

4.3.6 Silver(I) carbonate control experiments 

Since silver(I) oxide was found in the XPS measurements, it was decided to perform material 

studies concerning some properties of silver(I) oxide. In aqueous solutions silver(I) oxide is in 

equilibrium with silver hydroxide anions which can react with carbon dioxide (from air) 

forming silver carbonate (Ag2CO3) as pale yellow precipitate. 
202–207

 In that case the color 

would fit, because it is not possible to see that color in the gelatin film, since gelatin itself is 

also pale yellow. From literature it is also known that silver carbonate darkens while irradiated 

with UV light,
208

 which would also fit to the observations from the previous experiments 

(Section 4.3.1, p. 54), where the bands became visible after illumination. However if this 

occurs in our system, no band formation should be observed under CO2 free conditions. 

Therefore the precipitation experiments (Section 4.2, p. 50) were repeated in a glove box 

(N2 atmosphere). Interestingly after removal of the stamps and irradiation with UV light, a 

black precipitate became visible (in the glove box). For analysis with optical microscopy the 

sample was removed from the glove box. As the sample shows bands, the theory of a possible 

silver carbonate reaction can be ruled out. 
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4.4 Conclusions  

If we now combine all observed information from the hydrogel investigations and the material 

composition studies (STEM; SEM; SEM-FIB; EDX; XPS) with the fact that it is possible to 

form these fine structured bands only in alkaline hydrogels like gelatin, PVA or agarose, the 

data can be used to formulate a reasonable chemical process responsible for the precipitation 

in a Liesegang type manner in hydrogel films.  

+ - -

2
Ag (aq)+ 2OH (aq)  [Ag(OH) ] (aq)       (11) 

- +

2 2 2
[Ag(OH) ] (aq)+ Ag (aq) Ag O (s) + H O                                   (12) 

- 0

2[Ag(OH) ] (aq)  Ag (s)     (13) 

Δ 0

2 22Ag O (s) 2Ag (s)+ O (g)                                             (14) 

Silver nitrate dissociates in aqueous and hydrogel solutions. Under basic conditions silver 

hydroxide anions can form (Equation 11), which either react to silver(I) oxide (Equation 12) 

or are reduced in presence of a reducing agent such as the hydrogel to elemental silver (Ag
0
) 

(Equation 13). However, silver(I) oxide can also be reduced to elemental silver (Ag
0
) by 

thermal treatment (>160°C)
209

 or through interaction/reaction with the hydrogel.
208,210–214

 

From the in situ AFM investigation it was found that the precipitation bands are almost 

colorless (Section 4.3.1, p. 54) before irradiation with light. This would speak against the 

possibility that the nanoparticles consist of Ag2O, because it is known that silver oxide has a 

black color, which turns to brown when it is hydrated (Ag2O·xH2O).
194,195,208,210,212

 All 

observations like the fact that band formation was observed only in alkaline milieus, or the 

coloring effect of the bands, which became visible after UV irradiation, or the occurrence of 

both silver(0) and silver(I) oxide in the XPS measurements, or the band stability found in the 

in situ AFM measurements, would fit to all proposed equilibria (Equations 11-14) if it is 

assumed that the material forming the particles (5-500 nm diameter) is elemental silver. 

There are several possible explanations for the darkening occurring during the illumination 

with UV light (within 10-30 minutes). One possibility is the formation of a very thin 

silver(I) oxide layer on top of the silver particles surface, which is a kind of passivation effect 

comparable to the passivation found in aluminum. Another possibility is the formation of 

silver(I) sulfide which is a reaction product of atmospheric abundant H2S with elemental 

silver.
215

 This effect for example causes the darkening of sterling silver over time. 

Remarkably, in the in situ AFM studies no change in the size of the particles as well as in the 
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spacing, size or height of the bands has been observed. This implies that the possible 

passivation occurs on a very small scale (0.5-5 nm) on top of the silver particles. More likely 

the darkening is caused by a purely photographic effect, where Ag
+
 ions which are abundant 

in the hydrogel/bands are reduced while absorbing photoelectrons. From classical silver 

photography
194,195

 it is known that this photoelectron induced reduction takes place at silver 

nucleation sites are (silver particles in the bands), this would explain why only the bands 

darken during UV irradiation, while the region between the bands does not change.  

Concerning the role of the hydrogel, especially for gelatin it is well known that silver 

nanoparticles can be formed from silver nitrate, where gelatin acts as reducing agent.
214,216

 In 

other words, silver nanoparticles can be formed directly in the hydrogel films out of Ag
+
 ions, 

which also occurs in other hydrogels, e.g. PVA or agarose.
210,213,214,216

 But one has to be aware 

to the fact that silver nanoparticles can be easily oxidized (Equation 13). This will occur to 

some extent at the surface of the formed silver nano particles, since our system is not closed 

and air oxygen can react with the particles forming silver(I) oxide.
217–219

 This would also 

explain why both silver(0) and silver(I) oxide was found in the XPS measurements. However, 

for a more precise model additional spectroscopic measurements are required. But to the best 

of our knowledge there was no such high resolution method available which could be used to 

detect the change of the silver oxidation state in the nanoparticle themselves. In our available 

or used methods there was either a spectral overlay or it was not possible to investigate the 

samples without a radiation source. Like in case of the silver NEXAFS, where the nitrogen K-

edge overlays with the silver M4,5-edges, shown in the investigation on the classical 

Liesegang system (Chapter 3) or in case of the XPS measurements (Section 4.3.5, p. 71), 

where the resolution was too low to distinguish between the bands and the particle size differs 

for each band leading to a broadening of the spectral lines, making it difficult to interpret the 

data. However in all analytical methods (STEM, SEM, FIB, EDX or XPS) except AFM a 

radiation source was used to investigate the samples. As seen in the video (Section 4.3.4.2, p. 

66) irradiation can influence and change the structure of the particles, which would explain 

some errors in the collected data.  

All things considered, this means that a new silver containing fine structured Liesegang-type 

precipitation system was discovered and all preparative parameters were optimized to obtain 

high reproducibility. In addition, a chemical model was proposed, which most likely explains 

the formation and the material composition of the fine structured silver Liesegang 

precipitation bands. 
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5. Control and use of the silver Liesegang system 

5.1 Introduction 

This chapter is about the structural control of fine structured silver systems and their use for 

possible applications. For a possible application of the silver system, controlled design of the 

bands, rings and other structures is necessary. Therefore, it is crucial to control the parameters 

of the precipitation and band forming process. Parameters of interest were the size of the 

particles forming the bands, the spacing between two bands, the height of the bands, the 

number of the bands (including the density within a given region), the thickness (FWHH) of 

the bands, the reproducibility, as well as the removal of the hydrogel without destroying the 

predefined structures. 

 

5.2 Structural design 

From previous investigations on the silver containing Liesegang system (Chapter 4) it was 

found that samples were most and simply reproducible in gelatin as a hydrogel. For this 

reason we decided to use this hydrogel for further investigations concerning the structural 

control/design of the precipitation bands/structures. The simplest ways to control the 

parameters (e.g. nano-/microparticle size, spacing between two bands, the height of the bands, 

the number of the bands (including the density within a given region) and the thickness 

(FWHH) of the bands), of the precipitation bands in the system were found to be the 

following: 

 varying the amount (w/w%) of the gelatin, 

 changing the initial pH of the gelatin,  

 changing the thickness of the gelatin layer, 

 varying the amount of used silver nitrate in the WET stamps.  

 

5.2.1 Sample preparation 

5.2.1.1 Gelatin films 

A set of 18 different gelatin solutions containing either 3, 5, 7, 9, 10, 11, 13, 15 or 17 w/w% 

gelatin (type 0) were prepared using 0.3 w/w% (0.176 M) and 1.0 w/w% (0.587 M) aqueous 

ammonia. Each of the solutions was vigorously shaken for 1 minute and heated (65°C) in a 

pressure stable tube (BD Falcon) for 6 hours. During heating, the solutions were shaken every 
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60 minutes. In the next step, the hot solutions were spin-coated onto glass substrates (3 x 3 x 

0.1 cm). For each solution a set of 4 samples at each coating speed (300, 500 and 750 rpm) 

was prepared, leading to a set of 216 samples.  

 

5.2.1.2 Stamps 

The unloaded stamps were prepared according to previously described procedures 

(Section 2.4.2, p. 29). One set of stamps was loaded (48 h) in 0.01 M AgNO3. Additional 3 

sets were either loaded (48 h) in 0.06 M AgNO3, 0.3 M AgNO3 or 0.6 M AgNO3. Higher 

loadings (>1.0 M) led to a precipitation in the loading solution, whereas lower loadings did 

not lead to the formation of precipitation bands/rings in gelatin films. The loading was 

performed in the dark to prevent reduction of silver nitrate. As 864 stamps were needed in 

total, 240 stamps were prepared for each silver nitrate solution (100 mL). 

 

5.2.1.3 WET stamping 

To obtain comparable results, each sample was stamped with 4 different stamps containing 

different amounts of silver nitrate. One stamp was placed on top of the gelatin film at each 

corner of the substrate (Figure 5.1). For each spin coating speed 4 samples were prepared this 

way. For proper statistics, it was ensured that the stamping time was equal for all samples. All 

stamps were removed after 40 minutes reaction diffusion time. 

 

Figure 5.1: Sample preparation: S1-S4 stands for sample 1-4, prepared at one specific spin coating speed. 

The red letters A-D stand for the used silver nitrate loaded stamps (A: 0.03 M, B: 0.06 M, C: 0.3 M, and 

D: 0.6 M AgNO3). 
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5.2.2 Analytics 

All samples were analyzed by optical microscopy and laser surface profiling. The optically 

best samples of each setup (54 samples) were further analyzed by SEM to get precise 

information about the particle size and the size distribution of the particles according to the 

location of the bands. Images of the measured samples can be found in the appendix 

(Appendix B, p. Fehler! Textmarke nicht definiert.). 

 

5.2.3 Results and discussion 

From the optical analysis of these experiments it is possible to show how the amount of added 

base (ammonia) and gelatin, the spin coating speed and the amount of silver nitrate in the 

stamps influence the specific properties of the system. The results shown in the graphs (Figure 

5.2-Figure 5.9 except Figure 5.6) are from samples prepared at 300 rpm.  

 

Figure 5.2: Average number of formed bands per sample depending on the amount of gelatin, added base 

(squares and solid lines: 0.3 w/w% ammonia; circles and dashed line: 1.0 w/w% ammonia) and the silver 

nitrate concentration (red: 0.01 M. green: 0.06 M. blue: 0.3 M. black: 0.6 M).  

Same trends were observed for samples prepared at higher coating speeds. All curve fits were 

done using the software Origin
220

, function “connect lines; B-Spline” where the points are 

weighted equally in the least squares fit. The elasticity of gelatin is controlled by the amounts 

of used gelatin and added base. The more base is added the more flexible (more liquid) the 

gelatin is, resulting in a decreasing number of bands found in the gelatin films (compared to 

samples with less base) for a given silver nitrate concentration in the stamps. But the more 
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gelatin is added, the weaker becomes the influence of the base (ammonia), the more dense 

becomes the gelatin film, resulting in an increasing number of formed bands for a given silver 

nitrate concentration (Figure 5.2). In the case of some samples, the bands are very dense and 

they are spread over a range of more than 3000 μm, making it difficult and time consuming to 

count them manually. For this reason the height, the space between two bands and their 

density (bands per micron) was measured at 4 different places within one sample (Image 5.1). 

 

Image 5.1: Optical image showing the measured places (black boxes), used to calculate the average 

number of bands per sample. First measurements were very close to the stamping zone (right), two were 

in the middle and one was at the end (left) of the propagation zone. 

 

Image 5.2: SEM image showing where SEM measurements were performed (bright quarters). Left part: 

close to the stamping core, right part: close to the precipitation propagation front. 
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For some samples the density of the bands was higher than the resolution of the optical 

microscope. Therefore SEM was used to gain information about the thickness of a band and 

the space between two adjacent bands, especially for measurements close to the stamping core 

(Image 5.2). These measurements were used to obtain the average number of bands per 

micron (Figure 5.3) which was multiplied by the length of the precipitation propagation zone 

(Figure 5.4) to obtain an average value of bands per sample (Figure 5.2). 

 

Figure 5.3: Average number of formed bands per micro meter depending on the amount of gelatin, added 

base (squares and solid lines: 0.3 w/w% ammonia, circles and dashed lines 1.0 w/w% ammonia) and the 

silver nitrate concentration (red: 0.01 M. green: 0.06 M. blue: 0.3 M. black: 0.6 M). 

 

Figure 5.4: Length of the precipitation zone depending on the amount of used gelatin (x-axis), the amount 

of used ammonia (0.3 w/w% ammonia: square and solid line or 1.0 w/w% ammonia: circle and dashed 

lines) and the silver nitrate concentration (red: 0.01 M. green: 0.06 M. blue: 0.3 M. black: 0.6 M). 
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In addition, it was found that a change in the concentrations of the initial parameters 

influences the density/spacing of the bands. In general, this means that the lower the 

concentration of the added base, the higher the amount of gelatin and the higher the silver 

nitrate load in the stamp, the denser the bands that are formed during the precipitation process 

(Figure 5.5). 

 

Figure 5.5: Average space between two bands depending on the amount of gelatin, amount of added base 

(squares and solid lines: 0.3 w/w% ammonia; circles and dashed line: 1.0 w/w% ammonia) and the silver 

nitrate concentration (red: 0.01 M. green: 0.06 M. blue: 0.3 M. black: 0.6 M). 

Samples prepared with a silver nitrate loading <0.06 M show the opposite trend to samples 

with a higher silver nitrate loading, shown in the graph above (Figure 5.5). It seems that the 

average space between two bands increases with increasing amount of gelatin. However this 

is not true because this statistical error arose due to the fact that no bands were observed for 

low concentration gelatin films (≤7 w/w%) and that the number of formed bands increased 

with increasing amount of gelatin. Moreover, it is a known 
88,90,92,104,146

 that the spacing 

between two bands increases with increasing distance from the stamping center. In case of the 

samples prepared at <0.06 M AgNO3 the precipitation propagation zone is very small (Figure 

5.4). For this reason the increase of the spacing carries much more weight compared to the 

other samples (≥0.06 M AgNO3), where the distance between the stamping zone and the end 

of the precipitation zone is much larger. In addition, it was found that the elasticity (defined 

by the amount of base and the amount of gelatin) of the gelatin hydrogel influences the 

thickness of the gelatin film at a given spin coating speed. This means that the more elastic 

the gelatin and/or the higher the coating speed, the thinner the gel films (Figure 5.6). 
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Figure 5.6: Average thickness of the gelatin layer depending on the amount of used gelatin (x-axis), the 

amount of used ammonia (0.3 w/w% squares and solid lines; 1.0 w/w% circles and dashed lines) and the 

spin coating speed (black: 300 rpm, blue: 500 rpm and red: 750 rpm). 

In order to obtain information about the thickness of the bands formed under predefined 

conditions the average FWHH of the bands was determined by surface profile analysis 

(Keyence VK-200). The thickness measurements (Figure 5.7) indicate that the thickness 

(FWHH) of a band can be controlled by changing the amounts of added base, gelatin and 

silver nitrate. 

 

Figure 5.7: Average thickness (FWHH) of the bands depending on the amount of gelatin, ammonia 

concentration (0.3 w/w% squares and solid lines; 1.0 w/w% circles and dashed lines) and the silver nitrate 

concentration (red: 0.01 M. green: 0.06 M. blue: 0.3 M. black: 0.6 M). 
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The higher the initial silver nitrate concentrations in the stamps and the less base there is in 

the system, the thinner and the denser the bands are at a given gelatin concentration. The 

shape fit of the red curve (0.01 AgNO3) shows opposite behavior to the other curve fits for 

higher silver nitrate concentrations. This would lead to the misleading conclusion that the 

thickness of the bands increases with increasing amount of gelatin. This is not true, since this 

error is caused by the same effects as the error found for the average space between two 

bands. From SEM-FIB measurements (Image 4.14) it was found that height of the bands 

measured in the surface profiles only shows the tip of the iceberg, because the main part is 

hidden in the gelatin film. If the gelatin is removed (cf. annealing experiments, Section 5.3, 

p. 87), the height of the hidden bands in the gelatin film is added to the height of the bands 

found in the surface profile measurements. This means the thicker the gelatin layer, the more 

silver particles are necessary to form the bands and the higher are the later bands in the 

sintered samples. However, as mentioned before, the spin coating speed can be used to control 

the thickness of the gelatin layer. Combined with the observations from SEM-FIB, the coating 

speed and the amount of added gelatin and base can be used to fine tune the overall height of 

the bands (Figure 5.8). Furthermore one can see that the amount of added silver nitrate has 

only a minor influence on the band height. 

 

Figure 5.8: Average band height (thickness gelatin layer and height from surface profile measurements) 

depending on the amount of gelatin, added base (black solid line: 0.3 w/w%; orange dashed line: 

1.0 w/w%) and the silver nitrate concentration (red: 0.01 M. green: 0.06 M. blue: 0.3 M. black: 0.6 M). 

The coating speed influences not only the height of the gelatin films or the height of the 

formed bands but also the propagation speed of the precipitation front and therefore, the 
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amount of bands formed in a specific time. The thinner the gelatin layer, the slower the 

propagation speed of the precipitation front and the lower the number of formed bands. The 

same is true for the amount of gelatin; the less gelatin there is in the system, the thinner the 

layers and the fewer bands can be formed (Figure 5.9). For this reason the variation of the 

coating speed can be used as additional factor for the structural control and design of the 

precipitation bands. 

 

Figure 5.9: Average number of formed bands depending on the thickness of the gelatin layer, the 

concentration of silver nitrate in the stamps (red: 0.01 M. green: 0.06 M. blue: 0.3 M. black: 0.6 M).) and 

the amount of base (ammonia) 0.3 w/w% left and 1.0 w/w% right.  

As mentioned in Section 4.3.5, it was found that the size of the particles forming the bands 

increases with increasing distance from the stamping center. This behavior is similar to the 

particle size increase found in the case of the classical system.
90

 In addition, it was also found 

that this effect directly correlates with the increasing space between two bands which also 

increases with increasing distance from the stamping center (Image 5.3 and Image 5.4). 

 

Image 5.3: SEM image showing the places for cross sections. 1: close to the precipitation front, 2: in the 

middle of the precipitation zone and 3: close to the stamping center. 
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Image 5.4: SEM-FIB cross sections for particle size analysis. 1: At the end of the precipitation zone. 2: 

Middle of precipitation zone. Numbering according to the SEM-FIB cross sections (Image 5.3).  

In the shown system (15 w/w% gelatin, 0.3 w/w% NH4OH, 300 rpm, 0.01 M AgNO3) one can 

clearly see how the particle size, the thickness (FWHH) and the space between the bands 

directly correlate with the distance from the stamping center. Largest particles (≥70 nm) were 

found close to the end of the precipitation zone (1), medium sized particles (≥40 nm) in the 

middle (2) and smallest particles (≥10 nm) were found very close to the stamping area (image 

not shown). However, it has to be mentioned that this drastic increase is only found in 

samples prepared with AgNO3 (≤0.01 M). With increasing amount of silver nitrate this effect 

is decreasing.  

 

5.2.4 Conclusion 

By changing several initial parameters in the system, i.e. the concentration of the base, the 

hydrogel (gelatin), and the outer electrolyte (silver nitrate load in the stamps), and the 

thickness of the hydrogel film, we are able to produce bands with predefined structural 

properties.  
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5.3 Removal of the gelatin 

For possible applications of the fine structured silver containing bands it is crucial to remove 

the gelatin. For example, during photoelectrochemical treatment gelatin would dissolve in the 

electrolyte and as a consequence, the bands would be dissolved as well. Another critical point 

is to be able to remove the gelatin without destroying the fine structured precipitation bands. 

In Section 4.4, it was suggested that the particles forming the bands consist most likely of 

elemental silver and small amounts of silver(I) oxide, which decomposes by thermal treatment 

(>160°C).
221–224

 For these reasons it was decided to investigate the removal of gelatin and the 

decomposition of the silver-containing bands by thermal treatment. 

 

5.3.1 TGA analysis 

Thermogravimetric analysis was needed to get precise data about the decomposition point of 

gelatin. For this reason three different samples were tested (Figure 5.10): Sample 1: dry 

gelatin granular (type 0). Sample 2: dried gelatin, peeled off from a glass substrate (prepared 

equally to sample 3). Sample 3: 10 w/w% gelatin (type 0) in ammonia (0.3 w/w%), heated at 

65°C for 4 h, and cooling at ambient temperature overnight. 

 

Figure 5.10: Thermogravimetic analysis of gelatin (type 0): Water loss between 50-115°C (green brackets). 

Decomposition between 220-400°C (orange brackets), starting decomposition at 220-230°C and finished 

decomposition between 410°C (sample 2+3) up to 520°C (sample 1). 
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From thermogravimetric analysis it was shown that gelatin decomposes between 220-410°C 

when only small amounts of gelatin are present as in samples 2 and 3. If higher amounts of 

gelatin are present (e.g. sample 1), higher temperatures (up to 520°C) are needed to facilitate 

full decomposition of the gelatin. This has to be taken into account for the thicknesses of the 

gelatin films. The thicker the gelatin film, the more heat is needed. 

 

5.3.2 Sintering process 

5.3.2.1 General and sample preparation 

For annealing/sintering a muffle furnace (Nabertherm) was used. Each sample was treated 

separately to avoid contamination or sample loss due to possible problems during the heating 

process. 

A 10 w/w% gelatin solution was prepared by mixing 1.0 g gelatin (type 0) with 9.0 g of 

0.3  w/w% ammonia (0.176 M). The freshly prepared mixture was shaken vigorously and 

heated for 6 hours at 65°C. During the heating process the solution was shaken several times. 

After spin coating (300 rpm, 1 min) the hot solution onto small glass and FTO-glass 

substrates (1.0 x 1.0 x 0.1 cm) the samples were allowed to dry at ambient temperature 

overnight. For WETs, a standard (3 x 3 pins) agarose stamp loaded in 0.3 M AgNO3 (48 h) 

was used. After 40 minutes the stamps were removed and the samples were allowed to dry for 

2 hours, before they were treated with UV (256 nm) light for 40 minutes. All samples were 

further analyzed by optical microscopy, in order to see if and how the temperature/the 

annealing process influences the shape of the fine structured Liesegang bands. 

 

5.3.2.1.1 Setup 1 

In the first experiment the annealing/sintering process was started at room temperature (22°C) 

and the furnace was continuously heated up to 440 °C within 3 hours. After an additional 2 

hours at 440°C, the sample was removed from the furnace. Unfortunately the sample was 

completely black and the remaining material vanished after treating the sample with a stream 

of nitrogen (0.05 bar). This was repeated for another 2 samples. 
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5.3.2.1.2 Setup 2 

Since a continuous increase of the temperature up to a desired value destroys the gelatin layer 

as well as the precipitation bands, a stepwise heating procedure was tested, where the furnace 

was preheated to a desired temperature. The sample was then annealed/sintered at that 

temperature for a certain time. As mentioned before, silver(I) oxide starts to decompose at 

160°C and gelatin at around 220°C. For these reasons the stepwise sintering process was 

started at 200°C. The samples were left in the furnace for 3 hours or more. The used sintering 

times and temperatures can be found in Table 5.1. For proper statistics the sintering process 

was repeated three times for each temperature.  

Table 5.1: Sintering temperature and time for the samples shown in Image 5.5. 

 

 

Image 5.5: Optical image of sintered samples. Sintering parameters can be found in Table 5.1. 

After sintering (200-340°C), the samples 1-10 were analyzed by optical microscopy. Samples 

(11-18) sintered at higher temperatures (≥360°C) were also further investigated by SEM, 

SEM-FIB and EDX.  

Sample 1 2 3 4 5 6 7 8 9 10 11 12 13 14 15 16 17 18

Temperature [°C] 200 220 240 240 260 280 300 300 320 340 360 360 360 380 380 400 420 420

Time [h] 3 3 3 o/n 3 3 3 o/n 3 3 o/n 6 3 3 o/n 3 3 o/n
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5.3.2.2 Results and discussion 

Proper gelatin removal was observed for sintering temperatures starting at 360°C. For this 

temperature a sintering time of 12 h (overnight) was needed for full gelatin removal. For 

higher temperatures (≥380°C) a full removal of gelatin without destruction of the fine 

structures (sample 11) was observed after 3 h (Image 5.6). 

 

Image 5.6: SEM image of sample 11, sintered at 360°C for 12 hours with indicated delimitation of areas. 

However, the fine structures were only stable when the spacing between the bands was larger 

than 7 μm (Image 5.7). For bands which were denser, as in the case of the intermediate 

(Image 5.8) or inner part (Image 5.9), the fine structured bands disappeared and equally 

dispersed nanoparticles were observed. 

 

Image 5.7: Zoomed SEM image of the outer part shown in the SEM Image 5.6. Overview image of the 

sintered bands (left), high resolution image on top of a band (right). 
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Image 5.8: Zoomed SEM image of the intermediate part shown Image 5.6. 

 

Image 5.9: Zoomed SEM image of the inner part shown in the SEM (Image 5.6). Overview (left) and high 

resolution image (right). 

On some of the prepared samples the fine structured bands disappeared completely and a new 

self-organized structure (Image 5.10) was observed. This can be explained by the 

decomposition of gelatin. Especially for thicker gelatin films (1-2 mm) the gelatin sometimes 

bubbles up during the sintering process, leading to a rearrangement of the nanoparticles. 

 

Image 5.10: Optical image of a sample also sintered at 360°C for 12 h, where rearrangement was 

observed. 
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For the properly sintered samples, SEM-FIB (Image 5.11) was used to map the silver particles 

on top of the substrate (FTO-glass). The particles forming the bands are close to each other 

within the bands but well separated between the bands. In addition, one can see how close the 

particles are to the FTO surface and how they bind to this. The binding of the particles to FTO 

is likely to be caused by small molten silver particles (Image 5.11 bottom). 

 

Image 5.11: FIB image: Top left image (before), top right image (after) FIB cross section through five 

sintered bands. Bottom image: high resolution SEM image of the 4
th

 band. Labels indicate the different 

materials found in the cut. 

 

5.3.2.3 Conclusion 

The annealing/sintering experiments showed how simply the gelatin can be removed from 

temperature stable substrates (e.g. glass, FTO-glass) without destroying the structures. In 

addition, full conversion of the nanoparticles to elemental silver as side benefit has been 

observed. This observation is an additional proof for the proposed chemical model, describing 

the origin of the material forming the fine structured silver bands (Section 4.4, p. 75).  
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Another benefit was that the sintering led to the fixation of the nanoparticles/bands on top of 

the substrates, which increases the number of possible applications. The only two 

disadvantages of the sintering process were the problems with the band stability if the space 

between two bands was less than 7 μm, and the formation of dispersed particles between two 

bands. However, the precise silver bands and the additional inter-band particles can be used to 

increase the active surface area of hematite in PEC photoanodes (cf. Section 5.4.3). In 

summary this means that the positive aspects of the sintered silver system dominate over 

negative aspects. 

 

5.4 Investigated Applications  

5.4.1 Application as scattering/light absorbing layers 

The light scattering and/or light absorbing properties of the fine structured silver Liesegang 

bands were investigated using a water soluble iridium(III) coordination compound in gelatin. 

The used iridium complex (Figure 5.11) was prepared in our group by Dr. Gabriel Schneider 

for applications in light-emitting electrochemical cells (LECs). 

 

Figure 5.11: Iridium(III) coordination compound GES-165. 

 

5.4.1.1 Sample preparation 

A 10 w/w% gelatin solution (type 0) in ammonia (0.05 w/w%) was prepared according to 

previous protocols (Section 4.2.1). The iridium coordination compound (0.005 M) was added 

to the hot (65°C) solution and the mixture was shaken vigorously. After additional heating for 

1 h (65°C) the solution (300 μL) was spin coated (1 min at 300 rpm) onto standard glass 

slides (3 x 3 x 0.1 cm). After drying the samples overnight at room temperature, a 0.3 M 

AgNO3 loaded (48 h) agarose stamp (3 x 3 pins) was used for WETs.  
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After the reaction diffusion process was stopped (40 min) the sample was irradiated with UV 

light and investigated using the laser microscope. 

 

5.4.1.2 Results and discussion 

Silver bands/rings formed in the gelatin-iridium coordination compound mixture. 

Interestingly the sample shows lighting properties during irradiation with the laser (408 nm) 

from the laser microscope. However if the sample is moved and the laser beam is directed 

onto the silver bands the lighting of the compound stops (Figure 5.15). This implies a possible 

light absorbing effect caused by the silver bands. 

 

Image 5.12: Optical image showing the lighting of the iridium compound in the gelatin film when 

irradiated with the laser (408 nm) and the light absorbtion of the fine structured silver bands. The QR 

code (top left) is linked to www.youtube.com/watch?v=q7xZaINLafM. 

 

5.4.1.3 Conclusion 

By implementation of the silver rings onto a light emitting iridium coordination compound it 

was shown how strong the silver structure absorbs the light from the laser beam. This 

observation can be used to tune other systems, e.g. hematite containing photo anodes. 
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5.4.2 Applications as mesoscale grids, meshes or sieves 

The density of the bands, the material composition and the possibility to remove gelatin by 

annealing/sintering open possible applications of the silver Liesegang system as mesoscale 

grids, meshes or sieves. To observe grid-like structures, special sample preparation was 

needed. From the structural design experiments (Section 5.2), it was shown how it is possible 

to control parameters, such as spacing, height and the FWHH of the bands in the silver 

Liesegang system. This knowledge is necessary to generate grid-like structures with precise 

sizes. The following setup was used as a proof-of-principle. This should also work for other 

Liesegang systems. 

 

5.4.2.1 Stamp preparation 

For the preparation of grid like structures, the shape of the stamp had to change to observe 

more parallel bands instead of ring like bands. From the literature
87,91,125

 it is known that the 

bands adopt the predefined shape of the stamps. For this reason rectangular (cuboid) agarose 

stamps were prepared (3 x 0.2 x 0.3 cm). The agarose solution was prepared in the same way 

as for all the other stamps (Section 2.4.2, p. 29). However, for this type of stamps no 

predefined mask was needed. After pouring the hot agarose (6 w/w%) solution into a petri 

dish, the gel was allowed to cool to ambient temperature before it was cut into rectangular 

solid forms. 40 agarose cuboids were then loaded in 0.3 M AgNO3 (30 mL) for at least 24 h. 

 

5.4.2.2 Sample preparation  

In the first step a 10 w/w% gelatin solution (type 0) was prepared in 0.3 w/w% ammonia 

(0.176 M). The following heating, spin coating, drying, WETs (Figure 5.12 A, B) and UV 

treatment was performed according to previously described procedures (Section 5.2), to 

obtain a set of 10 samples (Figure 5.12 C). After analyzing the samples by optical microscopy, 

a second gelatin layer was spin coated (400 rpm) on top (Figure 5.12 D). The used gelatin had 

a temperature of only 35°C, to prevent the first layer from dissolution. The higher coating 

speed was needed to compensate the higher viscosity due to the lower temperature. After 

drying the samples overnight the WETs technique (Figure 5.12 E) was used to prepare a 

second band on top of the bands in the first layer.  
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In the final step the stamps were removed (Figure 5.12 F), the samples were irradiated with 

UV-light (256 nm) and analyzed by optical microscopy. 

 

Figure 5.12: Scheme of the preparative setup using fine structured silver Liesegang bands for the 

preparation of grid-like structures. 

 

5.4.2.3 Results and discussion 

All 10 tested samples showed mesoscale grid-like structures. The best results were obtained 

when the stamp on the second layer was placed perpendicular to the propagation direction of 

the bands in the first layer beneath (Image 5.13). From repetition experiments it was shown 

that several parameters are crucial for a successful formation of mesoscale grids. First, 

interactions between the two gelatin layers have to be kept as small as possible; otherwise the 

particles forming the bands in the first layer would be dissolved and rearranged during the 

WETs process in step 5 (Figure 5.12 E). For this reason the primary gelatin layer containing 

the first set of fine structured silver bands needs to be very dry before a second gelatin layer is 

added. A pretreatment at high vacuum (10
-3

 mbar) for at least 3 hours after step 3 (Figure 

5.12 C) is enough to stop interactions between the two layers. 
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Image 5.13: Optical image of a meso scale grid prepared by using the new fine structured silver Liesegang 

precipitation system. 

Another crucial factor is the temperature of the gelatin solution for the second layer. The best 

results were obtained for cold (35°C) but still liquid gelatin. An additional significant factor is 

the wetness of the agarose stamp. If the stamps were not allowed to dry enough before 

stamping, the water in the stamps led to a swelling of the gelatin layers and therefore to an 

interaction between the two layers. This would again lead to dissolution, causing a change of 

the predefined band structures, which means that the particles forming the bands lose 

coherence and start to disperse.  

 

5.4.2.4 Conclusion 

If the above described setup is now combined with the before showed possibility to control 

the parameter of the bands, e.g. spacing between two bands and/or the possibility to remove 

gelatin without destroying the structures, the silver Liesegang system can be used for the 

controllable production of mesoscale silver grids/meshes or sieves. Since all the components 

are cheap and commercially available and  the silver nitrate loaded stamps can be reused (up 

to 10 times if reloaded), this method can be described as a green, environmentally friendly, 

simple and low cost way for the production of mesoscale grids.   
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5.4.3 Application in PEC cells 

As mentioned in the introduction one aim of this project was to increase the efficiency of 

hematite containing photoanodes in photoelectrochemical cells (PECs). Hematite (α-Fe2O3/ 

rust) is a suitable material to be used for water oxidation (oxygen evolution) and therefore for 

the production of hydrogen fuel by solar water splitting. But it was also described why 

hematite shows weak efficiencies (cf. Chapter 1). Spatial and material properties of the fine 

structured silver Liesegang rings/bands make them an ideal candidate to overcome the 

efficiency problems. The fine structured silver Liesegang bands were investigated from two 

aspects. Firstly, to increase the active surface area of hematite, and secondly, to increase the 

conductivity between the hematite layer and the FTO-glass, since silver is known to be the 

most conductive metal/element.
212,225,226

 Additionally, possible light scattering/harvesting 

properties of the silver rings/bands, (cf. Section 5.4.1, p. 93) were expected to lead to an 

additional increase in efficiency. 

 

5.4.3.1 Hematite nanoparticle preparation 

Si-doped hematite was prepared according to modified literature procedures. From the 

literature it was also known that the amount of dopant influences the efficiency of the anode 

material.
78–80,182

 For this reason the amount of added TEOS used as the silicon dopant source 

was varied between 3.7, 1.5, 1.0 and 0.5 w/w%. 

 

5.4.3.1.1 Silicon doped hematite 

0.5 w/w% dopant            

After combining oleic acid (3.00 g, 10.6 mmol, 6.0 eq.) and TEOS (0.025 g, 0.12 mmol, 0.068 

eq.) the mixture was heated at 90°C. After 30 minutes iron(III) nitrate (5.0  g, 12.4 mmol. 7.0 

eq.) was added and the homogeneous molten mixture was heated at 130°C until a reddish-

brown viscous mass was observed (within 30-70 min). This reddish mass was subsequently 

treated with tetrahydrofuran (THF), the resulting solution was stirred with a glass rod for 10 

min and the reddish precipitate was separated from the solution by centrifugation (6 min at 

3000 rpm). After centrifugation, the supernatant was recovered either for the dip coating or 

for direct preparation of hematite nanoparticle powder by annealing at 450°C (4 h). 



99 Chapter 5 

Control and use of the silver Liesegang system 
 

 

The same procedure was used for the other desired dopant rates, simply changing the amount 

of added TEOS. 

1.0 w/w% Si dopant: TEOS (0.050 g, 0.240 mmol, 0.14 eq.) 

1.5 w/w% Si dopant: TEOS (0.075 g, 0.360 mmol, 0.20 eq.) 

3.7 w/w% Si dopant: TEOS (0.184 g, 0.884 mmol, 0.50 eq.) 

 

5.4.3.1.2 Results and discussion 

The hematite nanoparticles and the implementation of the dopant in the prepared powder were 

investigated by SEM, Raman spectroscopy and XPS.  

During the annealing process of the supernatant, iron oxide is formed. Depending on the 

temperature, different iron(III) oxide species like maghemite (γ-Fe2O3) and hematite (α-

Fe2O3) (differing in their properties and lattice structures/morphology) can be formed.
227

 For 

this reason it was necessary to determine the material composition of the powder by Raman 

spectroscopy and X-ray powder diffraction (XRD).
228

 

 

5.4.3.1.2.1 SEM analysis 

SEM analysis of the hematite powders shows how the amount of added dopant influences the 

surface of the material. The more dopant is added, the higher/larger the surface area (Image 

5.14-Image 5.17 left) and the larger the hematite particles (Image 5.14-Image 5.17 right). 

 

Image 5.14: Sintered hematite nanostructures prepared with 0.5 w/w% Si dopant (TEOS). Left: silicon 

implementation, right: hematite nanoparticle size. 
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Image 5.15: Sintered hematite nanostructures prepared with 1.0 w/w% Si dopant (TEOS). Left: silicon 

implementation, right: hematite nanostructures size. 

 

Image 5.16: Sintered hematite nanostructures prepared with 1.5 w/w% Si dopant (TEOS). Left: silicon 

implementation, right: hematite nanostructures size. 

 

Image 5.17: Sintered hematite nanostructures prepared with 3.7 w/w% Si dopant (TEOS). Left: Si-

implementation, right: hematite nanostructures size. 
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Some of the SEM images were colored to show how the silicon dopant is implemented into 

the hematite (Image 5.18). However, if no dopant is added, the hematite layers are almost flat 

and the particles are around 10-20 nm thin (Image 5.19). 

 

Image 5.18: Colored SEM image of Si-doped hematite. Si-dopant (cyan), hematite (red). 

 

Image 5.19: SEM image of hematite without dopant (red), white parts: charging effect on hematite 

nanoparticles due to loss of platinum sputter layer.  
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5.4.3.1.2.2 Raman spectroscopy 

The three Raman shifts (Figure 5.13) at 225, 293 and 395 cm
-1

 are characteristic for hematite, 

if maghemite would have been present additional strong and broad shifts around 350, 500 and 

700 cm
-1

 would have been observed.
228,229

 

 

Figure 5.13: Raman spectrum of 0.5 w/w% silicon doped hematite. 

 

5.4.3.1.2.3 X-ray powder diffraction (XRD) 

The results from the XRD measurements of 0.5 w/w% Si-doped hematite, shown in the X-ray 

diffractogram (Figure 5.14) were compared to literature values
80,228,230

 of Si-doped hematite 

and pure hematite. Interestingly no pattern of the Si-dopant was observed in the 

diffractograms. This might be due the low amount of added dopant (0.5-3.7 w/w%). 

 

Figure 5.14: X-ray powder diffractogram of 0.5 w/w% silicon doped hematite. 
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5.4.3.1.3 Conclusion 

The setup for the preparation of hematite films and nanoparticles was successfully adopted 

and modified for our needs.
80

 Both Raman and XRD show full conversion to hematite for 

annealing/sintering temperatures above 450°C. 

 

5.4.3.2 PEC photoanode preparation 

5.4.3.2.1 Introduction 

Four different setups combining hematite with the fine structured silver Liesegang system 

were proposed to investigate influences of the bands/rings on the water oxidation efficiency of 

the anode (Figure 5.15). For transparency and conductivity reasons FTO-glass was used as 

substrates for all prepared PEC-anodes containing hematite. 

 

Figure 5.15: Scheme showing the setup used for PEC photoanode preparation. Blue lines: fine structured 

silver Liesegang bands; red: implementation of hematite; grey: substrate (FTO-glass).  

 

5.4.3.2.2 Experimental and results 

In the work of my colleague Florent Boudoire,
231

 it was shown that it is possible to prepare 

very thin hematite layers by annealing/sintering iron nitrate. For this reason this technique 

was adopted and tested in my systems as well. In setup 1 and 2 the silver Liesegang system 

was used to increase the surface and conductivity of the hematite photoanode. In setup 3 and 4 

the silver Liesegang system was used as scattering or light absorbing/harvesting layer, to 

increase the amount of light absorbed at the surface of the photoanode.  
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5.4.3.2.2.1 Setup 1: Using the silver Liesegang system as hematite carrier  

Si-doped (3.7 w/w% dopant) hematite (1.0 w/w%) was added to a previously prepared 

10 w/w% gelatin solution (type 0) in 0.3 w/w% ammonia (0.176 M). Heating, spin coating, 

drying, WETs and UV treatment was performed according to sample preparation described in 

previous sections (Section 5.2), to obtain a set of 8 samples (4 x 300 rpm and 4 x 500 rpm). 

For wet stamping a 0.3 M AgNO3 (48 h) loaded standard (3 x 3 pin) agarose stamp was used 

(Figure 5.15 top left). 

 

5.4.3.2.2.2 Setup 2: Using the silver Liesegang system as hematite carrier substrate  

A set of 24 samples containing fine structured silver Liesegang bands in gelatin was prepared 

according to previous experimental setups (Section 5.2) using 10 w/w% gelatin (type 0) in 

0.3 w/w% ammonia, a coating speed of 300 rpm and 0.3 M AgNO3 (48 h) loaded agarose 

stamps (3 x 3 pins). After UV-treatment and optical analysis half of the samples were sintered 

at 380°C according to the procedure described in Section 5.3.2.1.1. The second half was used 

without further treatment (Figure 5.15 top right). 

 

5.4.3.2.2.3 Setup 2a: hematite on top of the silver bands in gelatin 

Using annealed hematite nanoparticles (setup 2a-1) 

Annealed hematite nanoparticle powder (3.7 w/w% dopant) was dissolved in water to obtain a 

50 w/w% hematite solution. This solution (0.3 mL) was spin coated (200 rpm) on top of the 

gelatin films containing the silver bands, resulting in a set of 4 samples. One sample was used 

for stability tests in water. The second sample was analyzed by SEM-FIB, to obtain 

information on whether the hematite nanoparticles were incorporated inside the gelatin. The 

remaining two samples were sintered at 400 °C for 4 hours. One of these samples was also 

analyzed by SEM-FIB to obtain information about the distribution of the hematite. The 

second annealed sample was tested in PECs. 

 

Results and discussion (setup 2a-1) 

Sample 2a-1/a was dissolved in water after 50 minutes. Sample 2a-1/b showed no difference 

between a hematite loaded and a non-loaded sample. Sample 2a-1/c showed also no 

difference. Sample 2a-1/d did not work in PEC cells.  
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Using the THF-hematite precursor solution (setup 2a-2) 

The THF containing hematite (3.7 % dopant) solution was drop coated (200 μL) on top of the 

silver bands in the gelatin, resulting in a set of 4 samples. One sample was analyzed by SEM-

FIB to observe information if and how much hematite nanoparticles were incorporated by the 

gelatin. The remaining samples were sintered at 400 °C for 4 hours. One of these samples was 

also analyzed by SEM-FIB and another will be tested in PECs. 

 

Results and discussion (setup 2a-2) 

From optical microscopy no change of the bands was observed after adding the THF solution. 

In both FIB samples no change was observed either. However, PEC measurements have yet to 

be done. 

 

Using iron(III) nitrate in EtOH (setup 2a-3)  

A 0.5 M Fe(NO3)3 solution was prepared in ethanol and 400 μL were spin coated (300 rpm) 

on top of the silver bands in the gelatin.  

 

Results and discussion (setup 2a-3) 

Unfortunately, after addition of the iron(III) nitrate solution, the gelatin layer cracked and all 

bands vanished. The cracking might be due to water loss of the gelatin layer after addition of 

ethanol. However the vanishing of the bands can be explained by a possible silver etching 

process
232,233

 in iron nitrate. The pH of the Fe(NO3)3 solution prepared in EtOH and water 

were was 0.41 and 1.12, respectively. 

 

5.4.3.2.2.4 Setup 2b: hematite on top of the sintered silver bands 

Same sample preparation as for setup 2a. The only change was the use of sintered silver bands 

(no gelatin in the system). Hematite was implemented either by solution coating of aqueous 

(5.0 w/w%) preannealed hematite nanoparticles, by dip coating using the THF-iron(III) 

nitrate/fatty acid solution or by spin coating (300 rpm) an 0.5 M iron(III) nitrate solution 

(aqueous, or in EtOH) on top of the sintered silver bands. After addition, the samples were 

sintered again at 450 °C for 6 h (Figure 5.15 top right). 
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Results and discussion 

Using pre annealed hematite nano particles 

No change in the samples was observed in the FIB measurements, meaning that no hematite 

structure was found on top of the bands. For this reason the samples were not tested in PEC. 

Using the THF-hematite precursor solution  

Only a few very spread hematite particles have been observed in SEM and SEM-FIB 

measurements. For this reason no PEC measurements were performed. 

Using iron(III) nitrate in EtOH (for later sintering and conversion to hematite) 

Same observation was made as for silver bands in gelatin, where the nanoparticle vanished 

after addition of the iron(III) nitrate (Image 5.20). 

 

Image 5.20: SEM images of a FIB cross section. Left image: cross section through a sintered fine 

structured silver Liesegang band (before addition of the iron(III) nitrate solution). Right image: cross 

section of a sintered silver bands containing sample after addition of the iron(III) nitrate solution. 

Materials found in the cross sections are indicated.  

 

5.4.3.2.2.5 Setup 3 and 4: Using the silver Liesegang system as scattering or light 

absorbing/harvesting layer  

The anode was prepared by dip coating (4 times) FTO-glass into the Si-doped (3.7 w/w% 

dopant) hematite-THF solution. After sintering at 450°C, the samples were washed with 

milliQ water until the hematite layer on the glass site of the FTO-glass disappeared. After 

drying, the samples were measured in PECs (at EMPA). After PEC measurements the samples 

were covered with a gelatin layer. The gelatin layer was added by spin coating (300 rpm) a 

hot (65°C) 10 w/w% gelatin solution containing 0.3 w/w% ammonia on top of either the glass 
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side (Figure 5.15 setup 3) or on top of the FTO-hematite side (Figure 5.15 setup 4). The 

samples were allowed to dry at ambient temperatures overnight before the WETs technique 

was used for formation of silver bands. For wet stamping a 0.3 M AgNO3 (48 h) loaded 

standard (3 x 3 pins) agarose stamp was used and the stamps were removed after 2 h 

(glass side) or 6 h (hematite side). After UV treatment (30 min at 256 nm) the samples were 

sintered at 380 °C (4 h) and analyzed by optical microscopy.  

 

Results and discussion (setup 3 and 4) 

Stable silver bands/rings were observed on samples when the glass side was covered (not the 

hematite layer) (Image 5.21). 

 

Image 5.21: Optical image of sintered silver bands on the glass side of a hematite PEC anode. The red lines 

indicate the sintered silver bands. 

No precipitation bands were observed for samples prepared in setup 4, when it was tried to 

implement the fine structured silver bands on top of hematite. In addition, it was found that 

the precipitation process for this type of samples was very slow. After 6 hours the propagation 

only occurred up to 2 mm from the stamping center. At the same time the precipitation range 

on the glass side was up to 1.5 cm from the stamping center. This slowdown of the 

precipitation propagation speed might be due to interactions of silver ions with the rough 

hematite surface. The few precipitation bands found before sintering vanished after sintering. 

For this reason only the samples with the bands on the glass side were measured in PECs. 
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5.4.3.2.3 Conclusion 

It was challenging to implement the silver bands in and onto hematite containing material. 

Most of the prepared anodes showed minor efficiency improvement after addition of a silver 

Liesegang bands containing layer. Further PEC measurements are needed.  
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6. Screening of new precipitation bands forming systems 

6.1 Introduction 

This chapter is about the development of a simple but efficient strategy for high-throughput 

screening (HTS) of new materials and electrolyte combinations, to generate new Liesegang 

type periodic precipitation bands. From previous experiments concerning the classical 

Liesegang (Chapter 3) and the new silver Liesegang system s(Chapter 4), it was found that a 

chemical equilibrium with the ability to form insoluble compounds is necessary for the 

creation of periodic precipitation bands. In case of the classical system it was the 

chromate/dichromate equilibrium forming two different types of precipitates. In the new 

silver Liesegang system it was the equilibrium between Ag
+
 and Ag

0
 under basic conditions 

which facilitates the periodic precipitation process. It was also found which parameters are 

crucial for the control of the formation of this process. Keeping in mind the necessity for 

having a chemical equilibrium generating both soluble and insoluble compounds and the 

possibility to control the precipitation process, a simple three step protocol for screening new 

materials, allowing a high throughput of test systems, has been developed. In the first step, 

precipitation experiments were performed in aqueous solution, by mixing at least two 

components. Once a precipitate forming system was found the same compound combination 

was further investigated for precipitation band forming abilities, using a special test plate 

developed for this purpose. By using this test plate it was possible to optimize/adjust the 

prerequisites under which precipitation band formation was observed in a hydrogel matrix. In 

the last step the WETs technique was used to transform the optimized (under HTS-conditions) 

systems into the micro- and nanoscale. This was done to obtain systems with an increased 

surface area compared to bulk materials. This increase might lead to an increase in the 

catalytic efficiency of catalyst materials. For this reason several different metal salts and 

coordination compound combinations were tested. 

 

6.2 Experimental 

6.2.1 Step 1: Precipitation experiments in solution 

In the first step the materials/compounds were screened for their ability to form precipitation 

products if they were combined at given concentrations. For the formation of Liesegang 

precipitation bands in a hydrogel it is necessary that both compound A and B are water 



Section 6.2 

Experimental 
110 

 

soluble, but still forming insoluble compounds if combined at different concentrations. The 

concentration factor is crucial for the control of the later diffusion direction in the WET 

stamping setup. For this reason simple solution experiments as shown in Figure 6.1 were 

carried out. The ability of the system forming precipitates at different concentrations was 

tested by mixing a solution containing compound A with a 10 times less concentrated solution 

containing compound B and vice versa. Used/tested concentrations: 0.01 M and 0.1 M.  

 

Figure 6.1: Simple solubility-precipitation experiments in water (From left to right): Sodium tungstate + 

silver nitrate, sodium molybdate + silver nitrate, [Ru(bpy)3]Cl2 + potassium dichromate, [Ru(bpy)3]Cl2 + 

potassium chromate, [Ru(bpy)3]Cl2 + sodium molybdate and [Ru(bpy)3]Cl2 + sodium tungstate. 

 

6.2.1.1 Investigated salt/compound (A/B) combinations in aqueous solutions 

6.2.1.1.1 Salts 

Potassium dichromate (K2Cr2O7), potassium chromate (K2CrO4), silver nitrate (AgNO3), 

potassium tetrachloridoplatinate (K2PtCl4), palladium(II) chloride (PdCl2), ruthenium(III) 

chloride hydrate (RuCl3·xH2O), iron(II) sulfate hepatahydrate (FeSO4·7H2O), iron nitrate 

nonahydrate (Fe(NO3)3·9H2O), sodium tungstate dihydrate (Na2WO4·2H2O), sodium 

molybdate dihydrate (Na2MoO4·2H2O), potassium tetrachloroaurate(III) (KAuCl4), iron(III) 

chloride hexahydrate (FeCl3·6H2O), sodium oxalate (Na2C2O4), copper(II) sulfate 

pentahydrate (CuSO4·5H2O), ammonium hexafluoridophosphate (NH4PF6), silver 

hexafluoridophosphate (AgPF6) and copper(II) acetate monohydrate (Cu(CH3COO)2·H2O). 

Detailed description and supplier of the used compounds can be found in Section 2.5.2. 

 

6.2.1.1.2 Coordination compounds 

From the literature
234,235

 it is known that coordination compounds can be precipitated out of a 

solution if the counterion is exchanged. Since coordination compounds are used in 

applications such as catalyst materials, it was decided to study simple [Fe(bpy)3]Cl2 (tris(2,2’-
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bipyridine)iron(II) dichloride), [Ru(bpy)3]Cl2 (tris(2,2’-bipyridine)ruthenium(II) dichloride) 

and [Fe(pytpy)2]Cl2 (bis(4′-(4-pyridyl)-2,2′:6′,2″-terpyridine)iron(II) dichloride) (Figure 6.2) 

as model systems for other metal coordination compounds. Since in the case of the 

coordination compounds, an exchange of the counterion was of interest, the following salts 

were tested in combination with the coordination compounds: K2Cr2O7, K2CrO4, AgNO3, 

FeSO4, Na2WO4, Na2MoO4, KAuCl4, Na2C2O4, CuSO4, NH4PF6, AgPF6 and Cu(CH3COO)2. 

However the pH of the solution can also be a crucial parameter for the formation of 

precipitates. For this reason all systems where no precipitates were formed were tested again 

under alkaline and acidic conditions. The pH was adjusted by ammonia or citric acid.  

 

Figure 6.2: Molecular structures of: [Fe(bpy)3]Cl2 (tris(2,2’-bipyridine)iron(II) dichloride) (left), 

[Ru(bpy)3]Cl2 (tris(2,2’-bipyridine)ruthenium(II) dichloride) (middle) and [Fe(pytpy)2]Cl2 (bis(4′-(1-

pyridyl)-2,2′:6′,2″-terpyridine)iron(II) dichloride) (right). 

 

6.2.2 Step 2: Screening for band forming abilities 

Once a working, precipitate forming system was found, this system was further investigated 

for its ability to form precipitation bands in a Liesegang type manner. For this reason a special 

high throughput screening (HTS)-plate was designed (Figure 6.3 left). Blue prints can be 

found in the appendix (Appendix B, p. 162). By using this HTS-method, it is possible to 

compare the results of stepwise changes in the geometry of the system, leading to control over 

parameters such as the effect of gravity (X, Y, Z-tilt), the amount of material, the use of 

different salts, ionic liquids or hydrofluids, reaction times and temperatures in parallel.  
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Figure 6.3: Left: scheme of the high throughput screening plate (HTS-plate). Yellow parts indicate gelatin 

containing the inner electrolyte/compound A. Red parts indicate the outer/invading electrolyte/compound 

B. The black bands represent the precipitation bands which are formed during the reaction-diffusion 

process. The blue arrows show the diffusion direction. Right image: photo of an actual HTS-plate showing 

the reaction-diffusion-precipitation bands found in the classical Liesegang system. 

The plate consists of a series of holes which were filled with gelatin containing compound A. 

After gelation, one end of the hole is hollowed out and replaced by gelatin containing 

compound B. The system is then closed tightly with a PMMA plate, to be able to monitor the 

precipitation process and to prevent the system from drying out. In order to control the 

diffusion direction, compound A must be of lower concentration than B. The precipitation 

bands containing compound C are formed when a reaction occurs while compound B diffuses 

into the compound A containing medium. The band formation can be tuned via variations in 

pH and concentrations of compound A and/or B in the gelatin solutions. In the example 

(Figure 6.3 right), the classical Liesegang system containing potassium dichromate as 

compound A and silver nitrate as B, was used. During the reaction-diffusion-process, silver 

dichromate formed (compound C) as precipitation bands. 5, 10 and 15 w/w% gelatin (type 0) 

solutions were used as hydrogel. The pH of the hydrogel was adjusted by preparation of the 

gel in either milliQ water (neutral), in alkaline solutions of ammonia (0.3 w/w%) or KOH (0.1 

M), or under acidic conditions citric acid (0.1 M) or HCl (0.1 M). After the gelatin solutions 

were prepared, compound A (0.005 M, 0.01 M, 0.05M, 0.1 M) and compound B (0.1 M, 

0.3 M, 0.5 M) were added and the mixtures were heated to 70°C in pressure stable tubes (BD 

Falcon). In the next step the HTS- method was used as described. From the investigations of 

the silver system (Chapter 4 and 5) it is known that the precipitation bands can be very thin 

and dense. For this reason all tested systems were analyzed by optical and laser microscopy. 
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6.2.3 Step 3: Transformation into the micro- and nanoscale 

As a control over the pattern formation has been established, the WET-stamping technique 

(Section 2.4.2) was used to transfer the system into the micro- and nanoscale. 

In the first step, a thin gelatin layer containing compound A (0.01 M) was prepared by spin-

coating (300 rpm) hot (70°C) compound A-gelatin solution onto a glass substrate. The sample 

was then allowed to dry at ambient temperature overnight. Along with this a stamp containing 

compound B (0.1 M) was prepared, according to previous protocols (Section 2.4.2.1). The 

stamps were loaded with salt B (24 h). In the next step the stamp (pins: Ø 500 μm) was placed 

on a gelatin-compound A layer and the reaction-diffusion front was allowed to propagate. 

After 1 hour the process was stopped and the samples were analyzed. 

 

6.3 Results and discussion 

6.3.1 Step 1: Precipitation in solution 

Table 6.1: Compound A/B combinations part 1. Precipitation was observed for the green highlighted 

combinations. 

  FeCl2 Fe(NO3)3 AgNO3 K2CrO4 CuSO4 Cu(OAc)2 Na2(C2O4) FeSO4 

FeCl2   no yes yes no no yes no 

Fe(NO3)3 no   no no no no no no 

AgNO3 yes no   yes yes  no yes yes 

K2CrO4 yes  no yes   yes  yes  no yes 

CuSO4 no no yes yes   no no no 

Cu(OAc)2 no no no yes no   yes no 

Na2(C2O4) yes no yes no no yes    no 

FeSO4 no no yes yes no no no   

FeCl3 no no yes yes no no no no 

NH4PF6 no no yes no no yes  no yes 

Na2MoO4 yes yes yes no no yes  no yes 

K2PtCl4 no no yes no no no no no 

KAuCl4 no no no no no no no no 

PdCl2 no yes yes no no no no no 

RuCl3 no no yes no no no no no 

K2Cr2O7 yes no yes no yes  yes  no yes 

Na2WO4 yes yes yes no no yes  no yes 

[Fe(bpy)3]Cl2  no no yes no no no no no 

[Ru(bpy)3]Cl2  no no yes no no no no no 

[Fe(pytpy)2]Cl2  no no yes no no no no no 



Section 6.3 

Results and discussion 
114 

 

In case of the tested salts and coordination compounds (Table 6.1 and Table 6.2), precipitation 

products in aqueous solutions have been observed for the following compound A/B 

combinations (highlighted in green). As mentioned before, acid and/or base were added to the 

mixtures where no precipitation occurred at the first place. However, no additional 

precipitation was observed after addition of acid (0.3 M citric acid) or base (0.1 M KOH). 

Table 6.2: Compound A/B combinations part 2. Precipitation was observed for the green highlighted 

combinations. 

  FeCl3 NH4PF6 Na2MoO4 K2PtCl4 KAuCl4 PdCl2 RuCl3 K2Cr2O7 Na2WO4 

FeCl2 no no yes no no no no yes yes 

Fe(NO3)3 no no yes no no yes no no yes 

AgNO3 yes yes yes yes no yes  yes yes yes 

K2CrO4 yes no no no no no no no no 

CuSO4 no no no no no no no yes no 

Cu(OAc)2 no yes yes no no no no yes yes 

Na2(C2O4) no no no no no no no no no 

FeSO4 no yes yes no no no no yes yes 

FeCl3   no yes no no no no yes yes 

NH4PF6 no   no no no yes no no no 

Na2MoO4 yes no   no no yes no no no 

K2PtCl4 no no no   no yes no no no 

KAuCl4 no no no no   yes no no no 

PdCl2 no yes yes yes yes   no no yes 

RuCl3 no no no no no no   no no 

K2Cr2O7 yes no no no no no no   no 

Na2WO4 yes no no no no yes no no   

[Fe(bpy)3]Cl2  no yes yes no yes no no yes yes 

[Ru(bpy)3]Cl2  no yes yes no yes no no yes yes 

[Fe(pytpy)2]Cl2  no yes yes yes yes yes no yes yes 

 

6.3.2 Step 2: Band formation under HTS-plate conditions 

6.3.2.1 General 

After successful precipitation in solution, the same compound A/B combinations were tested 

with the HTS-method. There, the pH and the amount of hydrogel (gelatin) in the reaction 

diffusion systems were optimized to facilitate band formation. Nevertheless only a few of the 

tested systems forming precipitates in solution were found to form precipitation bands in a 

Liesegang type manner under HTS-conditions. The results are summarized in Table 6.3. The 

top row represents the invading (outer) electrolyte (B) and the left column represents the 

stationary (inner) electrolyte (A), which is penetrated by B during the reaction-diffusion 
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process. Strong and reproducible band formation was observed for the green highlighted 

systems. In the dark blue highlighted systems, weak band formation was observed. The 

problem with these two systems was the silver nitrate in the inner electrolyte, which darkened 

while the structures were analyzed by optical and laser microscopy.  

Table 6.3: Working compound A/B combinations under HTS-plate conditions. Precipitation were observed 

for the green highlighted combinations. Blue highlighted combinations showed weak precipitation bands. 

  AgNO
3 FeSO

4 NH
4
PF

6 Na
2
MoO

4 Na
2
WO

4 KAuCl
4 K

2
Cr

2
O

7 
AgNO

3 
 

yes no weak weak no yes 
Na

2
MoO

4 yes no no 
 

no no no 
Na

2
WO

4 yes no no no 
 

no no 
[Fe(bpy)

3
]Cl

2  no no no no no yes yes 
[Ru(bpy)

3
]Cl

2
  no no no no no yes yes 

[Fe(pytpy)
2
]Cl

2
  yes no no no no no yes 

 

All reaction diffusion experiments containing silver nitrate were performed in the dark to 

prevent silver nitrate darkening. This explains why only weak precipitation bands were 

observed if sodium tungstate or sodium molybdate diffused into the silver nitrate containing 

system. If the compounds were interchanged and silver nitrate is the invading electrolyte, 

more precise precipitation bands were observed. The results from the [Ru(bpy)3]
2+

 and 

K2Cr2O7 system (Figure 6.4) are used to demonstrate how simple the handling of this HTS-

setup is. 

 

Figure 6.4: Optical images (top and bottom left) and laser profile analysis (bottom middle and right) of the 

[Ru(bpy)3]Cl2 / K2Cr2O7 system. Optical images were taken at the beginning, after 1 hour, after 1 and 2 

days. 
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6.3.2.2 Optimized parameter 

Optimized conditions for all band forming systems can be found in this section. The reaction-

diffusion times of all systems performed under HTS-plate conditions were up to 10 times 

higher compared to those under WETs conditions.  

 

6.3.2.2.1 FeSO4 / AgNO3 system 

Inner electrolyte: FeSO4 (0.01 M in 10.0 w/w% gelatin (type 0) containing 0.1 w/w% 

ammonia). Outer electrolyte: AgNO3 (0.3 M in 10 w/w% gelatin or 6 w/w% agarose). 

 

6.3.2.2.2 Na2MoO4 / AgNO3 system 

Inner electrolyte: Na2MoO4 (0.1 M in 10.0 w/w% gelatin (type 0) in milliQ water). Outer 

electrolyte: AgNO3 (0.3 M in 10 w/w% gelatin or 6 w/w% agarose). 

 

6.3.2.2.3 Na2WO4 / AgNO3 system 

Inner electrolyte: Na2WO4 (0.05 M in 10.0 w/w% gelatin (type 0) in milliQ water). Outer 

electrolyte: AgNO3 (0.3 M in 10 w/w% gelatin or 6 w/w% agarose). 

 

6.3.2.2.4 K2Cr2O7 / AgNO3 system 

Optimized parameters found in Chapter 3. 

 

6.3.2.2.5 [Fe(bpy)3]Cl2 / K2Cr2O7 system 

Inner electrolyte: [Fe(bpy)3]Cl2 (0.005 M in 10.0 w/w% gelatin (type 0) in milliQ water). 

Outer electrolyte: K2Cr2O7 (0.5 M in 10 w/w% gelatin or 6 w/w% agarose). 

 

6.3.2.2.6 [Ru(bpy)3]Cl2 / K2Cr2O7 system 

Inner electrolyte: [Ru(bpy)3]Cl2 (0.005 M in 10.0 w/w% gelatin (type 0) in 0.1 M citric acid). 

Outer electrolyte: K2Cr2O7 (0.3 M in 10 w/w% gelatin or 6 w/w% agarose). 
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6.3.2.2.7 [Fe(pytpy)2]Cl2 / K2Cr2O7 system 

Inner electrolyte: [Fe(pytpy)2]Cl2 (0.01 M in 10.0 w/w% gelatin (type 0) in milliQ water). 

Outer electrolyte: K2Cr2O7 (0.5 M in 10 w/w% gelatin or 6 w/w% agarose). 

 

6.3.2.2.8 [Fe(pytpy)2]Cl2 / AgNO3 system 

Inner electrolyte: [Fe(pytpy)2]Cl2 (0.05 M in 10.0 w/w% gelatin (type 0) in milliQ water). 

Outer electrolyte: AgNO3 (0.3 M in 10 w/w% gelatin or 6 w/w% agarose). 

 

6.3.2.2.9 [Ru(bpy)3]Cl2 / KAuCl4 system 

Inner electrolyte: KAuCl4 (0.05 M in 10 w/w% gelatin (type 0) in 0.1 M HCl). Outer 

electrolyte: [Ru(bpy)3]Cl2 (0.1 M in 6.0 w/w% agarose). 

 

6.3.2.2.10 [Fe(bpy)3]Cl2 / KAuCl4 system 

Inner electrolyte: [Fe(bpy)3]Cl2 (0.01 M in 10 w/w% gelatin (type 0) in 0.1 M HCl). Outer 

electrolyte: KAuCl4 (0.1 M in 6 w/w% agarose). 

 

6.3.3 Step 3: WETs  

6.3.3.1 General 

For each system the parameters were optimized under HTS conditions to obtain highly 

reproducible setups. These conditions were used to transform the working systems into meso-

and nanoscales using the WETs technique. Precipitation band formation in a Liesegang type 

manner under WETs conditions was observed in the following systems (Table 6.4). 

Table 6.4: Working compound A/B combinations under WETs conditions. Precipitation bands were 

observed for the green highlighted combinations.  

  AgNO3 KAuCl4 K2Cr2O7 

Na2MoO4 yes no no 

Na2WO4 yes no no 

[Fe(bpy)3]Cl2  no yes yes 

[Ru(bpy)3]Cl2  no yes yes 

[Fe(pytpy)2]Cl2  yes no yes 
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Interestingly, it was not possible to downsize all systems found under HTS-plate conditions. It 

was not possible to produce band formation in the silver nitrate / iron(II) sulfate system under 

WETs conditions. 

 

6.3.3.2 [Ru(bpy)3]Cl2 / K2Cr2O7 system 

In case of the [Ru(bpy)3]Cl2 / K2Cr2O7 system, the coordination compound was the inner 

electrolyte and potassium dichromate the invading, outer electrolyte. Nice crystalline 

precipitation bands were observed (Image 6.1 left). 

 

Image 6.1: SEM images of the precipitation bands observed in the Ru(bpy)3]Cl2 (0.05 M) + citric acid 

(0.1 M) and K2Cr2O7 (0.3 M) system. Image 1: Overview of the observed precipitation bands. Image 2: 

Overview of the particles forming the bands. Image 3: Porous nano-sheet surface of the particles forming 

the bands. 

In addition, SEM-images (Image 6.1) show that the periodic bands consist of an accumulation 

of micro- and nanoparticles. These particles offer a very large and porous surface which 

consists of sharp nano-sheets (Image 6.1 3). Energy dispersive X-ray spectroscopy (EDX) 

was used to examine the chemical composition of the material forming the bands (cf. 

Appendix C, p. 168). Therefore measurements were performed on the stamp/gelatin 
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interaction site, on top of a band, between two bands and on several places outside the 

precipitation site (background and crystals) (Figure 6.5). 

 

Figure 6.5: SEM image with indicated EDX measurement monitoring points (left) and corresponding 

EDX spectrum (right). 

 

Figure 6.6: EDX spectrum of the crystals in the background where no precipitation bands were formed 

(left) and EDX spectrum measured on the particles forming the bands (right). 

 

Figure 6.7: EDX spectrum of the material found between adjacent bands (left) and EDX spectrum of the 

background (right). 

From the chemical composition shown in the EDX spectra (Figure 6.5-Figure 6.7) we can see 

that the material on the stamp interaction site and in the bands consists of ruthenium and 
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chromium, whereas almost no ruthenium was found between adjacent bands. Background 

measurements indicate that in the gelatin ruthenium is present but no chromium was found. 

The gold peak in all spectra comes from the gold sputtering which was used to make the 

probe conductive for the SEM. Carbon, oxygen, nitrogen and sulfur were neglected because 

these elements are also present in gelatin. The tin peak is caused from FTO which was used as 

carrier substrate. If we now focus on the ratios of the chemical elements in the EDX-spectra 

we can state that the material on the stamp interaction site and in the bands consists of 

[Ru(bpy)3]
2+

 which most likely has [Cr2O7]
2-

 as the counter ion, since no precipitation was 

found if K2CrO4 was the invading outer electrolyte in the stamp. Since there is almost no 

ruthenium in the EDX spectrum measured between the bands (Figure 6.7), and due to the fact 

that this system is based on the postulated chromate/dichromate equilibrium, which is also 

crucial for the formation of primary bands observed in the classical Liesegang system, it is 

assumed that the material between the bands consists of potassium chromate. The background 

and the crystals in the corner of the non-reacted part consist only of [Ru(bpy)3]Cl2 (Figure 

6.6), since no chromium was observed in the EDX measurements of these bands. If the 

sample is washed with plenty of water only the bands and the stamp interaction parts remain, 

which is an additional clue for the presence of insoluble [Ru(bpy)3][Cr2O7]. A chemical 

equation can be proposed for the material forming the precipitation bands, which most likely 

describes our findings (Equation 15). 

2+ 2-

3 2 7 3 2 7[Ru(bpy) ] (aq) + Cr O (aq) [Ru(bpy) ][Cr O ] (s)      (15) 

However, XPS measurements are needed to obtain additional information about the oxidation 

state of the material in the bands to verify the proposed chemical model.  

 

6.3.3.3 [Fe(bpy)3]Cl2 / K2Cr2O7 system 

In case of the [Fe(bpy)3]Cl2 / K2Cr2O7 system, where the coordination compound was the 

inner electrolyte and potassium dichromate the outer electrolyte in the stamp, nice crystalline 

precipitation bands were observed (Image 6.2 and Image 6.3). SEM and EDX measurements 

were performed as in the case of the similar ruthenium system (Section 6.3.3.2). If the sample 

is washed with plenty of water, the red interband material is washed off, while the material 

forming the bands remains stable.  
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Image 6.2: Labelled images showing the crystalline precipitation bands observed in the [Fe(bpy)3]Cl2 / 

K2Cr2O7 test system. 

 

Image 6.3: SEM images showing the crystalline shape of the [Fe(bpy)3]Cl2 / K2Cr2O7 precipitation bands 

(left) and SEM-FIB cross section image (right) showing how the crystals are structured within the bands. 

 

Figure 6.8: EDX measurement and quantitative material analysis of the bands in the [Fe(bpy)3]Cl2 / 

K2Cr2O7 precipitation system. 
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From the EDX measurements concerning the [Fe(bpy)3]Cl2 / K2Cr2O7 system (Appendix C, 

p. 169), the same conclusions can be drawn as for the ruthenium system, since the only 

difference between both systems is the metal. For this reason the following chemical equation 

can be proposed which most likely describes our findings of the material forming the bands 

(Equation 16). 

2+ 2-

3 2 7 3 2 7
[Fe(bpy) ] (aq) + Cr O (aq) [Fe(bpy) ][Cr O ] (s)      (16) 

As for the ruthenium system, it is necessary to obtain additional information about the 

oxidation state of the material, in order to verify the proposed chemical model. 

 

6.3.3.4 [Fe(pytpy)2]Cl2 / AgNO3 system 

Dense precipitation bands (Image 6.4) were observed in the case of the [Fe(pytpy)2]Cl2 / 

AgNO3 system, where the WETs samples were prepared according to previous protocols 

(Section 2.4.2), using the coordination compound as inner, and silver nitrate as outer, 

electrolyte. SEM and EDX measurements were performed as in the case of the former 

presented systems (Appendix C, p. 170). If the sample is washed with plenty of water, the 

purple gelatin containing material between two adjacent bands is washed off, while the 

greyish purple material forming the bands remains stable.  

 

Image 6.4: Optical image of the precipitation bands observed in the [Fe(pytpy)2]Cl2 / AgNO3 test system. 
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However, it is difficult to propose a chemical model which describes our findings, since in the 

repetition experiments no band formation was observed when silver nitrate was replaced by 

potassium nitrate. For this reason a possible counter ion exchange as observed before can be 

ruled out as possible explanation for the precipitation. Another additional point why this 

system has to be seen critical, is the shape of the precipitation bands (band width, space 

between two bands, average band height), which is very similar to the shape found in the fine 

structured silver system (Section 5.2). For this reason further investigations concerning the 

material composition are needed. 

 

6.3.3.5 [Fe(bpy)3]Cl2 / KAuCl4 system 

In the case of the [Fe(bpy)3]Cl2 / KAuCl4 system, the coordination compound was the inner 

and KAuCl4 the outer electrolyte in the stamp (Image 6.5). The critical step was the loading of 

the stamp because when the stamps were loaded longer than 2 hours they lost their 

consistency. For this reason the best results were obtained if the stamp was loaded for only 45 

minutes.  

 

Image 6.5: Labelled optical image of the WETs setup for the [Fe(bpy)3]Cl2 / KAuCl4 precipitation system. 

Periodic precipitation bands were observed after 4 hours stamping/reaction-diffusion time 

(Figure 6.9). 
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Figure 6.9: Labelled optical image of the precipitation bands, observed in the [Fe(bpy)3]Cl2 / KAuCl4 

system. 

From the EDX measurements concerning the [Fe(bpy)3]Cl2 / KAuCl4 system (Appendix C, p. 

171), we can see that the material on the stamp interaction site and in the bands consists of 

ruthenium, gold and chloride whereas almost no ruthenium was found between adjacent 

bands. Background measurements indicate that in the gelatin ruthenium is present but no gold 

or chloride was found. The platinum peak in all spectra comes from the sputtering. Same as 

for all the other systems, gelatin was used as hydrogel, which explains the occurrence of 

carbon, oxygen, nitrogen and sulfur. Ruthenium, chloride and gold were found in the material 

forming the bands. Therefore it is most likely that the precipitation product consists of the 

coordination compound containing [AuCl4]
-
 as counter ion, but since additional analytical 

measurements are still in progress this has to be proposed rather than proved. 

 

6.3.3.6 [Ru(bpy)3]Cl2 / KAuCl4 system 

In the case of the ruthenium system, the coordination compound was used as outer electrolyte 

and KAuCl4 as inner electrolyte. Sample preparation was done according to previous 

protocols (Section 6.3.3.2). Gelatin film: 10 w/w% gelatin (type 0) in 0.1 M HCl and 0.05 M 

KAuCl4 as inner electrolyte. Agarose stamps: 6 w/w agarose, loaded in 0.1 M [Ru(bpy)3]Cl2 

for 24 h. Periodic precipitation bands (Image 6.6) were observed after a reaction diffusion 

time of 8 hours. 
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Image 6.6: Optical image (left) of the precipitation bands observed in the [Ru(bpy)3]Cl2 / KAuCl4 system, 

where the gold salt was the inner electrolyte and the coordination compound the outer electrolyte. Right 

image: zoomed in left image. The contrast was increased to highlight the formed precipitation bands. 

SEM and EDX measurements from this system fit very well with those from the iron 

containing system (cf. Appendix C, p. 172). For this reason it is assumed that the coordination 

compound forms precipitates when its counterion is exchanged. Since an excess of KAuCl4 

was present it is also assumed that the counterion of the precipitate forming the bands is 

[AuCl4]
-
. However, for a more detailed characterization additional analyses are required. 

 

6.3.3.7 AgNO3 / Na2WO4 precipitation system 

In the case of the AgNO3 / Na2WO4 precipitation system, WETs samples were prepared 

according to previous protocols, using Na2WO4 as inner and AgNO3 as outer electrolytes. The 

influence on the shape of the precipitation bands were investigated using time dependent 

interaction experiments. For this reason each sample was stamped with 4 stamps (Image 6.7), 

and the reaction diffusion (i.e. interaction between stamp and hydrogel surface) was stopped 

by removing the stamps after 1, 4, 8 or 24 hours. Afterwards, the samples were analyzed by 

optical and electron microscopy. After only 1 hour a few bands were formed. After 4 hours, 3 

times more bands were formed, in addition to some dispersed particles at the end of the 

precipitation zone (Image 6.8). Interestingly, the same amount of bands, showing the same 

dispersed particles at the end of the precipitation zone were observed after 8 and 24 h. 

Samples prepared at 300 rpm with a reaction diffusion time of 4 hours were further 

investigated by SEM (Image 6.9) and EDX as in the case of the former presented systems.  
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Image 6.7: Labelled optical images of the precipitation observed in solution (left) and under WETs 

conditions (right) by using the AgNO3 / Na2WO4 precipitation system. Number 1-4 indicate the time after 

which the stamps were removed (1: after 1 h; 2: after 4 h; 3: after 8 h and 4: after 24 h). 

 

Image 6.8: Optical image of the precipitation bands observed in the AgNO3 / Na2WO4 WETs system. 

EDX measurements (Appendix C, p. 173) were used to examine the chemical composition of 

the material forming the bands (Image 6.9 A, B). 
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Image 6.9: SEM-Images of the precipitation bands observed in the AgNO3 / Na2WO4 system. Image A and 

D: overview. Images B and E: zoomed overview of A and D. High resolution images of the particles 

forming the precipitation bands (C and F). 

Therefore measurements were performed on the stamp/gelatin interaction site, on top of a 

band, between two bands and on several places outside the precipitation site (background). 

The platinum peak in all spectra arises from the sputter layer. Carbon, oxygen, nitrogen and 

sulfur were neglected, since all are present in gelatin. Silver and tungsten were found to be the 

main elements in the material forming the bands. Minor silver and tungsten were found 

between two bands, while only tungsten, but almost no silver was observed in the background 

measurements. If these findings are combined, a chemical model can be proposed which 

explains most likely the observations (Equation 17). 

+ 2-

4 2 42Ag (aq)+WO (aq) Ag WO (s)      (17) 

This means that the main material forming the precipitation bands in this system is 

Ag2WO4.
236

 However, this system is of special interest, since silver tungstate has attracted 

attention because of its photoluminescence
237

 and photocatalytic properties.
238,239

 But silver 

tungstate has three different lattice structures (α,β and γ), leading to different material 

properties.
240

 For this reason additional studies concerning our precipitation system are 

necessary. 
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6.3.3.8 AgNO3 / Na2MoO4 precipitation system 

In the case of the AgNO3 / Na2MoO4 precipitation system, the same preparative setups were 

used as the setup previously described for the tungstate system, with Na2MoO4 as inner and 

AgNO3 as outer electrolytes. Time dependent interaction experiments were carried out in the 

same way (Image 6.10). At first the precipitates are off-white but they darken after one hour at 

ambient lab light. Precipitation bands were observed in all systems. Interestingly, band 

formation stopped after 8 hours because in the samples with 24 h reaction diffusion time, the 

length of diffusion propagation zone was almost identical with the length found after 8 hours. 

Also, the number of formed bands was almost identical. Best results were obtained for 4 hours 

interaction time (Image 6.11), since there the bands to evenly spread micro- and nanoparticles 

ratio was the highest compared to other reaction diffusion times. 

 

Image 6.10: Labelled optical images of the precipitation observed in solution (left) and under WETs 

conditions (right) by using the AgNO3 / Na2MoO4 precipitation system. The numbering (1-4) indicates the 

time after which the stamps were removed (1: after 1 h; 2: after 4 h; 3: after 8 h and 4: after 24 h). 

EDX measurements were carried out in the same way as for the other systems. From the 

measurements on the particles forming the bands (cf. Appendix C, p. 174), silver and 

molybdenum were found, while only molybdenum was found in the analysis between 

adjacent bands. 
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Image 6.11: Optical image of the precipitation bands observed in the AgNO3 / Na2MoO4 system after 4 

hours. 

However, since the bands formed in this system are not well separated, silver contamination 

was found in the spectra of the measurements between the bands as well. As expected, only 

molybdenum but almost no silver was found in the background measurements. A possible 

explanation combining all our findings leads to the following chemical model (Equation 18). 

+ 2-

4 2 42Ag (aq)+ MoO (aq) Ag MoO (s)      (18) 

This means the main material forming the precipitation bands in this system is Ag2MoO4. 

However, depending on the setup conditions it is possible that polymorph silver molybdate 

clusters or other cluster like Ag2Mo2O7 can form.
241

 Nevertheless, this system is also of 

special interest, since silver molybdate has attracted attention because of its oxygen reduction 

properties.
240–242

 By using the additional surface increase found in every Liesegang system, 

this makes the new system an ideal candidate to test as an oxygen reduction catalyst in fuel 

cells. A prerequisite is, however, that this system is further investigated and exact material 

composition is analyzed by additional methods like XPS. 
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6.4 Conclusion 

Using our new fast screening setup we have developed a cheap, sustainable tool for the 

screening of band forming systems. These can then be downsized to the nano-scale using the 

WETs technique. By doing so we found that we can also produce nanostructures and 

Liesegang-type bands that consist of metal coordination compounds such as 

[Fe(bpy)3][Cr2O7] and [Ru(bpy)3][Cr2O7]. It was also shown that it possible to produce 

precipitation bands out of the same coordination compound by using [AuCl4] as counter ions. 

Based upon these initial test systems we intend to create patterned structures and architectures 

containing many other catalytically active metal coordination compounds containing 

increased surface area. In case of the [Ru(bpy)3]Cl2 / K2Cr2O7 system it was found that best 

reproducibility (80%) was obtained if citric acid was used as additive (pH 5.5*). In case of the 

[Fe(bpy)3]Cl2 / K2Cr2O7 system best band forming conditions were observed under neutral 

conditions (pH 6.8-7.3*) (reproducibility 95%). *pH values measured in the 10 w/w% gelatin 

solution. Weak reproducibility (20% and 50%, respectively) was observed for precipitation 

bands forming systems containing [Ru(bpy)3]Cl2 / KAuCl4, [Fe(bpy)3]Cl2 / KAuCl4 system. 

Additionally, other precipitation band forming material combinations have been found leading 

to the formation of silver tungstate and silver molybdate. Both can be used as catalyst 

materials. 

In summary this means that our fast screening setup is a powerful tool for discovering new 

Liesegang systems. Since in all system a surface increase compared to bulk material has been 

observed, it can be concluded that Liesegang type structures offer a great potential to be used 

in future applications. 
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7. Conclusion and outlook 

In this thesis the periodic reaction-diffusion precipitation processes known as the Liesegang 

phenomenon were investigated. It was assumed that this phenomenon can be transformed and 

used to increase the active surface area of catalyst materials, without increasing the thickness 

of the material layer. However, for the controllable use of this phenomenon it was necessary 

to understand the precipitation process (Chapter 3). Therefore we started our investigations by 

using high resolution analytical tools such as STXM, NEXFAS and EDX to analyze the 

precipitation process occurring in the classical Liesegang system, where two different types of 

precipitation bands can be observed. The information gained from these investigations was 

used to propose a model, which describes the chemical origin of the precipitation bands in this 

system. It was found that the main material forming the primary bands was silver dichromate, 

while the main material forming the secondary bands was found to be silver chromate. By 

using SEM-FIB it was also possible to show that almost all particles forming the precipitation 

bands had a core structure, which has a different material composition as its surrounding 

material. Material analysis using the material contrast of back scattered electrons in electron 

microscopy (SEM) and energy dispersive X-ray analysis (EDX) showed that this material 

contains much more silver than the surrounding material. In addition, investigations 

concerning the origin of the core structures led to the discovery that the fine structured, so-

called secondary, bands originate from a different chemical system than the larger primary 

precipitation bands (Chapter 4). Further investigations resulted in a new Liesegang system 

containing only fine structured bands. Material analysis using STEM, SEM, SEM-FIB, EDX 

and XPS showed that the material forming the precipitation bands in the new fine structured 

Liesegang system mainly consists of elemental silver. Furthermore, we were able to show that 

the Liesegang phenomenon is not limited to one specific hydrogel matrix, increasing the 

possibility of possible applications using this system. Although the results obtained from this 

silver system are very promising, further investigations concerning the model of the 

precipitation process are needed, because this process is not fully understood yet. 

Since silver is known to be the most conductive element and the space between two adjacent 

bands was less than 10 μm, it was decided to investigate this system further (Chapter 5). Once 

all necessary parameters were determined and control over the precipitation process occurring 

in this system had been achieved, application screening was started. Screening experiments 

showed that these fine structured bands can be used to influence the light absorbing properties 

of other materials, but further investigations are needed to understand this effect/process. 
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Nevertheless it was also possible to prepare highly dense mesoscale grid structures, by 

implementation of a second layer containing fine structured precipitation bands. To increase 

the range of possible applications further, it was necessary to remove the hydrogel without 

destroying the precipitation structures. Therefore a simple, but efficient sintering protocol was 

developed, which allows full removal of the hydrogel and full transformation of the fine 

structured bands into elemental silver. Since one aim of my project was to increase the surface 

area of hematite by using the Liesegang phenomenon, it was decided to combine this 

environmental friendly and sustainable catalyst material with the fine structured silver bands. 

Four different setups were proposed to investigate the influence of the silver bands on the 

water oxidation efficiency of the anode used in photo electrochemical cells. However it was 

challenging to combine both systems (hematite with the silver bands) and most of the 

prepared anodes showed minor efficiency improvements. Nevertheless we showed that it is 

possible to combine both systems. For this reason further investigations concerning 

implementation of both systems and PEC measurements are needed. 

By using our high throughput screening setup (Chapter 6), we have developed a simple and 

cheap method for searching new systems that form patterned structures. While combining the 

WET-stamping technique with the periodic precipitation process we were able to downsize 

the structures found in the “fast screening method”. This led to the production of very cheap, 

extremely porous and highly periodic nano-structures. In addition we have shown that we are 

able to increase the surface area of the used material by wet-processing simple starting 

materials. With the implementation of materials that show catalytic properties such as 

ruthenium(II) or iron(II) coordination compounds as well as silver tungstate and molybdate, 

we have shown that our technique can increase the active area of these catalysts. This can help 

to get a step closer to fulfill one of the future hopes of a green and sustainable production of 

materials and energy. Nevertheless further investigations concerning the material composition 

of the discovered systems as well as their use as catalysts are necessary. 

In summary this research project showed that Liesegang type systems can be used for the 

simple and cheap production of highly periodic structures which possess a thin layer with a 

high surface area. Various combinations of different materials, salts and substrates open a 

very wide field of possible applications. The silver-micro/nanowire system can for example 

be used as diffraction gratings. The coordination compound systems can be used as a model 

system for the increase of the catalytic active surface area of other coordination compounds. 

In case of the hematite containing system the high conductivity of the silver forming the 

precipitation bands can possibly increase the conductivity of the photo anode, which should 
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lead to a higher efficiency.  

In the future, the systems shown and discussed in this thesis will be tested at the EMPA-

functional ceramic materials for energy and environment research. There we have with our 

collaboration partners Dr. Rita Tóth and Dr. Artur Braun experienced partners whose research 

is focused on safe, renewable and sustainable energy sources. In addition we will also 

continue screening for new materials which have the ability to form self-organized/self-

assembled periodic structures, e.g. conducting materials (Ag, Au, Pt, …) or other coordination 

compounds. They can be used to form nanowires and bands which can for example be used in 

electronic devices or for catalytic purposes. However, the examples in this thesis represent 

only a small part of the possibilities which can be reached by using Liesegang type 

phenomena.
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Appendix B: Data of further investigations  

Table: Gelatin properties (Section 3.2.1) 

Appendix B, Table 1: Measured values/properties of gelatin containing potassium dichromate or chromate 

and ammonia as inner electrolytes .

pH

gelatin 

solution

gel 

stiffness

pH

gelatin 

solution

gel 

stiffness

A 25 13.17 11.82 yellow 11.90
pale 

yellow

B 20 12.88 11.66 yellow 11.72
pale 

yellow

C 15 12.6 11.46 yellow 11.50
pale 

yellow

D 10 12.34 11.24 yellow 11.28
pale 

yellow

E 7 12.14 11.04 yellow 11.11
pale 

yellow

F 5 11.93 10.82 yellow 10.86
pale 

yellow

G 3 11.75 10.62 yellow 10.66
pale 

yellow

H 1.5 11.55 10.31 yellow 10.40
pale 

yellow

I 1 11.39 10.08 yellow 10.16
pale 

yellow

J 0.7 11.27 9.86 yellow 9.98
pale 

yellow

K 0.5 11.15 9.64 yellow 9.82
pale 

yellow

L 0.3 11.11 9.32 yellow 9.52
pale 

yellow

M 0.1 10.89 7.17

yellow

-

orange

8.86
pale 

yellow

N 0.07 10.76 6.5

yellow

-

orange

8.14 yellow

O 0.05 10.73 6.23 orange 7.51 yellow

P 0.02 10.49 5.81 orange 6.81

yellow

-

orange

Q 0.01 10.38 5.69 orange 6.78

yellow

-

orange

R 0 5.26 5.61 orange 6.65 orange

soft gel

↓

hard gel

jelly like

liquid

Sample
NH4OH 

[w/w% ]

pH 

gelatin 

solution

0.01M  K2Cr2O7 0.01M  K2CrO4

color

K2CrO4/gelatin 

solution 

liquid 

 

↓

jelly like

soft gel

soft gel

↓

 hard gel

color

K2Cr2O7/gelatin 

solution 



145 Appendix B: Data of further investigations 

 

 

Mathematical Model (Section 3.4.4) 

(by Prof Dr. István Lagzi)  

Knowing the constitution of the bands and the relevant chemical equilibria, we developed a 

reaction-diffusion model based on the Cahn-Hilliard phase separation scenario
145

 to 

understand the periodic precipitation phenomenon. Our kinetic model contains 5 species, 

namely AgNO3 (A), K2CrO4 (B1), K2Cr2O7 (B2), and two precipitates, Ag2CrO4 (C1) and 

Ag2Cr2O7 (C2) (Equations 6-8). 

1

2

κ

1 2κ
B   B               (6) 

1 1
1k

A+ B C        (7) 

2 2
2k

A+ B C                  (8) 

Here κ1, κ2 and k1, k2 are the chemical rate constants for the equilibrium between chromate 

and dichromate and for the precipitation reactions, respectively. Pattern formation occurs in 

the wake of a diffusively moving reaction front resulting from the inhomogeneous initial 

distribution of the outer and inner electrolytes. The spatiotemporal dynamics (pattern 

formation) of the system can be summarized in a set of partial differential (reaction-diffusion) 

equations:  

1 1 2 2tδ a = DΔa - k ab - k ab     (19) 

1 1 1 1 1 1 2 2tδ b = DΔb - k ab - κ b + κ b        (20) 

2 2 2 2 1 1 2 2tδ b = DΔb - k ab - κ b + κ b          (21) 

3

1 1 1 1 1 1 1 1tδ m m m ) a= - λ Δ(ε - γm + σΔ +k b     (22) 

3

2 2 2 2 2 2 2 2tδ m m m ) a= - λ Δ(ε - γm + σΔ +k b     (23) 

 D is the diffusion constant, and for simplicity, the diffusion constants of the reagents (A, B1, 

B2) are taken to be equal. The first three equations 19-21 describe the diffusion and the 

chemical reactions of the outer and inner electrolytes while equations 22 and 23 describe the 

precipitation process based on Cahn-Hilliard dynamics in which a moving chemical front 

produces a homogeneous precipitate behind it.
145

 When the local concentration of the 

precipitate reaches a critical value, the precipitate segregates into high- (ch) and low- (cl) 

concentration regions. In equations 22 and 23 m1 and m2 are the concentrations of precipitates 

shifted by (ch +cl)/2 and scaled by �̅� =(ch +cl)/2 and λ,ε,γ and σ are parameters of the Cahn-

Hilliard equation.
134,152

 Equations 19-23 were solved numerically using the “method of lines” 
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technique on a uniform 1D grid with appropriate boundary (no-flux boundary conditions for 

all species except for A at the junction point of the electrolytes, where for species A a 

Neumann-type boundary condition was applied: (  x=0 0
a t = a ) and initial conditions 

 a t = 0, x = 0 ,  1 10
b t = 0, x = b ,  2 20

b t = 0, x = b ,    1 2
m t = 0, x = m t = 0, x = 0 . The 

equations were integrated in time by the forward Euler method. The grid spacing and the time 

step were 1.0 and 0.04, respectively. 

 

Appendix B, Figure 1: Comparison of the measured (left) and calculated (right) values of the number of 

formed primary bands (top) and the spacing coefficient (bottom) in the classical Liesegang system. 

The results of the model are in very good agreement with te experimental results (Appendix 

B, Figure 1). At pH = 5.7 only Ag2Cr2O7 bands form (very dense bands), while at pH = 10.1 a 

different type of band can be observed which is an accumulation of many very thin and dense 

bands. Here, both secondary and primary band formation can be observed as the equilibrium 

is shifted towards CrO4
2-

, a trend accurately reproduced by the model calculation. 
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Black box (Section 4.3.1.1) 

 
Appendix B, Figure 2: Blue print of the black box used in Section 4.3.1.1.
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Fine structured bands by varying the used base (Section 4.3.2) 

 

Appendix B, Image 1: Highly periodic precipitation bands found in samples prepared with diethylamine 

as base (0.3 w/w% Et2NH). Overview image (100 μm scale bar) and zoomed in image at the end of the 

precipitation zone (bottom right), with a 71.31 μm scale bar. 
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Appendix B, Image 2: Highly periodic precipitation bands found in samples prepared with triethylamine 

as base (0.3 w/w% Et3N). Overview image (100 μm scale bar) and zoomed in image at the end of the 

precipitation zone (bottom right), with a 71.31 μm scale bar. 
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Appendix B, Image 3: Highly periodic precipitation bands found in samples prepared with potassium 

hydroxide (0.01 M KOH) as base. Overview image (200 μm scale bar) and zoomed in image at the end of 

the precipitation zone (bottom right), with a 100 μm scale bar. 
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Appendix B, Image 4: Highly periodic precipitation bands found in samples prepared with sodium 

hydroxide (0.1 M NaOH) as base. Overview image (100 μm scale bar) and zoomed in image at the end of 

the precipitation zone (bottom right), with a 50 μm scale bar. 
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Table XPS-measurements (Section 4.3.5) 

Appendix B, Table 2 Corrected XPS values silver Liesegang system. 
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Structural design experiments (Section 5.2.2)  

High resolution images of the precipitation structures observed in the structural design 

experiments. Top left images: samples prepared with 0.01 M AgNO3 in the stamps. Top right 

images: samples prepared with 0.06 M AgNO3 in the stamps. Bottom left images: samples 

prepared with 0.3 M AgNO3 in the stamps and bottom right images: samples prepared with 

0.6 M AgNO3 in the stamps 

 

Appendix B, Figure 3: High resolution images for each setup from the structural design experiments. 

Containing 3.0 w/w% gelatin in 0.3 w/w% ammonia as hydrogel matrix. 
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Appendix B, Figure 4: High resolution images for each setup from the structural design experiments. 

Containing 3.0 w/w% gelatin in 1.0 w/w% ammonia as hydrogel matrix. 

 

Appendix B, Figure 5: High resolution images for each setup from the structural design experiments. 

Containing 5.0 w/w% gelatin in 0.3 w/w% ammonia as hydrogel matrix. 
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Appendix B, Figure 6: High resolution images for each setup from the structural design experiments. 

Containing 5.0 w/w% gelatin in 1.0 w/w% ammonia as hydrogel matrix. 

 

Appendix B, Figure 7: High resolution images for each setup from the structural design experiments. 

Containing 7.0 w/w% gelatin in 0.3 w/w% ammonia as hydrogel matrix. 
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Appendix B, Figure 8: High resolution images for each setup from the structural design experiments. 

Containing 7.0 w/w% gelatin in 1.0 w/w% ammonia as hydrogel matrix. 

 

Appendix B, Figure 9: High resolution images for each setup from the structural design experiments. 

Containing 9.0 w/w% gelatin in 0.3 w/w% ammonia as hydrogel matrix. 
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Appendix B, Figure 10: High resolution images for each setup from the structural design experiments. 

Containing 9.0 w/w% gelatin in 1.0 w/w% ammonia as hydrogel matrix. 

 

Appendix B, Figure 11: High resolution images for each setup from the structural design experiments. 

Containing 11.0 w/w% gelatin in 0.3 w/w% ammonia as hydrogel matrix. 
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Appendix B, Figure 12: High resolution images for each setup from the structural design experiments. 

Containing 11.0 w/w% gelatin in 1.0 w/w% ammonia as hydrogel matrix. 

 

Appendix B, Figure 13: High resolution images for each setup from the structural design experiments. 

Containing 13.0 w/w% gelatin in 0.3 w/w% ammonia as hydrogel matrix. 
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Appendix B, Figure 14: High resolution images for each setup from the structural design experiments. 

Containing 13.0 w/w% gelatin in 1.0 w/w% ammonia as hydrogel matrix. 

 

Appendix B, Figure 15: High resolution images for each setup from the structural design experiments. 

Containing 15.0 w/w% gelatin in 0.3 w/w% ammonia as hydrogel matrix. 
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Appendix B, Figure 16: High resolution images for each setup from the structural design experiments. 

Containing 15.0 w/w% gelatin in 1.0 w/w% ammonia as hydrogel matrix. 

 

Appendix B, Figure 17: High resolution images for each setup from the structural design experiments. 

Containing 17.0 w/w% gelatin in 0.3 w/w% ammonia as hydrogel matrix. 
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Appendix B, Figure 18: High resolution images for each setup from the structural design experiments. 

Containing 17.0 w/w% gelatin in 1.0 w/w% ammonia as hydrogel matrix. 
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Screening for new systems HTS-plate (Section 6.2.2) 

 

Appendix B, Figure 19: Blue prints of the HTS-plates used for screening new Liesegang systems.
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Appendix C: EDX data 

Chapter 3: Classical Liesegang system (part 1) 

 

Appendix C, EDX spectrum 1: EDX spectra and quantitative analysis of the classical Liesegang system 

(Section 3.4.2 part 1) 
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Chapter 3: Classical Liesegang system (part 2) 

 

Appendix C, EDX spectrum 2: EDX spectra and quantitative analysis of the classical Liesegang system 

(Section 3.4.2 part 2) 
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Chapter 4: New Silver Liesegang system  

Section 4.3.4: STEM-EDX measurements  

 

Appendix C, EDX spectrum 3: STEM-EDX spectrum and quantitative material analysis of the new fine 

structured silver Liesegang system.  
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Section 4.3.4: New silver Liesegang system  

 

Appendix C, EDX spectrum 4: SEM-EDX spectra and quantitative material analysis of the new fine 

structured silver Liesegang system.  
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Chapter 5: Applications of the silver Liesegang system  

Section 5.3.2.1.2: SEM-FIB-EDX: Sintered silver Liesegang bands on FTO 

 

Appendix C, EDX spectrum 5: SEM-FIB-EDX spectra and quantitative material analysis of sintered fine 

structured silver Liesegang system precipitation bands. 
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Chapter 6: Screening for new systems  

Section 6.3.3.2: [Ru(bpy)3]Cr2O7 system  

 

Appendix C, EDX spectrum 6: SEM-EDX spectra and quantitative material analysis of the 

[Ru(bpy)3]Cr2O7 Liesegang system  
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Section 6.3.3.3: [Fe(bpy)3]Cr2O7 system  

 

Appendix C, EDX spectrum 7: EDX spectrum and quantitative analysis of the [Fe(bpy)3]Cr2O7 Liesegang 

system. 
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Section 6.3.3.4: [Fe(pytpy)2]Cl2 / AgNO3 system  

 

Appendix C, EDX spectrum 8: EDX spectrum and quantitative analysis of the [Fe(pytpy)2]Cl2 / AgNO3 

Liesegang system.  
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Section 6.3.3.5: [Fe(bpy)3]Cl2 / KAuCl4 system  

 

Appendix C, EDX spectrum 9: EDX spectrum and quantitative analysis of the [Fe(bpy)3]Cl2 / KAuCl4 

Liesegang system. 
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Section 6.3.3.6: [Ru(bpy)3]Cl2 / KAuCl4 system  

 

Appendix C, EDX spectrum 10: EDX spectrum and quantitative analysis of the [Ru(bpy)3]Cl2 / KAuCl4 

Liesegang system.  
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Section 6.3.3.7: AgNO3 / Na2WO4 system 

 

Appendix C, EDX spectrum 11: EDX spectrum and quantitative analysis of the AgNO3 / Na2WO4 

Liesegang system. 
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Section 6.3.3.8: AgNO3 / Na2MoO4 system 

 

Appendix C, EDX spectrum 12: EDX spectrum and quantitative analysis of the AgNO3 / Na2MoO4 

Liesegang system. 
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